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We present the results of a systematic study of the temperature-dependent resistivity and of Tc of a single
crystal MgB2 sample as a function of point defect concentration. We have found linear, albeit weak, correlation
between the decreasing superconducting critical temperature and the residual resistivity and no variation of the
slope of the ��T� curve at high temperature. These findings reinforce the already existing picture of s-wave
pairing for the superconductivity. The interband scattering is low despite increasing disorder. Somewhat sur-
prisingly, Matthiessen’s rule is followed even in this two-band metal.
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Magnesium diboride has been extensively studied since
the discovery of superconductivity at 40 K in it. There is a
wealth of experimental results ranging from tunneling
spectroscopy1 to specific heat measurements,2 which are very
coherently explained in a model with two distinct supercon-
ducting gaps, forming in the � and the � bands in this ma-
terial. While the pairing mechanism itself is well explained
by BCS theory,3 the material has a number of unusual prop-
erties. One of these is the relation between the resistivity and
the superconducting transition temperature.

Mazin et al.,4 by comparing a large number of measure-
ments, made two observations: the absence of correlation
between the residual resistivity and the critical temperature,
on one hand, and a correlation of the high temperature slope
of the resistivity curves and the residual resistivity, on the
other hand. In order to reconcile these findings, they suggest
weak interband scattering, and weak scattering in the � band
as compared to the � band. One consequence of the model is
that the high temperature slope of the resistivity curves de-
pends on the residual resistivity, which would be the viola-
tion of Matthiessen’s rule.

However, the experimental situation is not very clear. Re-
sults obtained on thin films, single crystals, ceramics, and
doped boron wires had to be compared. Other authors, by
studying a somewhat different subset of experimental data,
arrive at the conclusion that most of the inconsistencies of
the resistivity measurements are extrinsic due to secondary
phases, scattering on the grain boundaries, etc.5

One way to avoid this problem is to introduce disorder by
atomic substitution. It is possible to substitute both the Mg
and the B sites with elements such as Zn, Si, Li, Ni, Fe, Al,
C, Co, and Mn.15–17 Although in this case the sample quality
is well controlled, besides introducing disorder, the substitu-
tions dope the material, thus changing the electronic system
as well.

More recently, several authors have performed measure-
ments on irradiated samples in order to obviate the problem
of comparing distinct samples. Wang et al.6 and later Putti et
al.7 have used neutron irradiation to create point defects in

polycrystalline samples. It is known that neutron irradiation
is producing cascades of atomic displacements resulting in
clustering of defects. This has induced almost a factor of 100
change in the residual resistivity, and the authors found a
linear variation of Tc with it. Specific heat measurements
have indicated a change from two-gap to single-gap super-
conductivity when Tc was suppressed below 20 K.7

Our goal was to study the relation between residual resis-
tivity, temperature-dependent resistivity, critical temperature,
and defect concentration in the very same single crystal. In
our measurements, we used high-quality samples grown by
the cubic anvil technique.8 The resistivity was measured by a
four-point method. The contacts were obtained by sputtering
gold on the sample, and the wires were glued with silver
paste. We introduced homogeneously distributed point de-
fects by fast electron irradiation. The irradiation was per-
formed at the Laboratoire des Solides Irradiés, Ecole Poly-
technique in Palaiseau. 2.5 MeV electrons interact rather
weakly with the material, and they mostly create interstitial
and/or vacancy pairs by head-on collisions with the nuclei. It
is considered that these defects do not carry magnetic mo-
ment. The displaced atoms are mobile at high temperature,
and they can be annealed or they can form clusters of de-
fects. In order to avoid this, we carried out the irradiation at
20 K in a liquid H2 cryostat. In this way, defect clustering
can be avoided and the induced number of point defects is a
linear function of the received electron fluence. The electron
flux was limited to 3�1014 e / cm2 to avoid heating.

Irradiation was interrupted regularly, and the resistivity
was measured between 20 and 50 K. This range is reason-
ably wide to allow the determination of Tc and the residual
resistivity, but the temperature is low enough to avoid defect
recombination. After a few such cycles, the sample was
heated up to room temperature and cooled down again. This
has allowed us to compare the temperature dependence of
the resistivity in the whole 20–290 K range. In this way, the
same single crystal sample with increasing defect concentra-
tion could be used, avoiding any artifacts which are inevi-
table if measurements on different samples are compared.
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Figure 1 shows ��T� curves in the 20–50 K range. Al-
ready at the lowest applied fluence, one can observe a dou-
bling of the superconducting transition. By themselves, both
transitions are sharp. It is very likely that the phase with
higher Tc is due to areas under the contacts, partially pro-
tected from radiation. This is why we used the lower tem-
perature transition to determine the residual resistivity and
Tc. The residual resistivity was found to vary linearly with
electron fluence �see inset on Fig. 2�, which is a proof that
defects were created independently and that they do not in-
teract. The main panel of Fig. 2 shows Tc as a function of the
residual resistivity. This again is a linear function of the elec-
tron fluence, the slope of which can give information about
the nature of the defects, and when compared to supercon-
ductors with known pairing symmetry, it can also give a hint
on the pairing symmetry of the gap.

In order to put this result in context, in Fig. 3, we plot the
scaled transition temperature and the scaled residual resistiv-
ity together with similar curves of superconductors with vari-
ous order parameters �V3Si, s wave;9 Sr2RuO4, p wave;10

and YBa2Cu3O7, d wave11�. In all these compounds, it is
considered that the residual resistivity was increased by non-
magnetic defects. The decrease of Tc with increasing residual
resistivity indicates pair breaking by the induced scattering
centers. According to the theorem of Anderson,12 in a dirty

superconductor with s-wave symmetry, nonmagnetic impuri-
ties do not reduce the transition temperature, as they do not
introduce time reversal symmetry breaking. In a two-band
superconductor, the situation is, however, different: interband
scattering breaks the time reversal symmetry and should de-
crease Tc.

13

One can see that despite the two-band nature of the su-
perconductivity, the decrease of Tc is in MgB2 is even less
steep than that observed in V3Si, a conventional s-wave su-
perconductor; this hints the s-wave pairing in this material. It
also seems to rule out the possibility that at these defect
concentrations, increased interband scattering could be made
responsible for a stronger decrease of Tc.

14

In order to check the stability of the electron irradiation
induced defect, we warmed up our sample to room tempera-
ture �Fig. 4� and cooled it down again. This has allowed us to
compare the temperature dependence of the resistivity in the
whole temperature range and check Matthiessen’s rule. This
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FIG. 1. Resistivity of MgB2 versus temperature at different elec-
tron fluences.
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FIG. 2. The critical temperature versus residual resistivity in
MgB2. The inset shows the variation of the residual resistance with
electron fluence.
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FIG. 3. Normalized critical temperature versus normalized re-
sidual resistivity of superconductors with different order parameter
symmetries �in order of steepness of the curve: MgB2, *; V3Si, �;
Sr2RuO4, �; YBa2Cu3O7, ��. Lines are guides for the eyes.
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FIG. 4. �Upper� Resistivity versus temperature before and after
irradiation. The arrows show the direction of the temperature
sweep. �Lower� The difference between the irradiated and the non-
irradiated curve as a function of temperature.
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rule states that resistivities coming from different mecha-
nisms are superadditive, that is, ���1+�2. The equality is
only satisfied for certain special cases, but in reality, it holds
with sufficient precision for simple metals.

It is also well known that impurity scattering is essentially
temperature independent. This means that resistivity curves
��T� of a simple metal which differs only by impurity scat-
tering are parallel lines. Magnesium diboride is not a simple
metal; however, it has two bands, with very little scattering
between the two, which results in two almost independent
conducting channels.4 In this case the resistivity can be writ-
ten as

1

�
=

1

�0
��� + �����T�

+
1

�0
��� + �����T�

.

This form does not allow the separation of a temperature-
independent term unless one of the temperature-dependent
terms is very large, in which case, that particular channel is
switched off. This can happen if the electron-phonon cou-
pling is much stronger in one of the two bands.

The upper part of Fig. 4 shows the ��T� curves. It is clear
that some of the defects are annealed at room temperature,
presumably in the Mg sublattice, but there are still some that
remain. The lower part of the figure shows the difference
between the partly annealed and the nonirradiated ��T�

curve. Despite a factor of 3 change in the residual resistivity,
within the precision of the measurement, the difference be-
tween the two curves is temperature independent; thus, Mat-
thiessen’s rule seems to be followed. These two findings can
be reconciled with two-band conduction if we assume that
point defects do not increase interband scattering, and intra-
band scattering in the two bands is very different, indepen-
dent of the impurity concentration.

In conclusion, we have measured the resistivity of a single
crystal MgB2 sample as a function of point defect concentra-
tion. We have found linear variation of the residual resistivity
with electron fluence, showing the creation of homoge-
neously distributed point defects. Tc decreased linearly, but
very weakly with electron fluence, suggesting s-wave pair-
ing. A partly annealed irradiated sample, when compared to a
nonirradiated one, has a ��T� curve which is only shifted by
a temperature-independent constant in agreement with Mat-
thiessen’s rule. This confirms that interband scattering does
not play an important role at these levels of irradiation.

This work was supported by the Swiss National Science
Foundation and its NCCR MaNEP. The technical assistance
of Stephane Guillous from the van der Graaf accelerator of
the Laboratoire des Solid Irradiés, Ecole Polytechnique in
Palaiseau is gratefully acknowledged.

1 P. Szabó, P. Samuely, J. Kacmarcik, T. Klein, J. Marcus, D. Fru-
chart, S. Miraglia, C. Marcenat, and A. G. M. Jansen, Phys. Rev.
Lett. 87, 137005 �2001�.

2 Y. Wang, T. Plackowski, and A. Junod, Physica C 355, 179
�2001�.

3 O. V. Dolgov, R. K. Kremer, J. Kortus, A. A. Golubov, and S. V.
Shulga, Phys. Rev. B 72, 024504 �2005�.

4 I. I. Mazin, O. K. Andersen, O. Jepsen, O. V. Dolgov, J. Kortus,
A. A. Golubov, A. B. Kuz’menko, and D. van der Marel, Phys.
Rev. Lett. 89, 107002 �2002�.

5 J. M. Rowell, Supercond. Sci. Technol. 16, R17 �2003�.
6 Y. Wang, F. Bouqueet, I. Sheikin, P. Toulemonde, B. Revaz, M.

Eisterer, H. W. Weber, J. Hinderer, and A. Junod, J. Phys.: Con-
dens. Matter 15, 883 �2003�.

7 M. Putti, M. Affronte, C. Ferdeghini, P. Manfrinetti, C. Tarantini,
and E. Lehmann, Phys. Rev. Lett. 96, 077003 �2006�.

8 J. Karpinski, S. M. Kazakov, J. Jun, N. D. Zhigadlo, M. Angst, R.
Puzniak, and A. Wisniewski, Physica C 408-410, 81 �2004�.

9 F. Rullier-Albenque, CEA Report No. CEA-R-5291 �unpub-
lished�.

10 A. P. Mackenzie, R. K. W. Haselwimmer, A. W. Tyler, G. G.
Lonzarich, Y. Mori, S. Nishizaki, and Y. Maeno, Phys. Rev. Lett.
80, 161 �1981�.

11 F. Rullier-Albenque, H. Alloul, and R. Tourbot, Phys. Rev. Lett.
91, 047001 �2003�.

12 P. W. Anderson, J. Phys. Chem. Solids 11, 26 �1959�.
13 A. A. Golubov and I. I. Mazin, Phys. Rev. B 55, 15146 �1997�.
14 L. S. Borkowski and P. J. Hirschfeld, Phys. Rev. B 49, 15404

�1994�.
15 S. Lee, T. Masui, A. Yamamoto, H. Uchiyama, and S. Tajima

Physica C 397, 7 �2003�.
16 J. Karpinski, N. D. Zhigadlo, G. Schuck, S. M. Kazakov, B. Bat-

logg, K. Rogacki, R. Puzniak, J. Jun, E. Müller, P. Wägli, R.
Gonnelli, D. Daghero, G. A. Ummarino, and V. A. Stepanov,
Phys. Rev. B 71, 174506 �2005�.

17 C. Buzea and T. Yamashita, Supercond. Sci. Technol. 14, R115
�2001�.

BRIEF REPORTS PHYSICAL REVIEW B 76, 132504 �2007�

132504-3


