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Ferromagnetism at Room Temperature on Electrodeposited
Co2+-Doped ZnO Thin Film
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Predicted by the theory, ferromagnetism is expected in Co-doped ZnO. Recently, ferromagnetism above room temperature was
reported in thin films as well as in bulk samples made of cobalt-doped zinc oxide. In this study, we report the preparation of ZnO
doped with �5% of Co �Zn1−xCoxO, x = 0.05� by electrodeposition. Sample characterization using X-ray diffraction, high-
resolution transmission electron microscopy, and X-ray photoelectron spectroscopy shows that the dopant is substitutional. More-
over, the magnetic properties of Co-doped ZnO samples electrodeposited as a function of field and temperature exhibit clearly
ferromagnetism with Curie temperature above 400 K.
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In recent years, ferromagnetism in semiconductors has attracted
significant attention partly due to interest in spintronic device
concepts.1-3 In the year 2000, Dietl et al.4 made the theoretical pre-
diction that Mn-doped ZnO and GaN would be ferromagnetic at
room temperature and would therefore be suitable for applications in
spintronics. Similar theoretical calculations of Sato and
Katayama-Yoshida5 showed that ZnO doped with several three-
dimensional �3D� transition metal ions such as V, Cr, Fe, Co, and Ni
may exhibit ferromagnetic ordering. Much of the recent effort has
focused on conventional II–VI and III–V semiconductor materials.
A report of ferromagnetism in Co-doped TiO2 gave the hope that
Co- and Mn-doped oxides may indeed be useful for spintronics.6

Recently, low-temperature epitaxial growth has been used with Mn-
doped ZnO in achieving ferromagnetism, showing a transition tem-
perature of 470 K which is the highest TC

7 for doped semiconductor.
They have also found that on heating the bulk samples above 875 K,
the ferromagnetic content of the sample decreases, which they at-
tributed to the clustering of Mn. Ferromagnetism in these materials
operates via a mechanism by which itinerant carriers are spin polar-
ized and mediate ferromagnetic ordering between the widely spaced
dopant ions �RKKY interaction� when localized spin is introduced in
the oxide semiconductor. The oxidation state �and spin state�, homo-
geneity and substitutional incorporation of the dopant must be con-
sidered when transition metal is doped for producing dilute mag-
netic semiconductors. In this case, the heating process increases the
possibility of inadvertently altering the oxidation state of the
dopants.8

In this paper, an electrodepositing technique for the preparation
of one phase ZnO thin film doped with 2 to 6% of Co is detailed
�low temperature process�. The magnetic investigation shows that
the prepared films present a ferromagnetic behavior for a tempera-
ture higher than room temperature. Some salient features of using
electrodeposition instead of the thermal method to produce ferro-
magnetic semiconductor are: low cost, simplicity, possibility of us-
ing starting materials of high purity.

Experimental

The Zn1−xCoO synthesis was achieved through the co-
precipitation method. Typically, the electrodeposition experiment
was carried out in a classical three electrode glass cell. Two different
working electrodes have been employed, a gold layer/adhesive chro-
mium layer deposited on a silicon �100� wafer , or polycrystalline
gold layer. The electrode is sonicated in a distilled water bath for
5 min to remove dust from the surface. Finally, the electrode is
washed with Milli-Q water �0.82 �S/cm�. The circuit loop is closed
using a satured Ag/AgCl electrode as reference and a platinum wire
as counter electrode. The potential window is estimated using cyclic
voltammetry �CV�. All the experiments were performed at 343 K
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under N2 bubbling for at least 1 h and employing the EG 273A
potentiostatic system. The electrodeposition was carried out in aque-
ous solution composed of 3 g/L ZnCl2 �supplied by Merck,
99.999%�, 1 g/L of NaNO3, and a different concentration CoSO4
�supplied by Fluka, 99.99%� at pH 5.5 to avoid any formation of
precipitate. After each electrodeposition, the sample was washed
with distilled water to remove the Zn2+ and Co2+ left from the elec-
trodeposition solution.

The structural characterization of the material was investigated
using X-ray microanalysis mapping, X-ray diffraction scanning
electron microscopy �XRD-SEM� and high-resolution transmission
electron microscopy �HRTEM�. HRTEM analysis was carried out on
a Philips CM300 Bragg-Brentano diffractometer operating at the Cu
K� wavelength �1.542 Å� in the �–2� Bragg configuration. The
voltage was set at 50 kV with a 45 mA flux. SEM images were
obtained using a Philips XL30 field emission gun �FEG� micro-
scope. The X-ray photoelectron microscopy �XPS� was obtained us-
ing an ESCA QUANTUM 2000. The photoelectron emitted by ra-
diation of a monochromated Mg K� �1256.6 eV, 200 W� source,
having a fixed path energy of 11.75 eV, were collected at a multi-
channel detector through a hemispherical analyzer. Before each ac-
quisition we sputtered some ion argon to ensure that the surface is
free from residual Co2+ and Zn2+ that might have remained even
after washing many times with water and ethanol. Theoretical
curves were adjusted to fit the peaks by means of an in-house com-
puter program. A Doniach-Sunjic Lorentzian asymmetric function9

was convoluted with an experimental Gaussian curve �G = 0.8� and
a Shirley background10 was subtracted. A quantum design MPMS5
superconducting quantum interference device �SQUID� magnetome-
ter was used to determine the magnetic properties of the Zn1−xCoxO
�x = 0.05� samples. The measurement temperature of SQUID can be
varied from 1.7 to 400 K and the field can go up to 5 T.

Results and Discussion

Cyclic voltammogramms.— Figure 1 shows the CV as a function
of potential for a solution of 3 g/L ZnCl2, 3 g/L of NaNO3, and
3 g/L of CoSO4 at pH 5.5. We observe a small increase of the
cathodic current reduction from approximately −0.5 V. This in-
crease can be related to the reduction of NO3

− dissolved in the solu-
tion into OH− �Eq. 1� as proposed by Lincot.11 The increase at
−1 V, can either be due to the formation reduced cobalt ion from the
electrolyte12 and/or by reduction of Co�OH�2 as reported by Foelske
et al.13 The formation of metallic cobalt is corroborated by XPS and
TEM analysis. After reversing the potential at −1.2 V, the cobalt
reduction proceeds up to −0.95 V. The cobalt dissolution process
begins at −0.9 V which is characterized by an anodic current peak.

NO3
− + 2e− + H2O → 2OH− + NO2

− �1�

M + 2OH− → M�OH� �2�
2
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M�OH�2 → ZnCoxO1−x + H2O �M = Zn,Co��343 K� �3�

The second reaction, corresponding to the formation of Zn�OH�2
and Co�OH�2, is a precipitation reaction taking place on the surface,
due to the local increase of pH. At 343 K, the co-precipitation of
Zn�OH�2 and Co�OH�2 form Zn1−xCoxO following the chemical
reaction. We observe that to reach a reasonable deposition rate of
Zn�OH�2 and Co�OH�2, the applied potential vs the silver/silver
chloride reference must be at least equal or up to −0.8 V and below
−0.95 V. Moreover, this potential range avoids the formation of Co
metallic clusters. Figure 2a shows the energy dispersive spectra of
characteristic Co K� peaks at 6.9 eV. Figure 2b summarizes the
content of Co in doped ZnO vs the concentration Co2+ �g/L� into the
electrolyte. This elemental composition for CoxZn1−xO was deter-
mined by XPS.

Structural characterization.— Figure 3a is a SEM of the poly-
crystalline film on the gold surface. No preferred orientation of the
structure is observed. On gold layer Au�111� �Fig. 3b�, undoped and
doped ZnO with Co, shows a well oriented hexagonal structure per-
pendicular to the substrate with a bimodal size distribution located at
300 and 100 nm. It must be pointed out that 2 h of electrodeposition
is necessary to obtain nonporous films. In that regime, it appears that
the grains merge intimately together. On this sample the density of
grain is �6 � 108 cm2 and the vertical growth is �0.6 �m/h.

Pauporte and Lincot14 have shown that epitaxial films of ZnO
can be electrodeposited onto single-crystal gallium nitride. More
recently, Switzer and his collaborators were the pioneers to report an
epitaxial growth of ZnO onto cubic Au�111�, Au�110�, and Au�100�
single-crystal substrates. The result obtained on gold �111� is in
good agreement with the results observed by Switzer.15 Figure 4
displays the XRD of a 5% Co-doped ZnO, two peaks at 2�
= 34.1° and 2� = 38.2° were observed, corresponding to ZnO�002�
and Au�111�, respectively. Using the XRD linewidth, an average
nanocrystallite size of �110 nm is estimated. The value obtained is
in good agreement with the SEM observations. The XRD pattern
demonstrates highly crystallized wurtzite and is essentially identical
to those of bulk ZnO. Furthermore, from the ZnO�002� peak posi-
tion, the lattice parameter, a, is estimated to be 3.289 Å. The experi-
mental value is 1.3% larger than that of pure würtzite �3.250 Å� and
is most likely due to the substitution of the larger Co+2 ion for Zn+2,

Figure 1. CV as a function of potential measured in a solution containing
3 g/L ZnCl2, 3 g/L of Co�SO4�2, and 1 g NaNO3 at 343 K, scan rate
100 mV/s−1, pH 5.5.
meaning that Co is either present in negligible amounts or was sub-
stitutionally doped into the ZnO crystal structure to form a solid
solution.16

To identify the homogeneity distribution of Co in the electrode-
posited film, Energy dispersive spectrometry �EDS� mapping of Zn
and Co is made on different areas and at different magnifications
�not shown�. We observe no segregation phase of cobalt �only one
phase� is observed. To determine the charge state of Co in the film,
XPS measurements have been performed on the sample. Figure 5a
shows the XPS spectra for a CoxZn1−xO �x = 0.05� sample obtained
on the as-grown film after removal of 50 Å of surface material by
sputtering. Figure 5b shows the binding energy level of Co 2p1/2 and

Figure 2. �a� Typical EDS spectra of CoxZn1−xCo �x = 0.05�. �b� Percentage
of cobalt doped in ZnO vs the concentration of CoSO4 �g/L�

Figure 3. SEMs of CoxZn1−xCo �x = 0.05� electrodeposited on different sub-
strates. �a� Plates with hexagonal shape on polycrystalline gold. �b� Nanopil-
lars with hexagonal shape on Au�111�/Cr/Si�111�.
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2p3/2 of three samples prepared from three different solution,
namely, the first solution contains 3 g/L of CoSO4 with 3 g/L of
NaNO3 electrodeposited at −0.8 V, the second solution containing
3 g/L ZnCl2, 3 g/L of NaNO3, 3 g/L of CoSO4 electrodeposited at
−0.8 V and finally the same solution as before deposited a −1.0 V.
The oxidation state of the Co atoms can be inferred from the shape
of the Co 2p lines. The satellite structure on the high binding energy
side of the principal 2p1/2 and 2p3/2 lines is a typical characteristic of
high spin Co2+,17 although the resolution of the XPS measurement is
insufficient to resolve multiplet splitting that would delineate the Co
spin state. The shake-up peak is a more easily identified character-
istic of the chemical state of the Co than either the absolute binding
energy or the line separation between Co 2p1/2 and Co 2p3/2.18

Moreover, comparison of the shapes and positions of the primary
and shake-up peaks shows that there is a good fit with the film
formed by electrodeposition from a solution of CoSO4. By working
at higher potential �−1 V�, the XP spectra of Co 2p core-line shows
that a new peak emerges at 777.8 eV corresponding to Co metallic.
To sum up, the characterization shows that the cobalt in the elec-
trodeposited film at −0.8 V is in the +2 oxidation state. It is ex-
pected that Co+2 would incorporate into the würtzite lattice at Zn2+

and Co+2. Thus within the detection limits of the spectrometer, we
can rule out metallic Co as the observed source of ferromagnetism.
Figure 6 shows typical bright-field TEM images and SAED of the
corresponding area from a sample powder of Zn1−xCoxO �x
= 0.06� film electrodeposited at −0.8 V. The bright-field image
shows no segregation of Co�OH�2 or Co metallic and reveals the
fringes of ZnO�110� with a lattice spacing of about 0.163 nm. The
SAED �selected area electron diffraction pattern� inserted in Fig. 6a
indicates that the film is a polycrystalline and can be indexed as ZnO
hexagonal phase. Figure 6b shows typical bright-field TEM images
and SAED of the corresponding area from a sample powder of
Zn1−xCoxO �x = 0.06� film electrodeposited at −1.0 V. The bright-
field image shows some large particles of cobalt, they have irregular
shapes with concurrent coarsening of the particles in contact with
each other. The analyses of the SAED patterns �inset� obtained on
the samples shows a predominance of the diffraction rings, which
correspond to würtzite ZnO. One more unambiguous diffraction ring
has been identified as being metallic Co hexagonal �100�.

Lipinski et al. have already observed electrodeposition of Fe
doped with ZnO thin film by working at −0.9 V, the formation of Fe
nanoparticles �3–11 nm� embedded in ZnO.19 By working at higher
potential on Co-doped ZnO, we observed the same phenomenon,
formation of two phases corresponding of cobalt nanoparticles and
hexagonal ZnO. This formation of cobalt aggregates can either be

Figure 4. XRD of ZnO thin film deposited on Au�111�/Cr/Si�111�.
due to the reduced cobalt ion from the electrolyte and/or by reduc-
tion of Co�OH�2 as reported by Foelske et al.13 Effectively, by form-
ing a superstructure of Co�OH�2 �001� on a single crystal Co�001�
single, they observed that a reduction at −1 V will reduce the
Co�OH�2 into two-dimensional cobalt metallic structures with the
height of one atomic step.

Magnetization study.— Magnetic properties of 6% Co-doped
ZnO nanopillar film were measured at temperatures ranging from
5 to 400 K. Figure 7a shows the temperature dependence between
the field cooled �FC� and zero field cooled �ZFC� magnetization for
the 6% Co-doped ZnO. The ZFC and FC shows the same behavior
with the temperature, a ferromagnetism transition up to 350 K. A
small decrease in magnetization appears at a temperature higher
than 350 K. The same behavior in FC and ZFC can rule out the
possibility of cobalt clusters being the origin of the observed ferro-
magnetic character.20 At low temperature the magnetization is tem-
perature dependent. This upturn at low temperature shown in Fig. 7a
is most likely attributed to the Co moments that remain paramag-
netic. The hysteresis loop of the 6% cobalt shows a highly sym-
metrical aspect with a coercive field of 137 Oe at 3 K. The small
300 K coercivity of only 94 Oe and the resulting small hysteresis

Figure 5. �a� XPS spectra for a CoxZn1−xCo sample electrodeposited at
−0.8 V �after removal 50 Å of surface material by sputtering�. �b� ��� XPS
spectra of Co2p prepared from a solution of 3 g/L CoSO4 and 2 g/L KNO3
at 343 K, ��� XPS spectra for an CoxZn1−xCo �x = 0.05� sample electrode-
posited at −0.8 V, ��� XPS spectra for an CoxZn1−xCo �x = 0.05� sample
electrodeposited at −1.0 V.
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area are very similar to those of other ferromagnetic ZnO desorp-
tiom mass spectrometries �DMSs� and nanocrystalline DMS quan-
tum dot aggregates, and characterize these materials as soft ferro-
magnets. Although the precise origins of the coercivity in these ZnO
DMSs remain uncertain, the majority of coercivity likely arises from
domain-wall pinning effects. Magnetization was also performed on
pure ZnO electrodeposited. This was done to eliminate the possibil-
ity that spurious transition metal impurities might be responsible for
the magnetic response. The pure ZnO electrodeposited exhibit no
hysteresis, showing that the Co doping is responsible for the behav-
ior. The coercive field Hc measured over the same temperature range
decreases gradually with the increase of temperature. The gradual
decrease in coercivity with increasing temperature is similar to the
behavior observed in other ZnO DMSs.21,22

Conclusion

In summary, we have presented the preparation, characterization
and the magnetic properties of CoxZn1−xO �x = 0.05� nanopillar thin
film made by an electrodeposition technique. XPS, HRTEM, ZFC ,

Figure 6. �a� Bright field TEM image showing Zn1−xCoxO �x = 0.05� elec-
trodeposited at −0.8 V. �b� Bright-field TEM image showing Zn1−xCoxO
�x = 0.05� electrodeposited at −1 V �the inset corresponding to the SAED
pattern and the ZnO bright-field, respectively�.
and FC magnetic susceptibility data are consistent with Co2+ ions
occupying the cation substitution sites. Ferromagnetism behavior is
observed on such electrodeposited materials under aerobic condi-
tions at −0.8 V. XPS shows that under such conditions all the cobalt
is in the Co2+ oxidation state. This data thus rules out the presence
of sufficient cobalt metal to explain the ferromagnetism and instead
provide strong experimental support for the existence of intrinsic
room-temperature ferromagnetism in Co-doped ZnO. As such, this
diluted magnetic semiconductor may indeed be suitable for high-
temperature semiconductor spintronics applications.

Ecole Polytechnique Federale de Lausanne assisted in meeting the pub-
lication costs of this ariticle.
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