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Abstract

A novel method for isolation of monodispersed Pd nanoparticles from a reverse microemulsion was developed using hydrocarbon evaporation
and methanol-assisted particle purification from a surfactant. Fcc Pd nanoparticles of 6, 8, 11, and 13 nm in diameter were isolated from water/
AOT/isooctane mixture and used to study a size effect during solvent-free hydrogenation of 2-methyl-3-butyn-2-ol to 2-methyl-3-buten-2-ol.
The initial TOF calculated per mole of surface palladium atoms was duplicated when particle size was increased from 6 to 13 nm but remained
constant when accounted per number of specific Pd atoms on Pd(111) facets. Selectivity to olefinic alcohol was not size-dependent, but an increase
in particle size decreased the byproduct ratio of dimers to saturated alcohol. Acetylenic alcohol hydrogenation is shown to be a structure-sensitive
but size-independent reaction for Pd particles with size of 6–13 nm. The work shows also that the Pd size controlled the reaction rate and the
byproduct distribution.
© 2007 Elsevier Inc. All rights reserved.
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1. Introduction

Structure sensitivity is of great interest in heterogeneous
catalysis. Metal particle morphology and size influence the
turnover frequency (TOF) and selectivity due to well-known
electronic and geometric effects [1–6]. The relative ratio of
surface atom types (vertex, edge, and facet atoms) changes sub-
stantially with varying particle size; large particles have mainly
large crystal planes with atoms of high coordination number,
whereas metal atoms with low coordination numbers constitute
small particles [6,7]. The reactions that require a special type
of surface atom or an ensemble of surface atoms are strongly
affected by the variation in the particle size, for example, Pd-
catalyzed hydrogenations or Suzuki reactions [8,9].

The main requirement in studying the structure sensitivity of
catalytic reactions is that the particle size should be varied in the
absence of other influences [7]. The use of different metal pre-
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cursors, catalyst supports, or preparation conditions had led to
catalysts that are intrinsically different from each other besides
in particle size [2,7,10]. Colloid preparation techniques may
provide suitable catalysts for such studies [2]. Among these,
the reverse microemulsion (ME) technique is of special in-
terest. Reversed (water-in-oil) MEs are thermodynamically sta-
ble, optically isotropic dispersions of water and oil consisting
of nanosized domains of water in oil, stabilized by an interfa-
cial film of surface active molecules [11]. The water droplets
can be considered spatially confined nanoreactors of 5–100 nm
for the formation of monodispersed particles with a standard
deviation less than ±10%. In this case, monodispersed nanopar-
ticles with controlled sizes are synthesized [12–17]. Through
this approach, catalytic metal nanoparticles of different sizes
are prepared in the same manner by simply varying the water-
to-surfactant ratio in MEs.

ME-derived nanoparticles are widely used in catalytic re-
actions, mainly as a nanoparticle-containing MEs per se or
deposited onto supports. The use of ME itself [18–25] im-
plies the addition of extra components to the catalytic reaction
mixture (hydrocarbon, water, surfactant, excess of a metal re-
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ducing agent). This leads to an increase of the reaction vol-
ume, and a catalytic reaction may be affected through “medi-
um” and “solubilization” effects [26,27]. Multicomposition of
ME also does not allow conducting solvent-free reactions. Sev-
eral attempts have been made to purify nanoparticles from the
ME components. Hydrocarbon evaporation [11,28] or freeze-
drying/sublimation [29] did not allow elimination of surfactant
molecules, whereas cross-flow ultrafiltration [30] resulted in
concentrated nanoparticle suspension. Nanoparticles also may
be deposited onto solid support by mixing the ME with a sup-
port. This step is usually followed by calcination [12,16,17,21,
31–41]. However, these heterogeneous catalysts can be hardly
applied for size effect studies because of specific particle–
support interactions [21] and the sintering of the particles at
high temperatures during the calcination step.

Here we propose a simple method of preparing monodis-
persed metal nanoparticles for size effect studies. It implies pu-
rification of nanoparticles synthesized in reverse ME and their
dispersion in a pure reactant. The method allows us to obtain
monodispersed nanoparticles with controlled sizes and to re-
cover solvent/surfactant from MEs.

Hydrogenation of 2-methyl-3-butyn-2-ol (MBY) to 2-
methyl-3-buten-2-ol (MBE) was taken as a model reaction be-
cause it is important in the synthesis of vitamins and perfumes.
The reaction yields a number of byproducts (see Fig. 1) and
thus allows the study of the influence of Pd particle size on
both activity and selectivity.

Data on size effects in alkyne hydrogenation are rather con-
troversial, although most studies have shown that an increase in
metal dispersion decreases TOF [6]. The size effect in alkyne
Pd-catalyzed hydrogenation was first reported by Boitiaux et
al. [42]. Lower selectivity and more than a 10-fold decrease
in TOF were observed when the metal dispersion increased
from 20 to 100%. The low activity of small metal particles
(with a dispersion of >20%) is usually explained by the strong
complexation of the highly unsaturated electron-rich alkyne to
the electron-deficient atoms with low coordination numbers on
small particles. Moreover, the β-PdH phase disappears with
decreasing metal particle size [43]. Some studies have shown
this phase to be responsible for the direct alkyne hydrogenation
to alkane [5], whereas others did not find this detrimental ef-
fect [6,44]. Pd-catalyzed hydrogenation of acetylenic alcohols

Fig. 1. Reaction pathways for the conversion of 2-methyl-3-butyn-2-ol.
is also known to be a structure-sensitive reaction. However, the
size dependence is strongly affected by the catalyst preparation.
When Pd nanoparticles were stabilized by poly(vinylpyrroli-
done), an increase in the particle size from 5 to 7 nm led
to a twofold decrease in TOF and an 8% increase in selec-
tivity during the hydrogenation of 2-butyne-1,4-diol [10]. Pd
nanoparticles deposited on activated carbon fiber fabrics exhib-
ited lower TOFs and selectivities at higher dispersions [45,46].
Pd nanoparticles 7.5 nm in size showed sixfold higher activity
and 14% higher selectivity in MBY hydrogenation compared
with 2.5-nm particles [47,48], but the reactions were carried out
with the supported particles, and no tests for the kinetic regime
were reported.

No studies on the size effect in hydrogenation of acetylenic
alcohols have been reported for particles larger than 7.5 nm.
Usually, the structure-sensitive reactions are considered to not
reveal size dependence above 5 nm owing to the relatively small
variation of the portion of the specific atoms (edge and face) on
the nanoparticle surface [7]. Thus, the aim of this work was to
elaborate a method for monodispersed Pd nanoparticle prepa-
ration and to study size effect in 2-methyl-3-butyn-2-ol hydro-
genation using the nonsupported Pd nanoparticles 6–13 nm in
size.

2. Experimental

2.1. Materials

Tetraamminepalladium(II) chloride monohydrate (99.99+%;
Aldrich), isooctane (2,2,4-trimethylpentane, extra dry, with
molecular sieve, water <30 ppm; Acros Organics), fumic hy-
drochloric acid (purum, p.a.; Fluka), nitric acid (puriss., p.a.;
Fluka), hydrazinium hydroxide (for synthesis; Merck), 32%
ammonium solution (extra pure; Merck), methanol (for analy-
sis; ReactoLab C.A.), 2-methyl-3-butyn-2-ol (purum, �99%;
Fluka), and hydrogen (�99.99% purity; Carbagas, Switzerland)
were used as received. AOT (sodium di-2-ethylhexylsulfo-
succinate, or docusate sodium salt, purum, �96%; Fluka) was
vacuum-dried for 24 h at 333 K directly before use. All glass-
ware was air-dried at 393 K. Demineralized bidistilled water
was used throughout this work. Pd black (Aldrich) was reduced
at 573 K for 3 h immediately before use.

2.2. Pd nanoparticles: preparation and characterization

A general scheme for preparation of metal nanoparticles for
size-effect studies is presented in Fig. 2. Pd nanoparticles were
synthesized in reverse ME of water/AOT/isooctane at different
water-to-surfactant ratios (3, 4, 5, and 7) as described previ-
ously [49]. The aqueous solution of PdCl2(NH3)4 (0.05 M) was
used as a metal precursor (pH 9, adjusted with ammonia), and
the solution of hydrazine hydrate (3 M) as a reducing agent,
giving a hydrazine-to-Pd molar ratio of 60 to ensure precursor
reduction. The reverse ME containing metal precursor or reduc-
ing agent was prepared by injecting the required amounts of the
corresponding aqueous solution into an isooctane solution of
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Fig. 2. Scheme of nanoparticles preparation for catalytic application.

AOT (0.35 M) and then mixing for a few minutes for the prepa-
ration of Pd nanoparticles. As an example, for the preparation
of nanoparticle-containing MEs with a water-to-surfactant ratio
of 7, 15.45 g AOT, total isooctane volume of 0.1 L, 2.2 mL of
aqueous Pd precursor, and 2.2 mL of reductant were used.

After 1 h of reduction at room temperature, isooctane was
evaporated in a rotary evaporator at 323 K, and the nanopar-
ticles were purified from an excess of surfactant by addition
of methanol followed by centrifugation (3 × 30 mL). Precip-
itated Pd nanoparticles after centrifugation were immediately
redispersed under ultrasound in the substrate (MBY) for the
hydrogenation reaction and used in catalytic runs. Pd colloids
remained stable for at least 1 month without any special precau-
tions.

The Pd content in the colloidal solution was determined after
it was mixed with hot nitric acid by atomic absorption spec-
troscopy (AAS) at 247.6 nm via a Shimadzu AA-6650 spec-
trometer with an air–acetylene flame. Pd particle sizes in MBY
were determined by high-resolution transmission electron mi-
croscopy (HRTEM) using a Philips CM-300 FEG instrument at
300 kV. The sample for TEM analysis was prepared by placing
a drop of the suspension onto the carbon film on the copper grid
and evaporating it in air at room temperature. For each sample,
more than 150 particles from different parts of the grid were
used to determine the particle size and particle size distribution.

XRD analysis was carried out in a Siemens D 500 diffrac-
tometer using CuKα radiation. The spectra were recorded at
10 s/step, 2θ step size of 0.02◦ in a 2θ range of 35◦–70◦. The
sample was prepared by the incipient wetness impregnation of
Al2O3 with Pd colloids in 2-methyl-3-butyn-2-ol synthesized
at a water-to-surfactant ratio of 7 and dried in vacuo at 333 K
overnight.

To determine a degree of purification of Pd nanoparticles
from the ME constituents, isolated nanoparticles were dried
in vacuo at 333 K overnight. Pd content in the obtained pow-
der was determined by AAS after dissolution in nitric acid. To
examine a surface composition, energy-dispersive X-ray analy-
sis (EDX) of the isolated nanoparticles was performed using
a Philips CM-300 FEG instrument at 300 kV. The quantitative
surface composition was controlled by XPS using an Axis Ultra
ESCA system (Kratos, Manchester) with monochromated Al-
Kα radiation (1486.6 eV) and an X-ray power of 150 W. The
binding energy scale was referenced against a C 1s = 285.0 eV
line.

Metal dispersion of Pd black was measured by pulse adsorp-
tion of CO (3% CO in He) performed at 323 K in a Micromerit-
ics AutoChem 2910. The sample was prereduced at 573 K in a
flow of H2. A stoichiometry of CO/Pd = 0.6 and a Pd surface
density of 1.2 × 1019 atoms/m2 was used for calculations.

2.3. Hydrogenation experiments

Hydrogenations were carried out in a batch stainless steel
reactor (250 mL autoclave, Buchi AG, Uster, Switzerland)
equipped with a heating jacket, hydrogen supply system, and
8-blade disk turbine impeller. At the working temperature, the
reactor was filled with the reaction mixture and the catalyst,
flushed with N2, and stirred for 10 min to equalize the temper-
ature. Then the reactor was flushed with hydrogen and pressur-
ized. The pressure in the reactor was kept constant during the
course of the reaction.

The experiments were carried out at 333 K and 0.28 MPa
pressure under intensive stirring at 2000 rpm. A 0.2-L (172.2 g)
sample of 2-methyl-3-butyn-2-ol and a 1.44-mg sample of Pd
were used, for a substrate-to-Pd molar ratio of 150,000. For Pd
black, 30 mg of catalyst was used to give a reasonable reaction
rate.

The samples were periodically withdrawn from the reac-
tor and analyzed by gas chromatography (GC) using a Perkin
Elmer Auto System XL equipped with a 30-m Stabilwax
(Crossbond Carbowax-PEG, Restek) 0.32-mm capillary col-
umn with a 0.25-µm coating. The carrier gas (He) pressure was
0.1 MPa. Injector and flame ionization detector temperatures
were 473 K and 523 K, respectively. The oven temperature
was maintained at 323 K for 4 min, then increased to 473 K
at a ramp rate of 30 K/min. The GC analysis conditions also
allowed detection of the dimerized byproducts formed during
the reaction. The yield of the reaction mixture components Yi

(where i represents MBY, MBE, MBA, or dimers) was cal-
culated from the peak areas assuming similar GC response
factors. Selectivities to MBE, MBA, and dimers were defined
as Si = Yi × X−1 × 100%, where X is a MBY conversion.
Values for the initial selectivity were obtained by extrapolation
of selectivity-conversion dependence. As a measure of activ-
ity, initial TOF was used as molMBY mol−1

Pd surface atoms s−1 (if
not otherwise specified). Amount of Pd surface atoms was
calculated using the statistics for face-centered cubic (fcc)
nanoparticles of known size [7]. The values of initial activity
and selectivity were used because this is a common approach in
size-effect studies [8]. These values represent catalytic proper-
ties without the influence of catalyst deactivation.
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3. Results and discussion

3.1. Characterization of Pd nanoparticles

The parameters of the synthesized Pd nanoparticles are
summarized in Table 1. The nanoparticle size increased with
water-to-surfactant ratio, and the values were in agreement with
the values reported for Pd particles in water/AOT/isooctane
ME [49]. This indicates that no coagulation took place during
particle purification. Synthesized particles were also character-
ized by a narrow size distribution with a deviation of <25%.
Fig. 3 shows the TEM images and histograms of the particle
size distribution for Pd nanoparticles synthesized at water-to-
surfactant ratios of 3 and 7.

The crystalline phase of the synthesized particles was con-
firmed by HRTEM (see, e.g., Fig. 4 for the Pd11 sample) and
XRD, which revealed the presence of pure palladium with char-
acteristic peaks at 2θ of 40◦, 46◦, and 68◦, corresponding to
{111}, {200}, and {220} planes of an fcc lattice. An XPS spec-
trum of the Pd 3d region (Pd 3d5/2 and Pd 3d3/2) for the Pd13

Table 1
Main parameters of the synthesized Pd nanoparticles

Catalyst
designation

Water-to-surfactant
ratio (mol/mol)

Particle size and
standard deviationa (nm)

Dispersionb

(%)

Pd6 3 6.1 ± 1.0 26.1
Pd8 4 8.2 ± 2.0 20.3
Pd11 5 10.8 ± 1.4 15.2
Pd13 7 12.7 ± 1.4 13.1

a Determined by HRTEM.
b Using the statistics for fcc cubo-octahedron max-B5 crystals [7].
sample is shown in Fig. 5, along with the deconvolution results.
Metallic Pd represents 70% of total surface Pd, with the remain-
ing 30% attributed to the ionic species originated from PdO and
PdO2.

Quantitative surface composition of the isolated nanoparti-
cles, Pd13, determined by XPS is represented by O (40 wt%),
Na (23 wt%), C (19 wt%), S (15 wt%), and Pd (3 wt%). Four
first elements are attributed to the presence of the surfactant at
an S:O:Na weight ratio of 1:3:1, which is nearly the same as that
determined in the sample by XPS. EDX analysis also confirmed
the presence of AOT and absence of nitrogen and chlorine, in-
dicating that the Pd colloids were free of the metal precursor
and the reducing agent. The Pd content in the dried Pd nanopar-
ticles powder was determined by AAS to be 15 wt%, which is
the same as found by XPS taking into account a Pd dispersion of

Fig. 4. HRTEM image of a nanoparticle from Pd11 catalyst.
Fig. 3. TEM images and histograms of the particle size distribution for Pd6 (a) and Pd13 (b) catalysts.
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Fig. 5. XPS of the Pd 3d region of the isolated Pd nanoparticles (Pd13).

Fig. 6. Kinetic curves of MBY hydrogenation with Pd13 catalyst. Inset: MBE selectivity vs MBY conversion. Reaction conditions: 172.2 g MBY, 1.44 mg Pd,
333 K, 0.28 MPa, 2000 rpm.
13.1% (Table 1). Another 75 wt% is attributed to the surfactant
residuals; AOT weight content in the powder may be 235 times
lower than in the initial ME. This again correlates with XPS
and EDX results showing a ∼200-fold lower weight amount of
sulfur and oxygen than initially found. All of the findings con-
firm that >99.5 wt% of the surfactant were removed by washing
with methanol.

3.2. Catalytic hydrogenations: size effect

Typical kinetic curves of MBY hydrogenation with monodis-
persed Pd nanoparticles are presented in Fig. 6, along with
MBE selectivity versus MBY conversion. The negative ap-
parent order with respect to MBY was in agreement with the
reported data for Pd-catalyzed hydrogenation of acetylenic al-
cohols [50]. MBA appears at the very beginning of the reaction,
confirming the presence of a parallel path of the direct MBY
hydrogenation to MBA. When MBY is consumed, the rate of
dimer formation drops to zero. The same features were ob-
served for MBY hydrogenation over the Pd-Pb/CaCO3 catalyst.

The dependence of the MBY hydrogenation rate on particle
size shows that the initial TOF calculated per surface Pd atom
grows with particle size. It increased twice when the diameter
changed from 6 to 13 nm (Fig. 7). This indicates that Pd atoms
on the surface of a larger particle are more active than those
on a smaller particle, assuming that all particles take part in the
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Fig. 7. Size dependence of TOF calculated per total surface atoms number (!, left axis) and per the number of C3
9 atoms of fcc cubo-octahedron max-B5 crystal [7]

(Q, right axis) in MBY hydrogenation. Reaction conditions: see Fig. 6, for Pd black 30 mg of catalyst.

Fig. 8. Size dependence of initial Sdimers/SMBA ratio (", left axis) and SMBE (a, right axis). Reaction conditions: see Figs. 6, 7.
reaction. Further increase of Pd particle size almost does not
influence TOF. Thus, for Pd13 catalyst with a particle diameter
of 13 nm, a TOF of 30 s−1 was determined. For comparison,
palladium black with particle diameters of about 1 µm exhib-
ited a TOF of 35 s−1. However, as was shown for a number of
Pd-catalyzed structure-sensitive reactions [2,8], the dependence
of TOF on the particle size disappears when specific surface
atoms only are taken into consideration. These surface atoms
are then supposed to be the active sites. To determine the nature
of the sites responsible for MBY hydrogenation, statistics of
the surface atoms on fcc cubo-octahedron metal crystals were
used [7]. The only type of surface atoms for which the ratio
per surface atoms increases almost twice at the particle size in-
crease from 6 to 13 nm, are the atoms located on the facets
of a (111) plane of fcc cubo-octahedron max-B5 crystals and
surrounded by 9 nearest neighbors with 3 missing ones (C3
9

atoms [7]). Indeed, TOF calculation of MBY hydrogenation per
number of C3

9 atoms showed independence on the particle size
(Fig. 7). Similarly, Pd atoms located on (111) facets of fcc crys-
tals were recently shown to be the active sites of 1,3-butadiene
hydrogenation. This allowed the authors to claim the reaction
as structure-sensitive but size-independent [51]. Apparent size
dependence in 1,3-butadiene [51] and MBY hydrogenations is
explained by a change in the nanoparticle surface structure with
particle size variation.

Another point of interest in the MBY hydrogenation reac-
tion is a study of the particle size effect on selectivity. Fig. 8
shows the independence of MBE selectivity on particle size in
the range of 6–13 nm. However, byproduct distribution varies
with Pd size. The ratio of initial Sdimers/SMBA decreases twice
down to 0.4 with a particle size increase from 6 to 13 nm. The
use of larger particles (micrometer-sized Pd black) still does
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not allow elimination of the formation of dimers, giving an
Sdimers/SMBA ratio of 0.2. Again, a similar effect was found
for 1,3-butadiene hydrogenation; the more atoms that were lo-
cated on Pd(111) facets, the lower the ratio of isomerization to
the saturated products [51]. In this work we showed for the first
time that by varying the Pd particle size, it is possible to control
the formation of different byproducts during hydrogenation of
an acetylenic alcohol.

4. Conclusion

1. A simple method for preparing monodispersed metal
nanoparticles was elaborated on the basis of the reverse
ME technique. It allows recovery of the ME liquid phase
and surfactant. The obtained nanoparticles suspended in
a reaction substrate are suggested to be a useful tool in
studying size effects in various liquid-phase reactions. The
results are not influenced by the support effects and internal
mass transport.

2. Monodispersed fcc Pd nanoparticles of 6, 8, 11, and
13 nm diameter were synthesized in reverse ME of water/
AOT/isooctane, purified from isooctane and AOT, and used
as a probe for size effects in solvent-free hydrogenation of
2-methyl-3-butyn-2-ol.

3. The catalytic activity in MBY hydrogenation, expressed as
initial TOF calculated per total surface atoms, increases
with Pd particle size but remains constant if expressed in
terms of number of specific atoms (active sites) on Pd(111)
facets.

4. Particle size does not influence the selectivity to MBE but
does affect the formation of dimers and saturated byprod-
ucts; the larger the particle size, the lower the ratio of
dimers to MBA. This allows control of the formation of
different byproducts during acetylene alcohol hydrogena-
tion.

5. MBY hydrogenation is suggested to be a structure-sensitive
but size-independent reaction for Pd particle sizes of 6–
13 nm.
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