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We investigated cyanine heterojunction photovoltaic devices using carbocyanine dyes as
donors and buckminsterfullerene (C60) as acceptor. In particular, we focused on the
influence of cyanine counterions on the photovoltaic device characteristics. It was found
that counterions can be displaced in the applied electric field and give rise to important
hystereses in the current-voltage characteristics, which are related to charge injection
processes at electrode and organic heterointerfaces. Mobile counterions have also a drastic
effect on the photocurrent spectrum and are responsible for an important C60 contribution
at the organic heterojunction between cyanine and C60. If the counterion is covalently
linked to the cyanine dye, the C60 contribution in the blue spectral domain can not be
observed. C© 2005 Springer Science + Business Media, Inc.

1. Introduction
Organic photovoltaics is a promising technology for
low cost solar energy conversion, in particular when the
materials involved in device fabrication benefit from so-
lution processing. Since the discovery of ultrafast pho-
toinduced electron transfer from conjugated polymers
to buckminsterfullerene (C60) [1] and the introduction
of the “bulk heterojunction” concept [2], the efficiency
of polymer photovoltaic devices has been improved
steadily in recent years [3–7].

The most popular material classes used in polymer
donor-acceptor heterojunction solar cells are among the
poly(para-phenylenevinylenes) [8], poly(thiophenes)
[9] and poly(fluorenes) [10] and are usually electrically
neutral compounds.

Cyanine dyes have been studied for decades for their
application in silver halide photography [11]. Several
requirements that are important to classical photog-
raphy are also crucial to organic solar cells. Partic-
ularly interesting are the high extinction coefficients,
tunable absorption spectra and the possibility to form
aggregates. Furthermore, the energy levels of the cya-
nine frontier orbitals are such that they can be used
as donors and acceptors in heterojunction photovoltaic
devices [12]. Unlike other small conjugated molecules
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used in organic photovoltaics [13–15], cyanine dyes
can be easily spin-coated from solution, which is of
considerable technological interest. Additionally, cya-
nines are cationic dyes, meaning that they are always
accompanied by negative counterions. While the effect
of counterions on the photophysical properties of cya-
nine dyes has been addressed in solution [16] and at
oxide surfaces [17], ion effects in solid organic photo-
voltaic devices have received little attention.

In this work, we have investigated counterion effects
on the photoelectrical characteristics of heterojunction
devices based on cyanine dyes and C60. For this pur-
pose, two cyanine dyes with identical chromophores
were synthesized, where one compound has a cova-
lently linked counterion, while the other owes a free
counterion.

2. Experimental
The chemical structures of the materials used in
this study are shown in Fig. 1. Poly(3,4-ethylene-
dioxythiophene) poly(styrenesulfonate) (PEDOT:PSS)
(Baytron) was supplied by Bayer and was filtered
using successive filter pore sizes of 5, 1.2 and
0.8 µm. C60 (purified) was supplied by SES Research
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Figure 1 The chemical structures of the materials used in this study.

Inc.1,1′-diethyl-3,3,3′,3′-tetramethylcarbocyanine per-
chlorate (CY-5) and 1-sulfopropyl-1′-ethyl-3,3,3′,3′-
tetramethylcarbocyanine (CY-10) were synthesized in
our laboratory based on published procedures [18, 19].

Synthesis of 2-[3-(1,3-dihydro-3,3-dimethyl-1-ethyl
-2H-indol-2-ylidene)-propenyl]-3,3-dimethyl-1-sulfo-
propyl-3H-indolium inner salt: A mixture of 1-
sulfopropyl-2,3,3-trimethyl-3H-indolium inner salt
(2.81 g, 10 mmol), 2-(1-ethyl-3,3-dimethylindolin-2-
ylidene)acetaldehyde (2.14 g, 10 mmol) and acetic
anhydride (30 mL) was heated for 1 h at 100∼110◦C.
The reaction mixture was poured into water (150 mL)
and stirred at room temperature overnight. The aqueous
solution was extracted with dichloromethane and the
dichloromethane solution was washed three times
with water. The dichloromethane solution was dried
over MgSO4 and evaporated under vacuum. Then,
the residue was purified by column chromotagraphy
(silica gel, dichloromethane/methanol 20:1) to afford
3.8 g (80%) solid.

1H-NMR (DMSO-d6, 500 MHz): δ 1.31 (t ,
3H, CH2CH3), 1.67–1.69 (d, 12H, C(CH3)2,

C(CH3)2), 2.05 (m, 2H, CH2CH2CH2 ), 2.56 (t ,
2H, CH2CH2CH2 ), 4.16 (m, 2H, CH2CH3), 4.26
(t , 2H, CH2CH2CH2 ), 6.49 (d, 1H, J = 13.43
Hz, CH CH CH ), 6.62 (d, 1H, J = 13.46 Hz,

CH CH CH ), 7.29 (t , 2H, Ar H), 7.42–7.47
(m, 3H, Ar H), 7.56 (d, 1H, J = 7.97 Hz, Ar H),
7.63 (d, 2H, J = 7.42 Hz, Ar H), 8.34 (t , 1H,

CH CH CH ). Anal. Calcd. for C28H34N2O3S: C
70.26, H 7.16, N 5.85%. Found: C 70.14, H 7.19, N
5.90%.

Synthesis of 2-[3-(1,3-dihydro-3,3-dimethyl-1-ethyl-
2H-indol-2-ylidene)-propenyl]-3,3-dimethyl-1-ethyl-
3H-indolium perchlorate: A mixture of 1-ethyl-2,3,3-
trimethyl-3H-indolium iodide (5.62 g, 20 mmol),
triethyl orthoformate (1.48 g, 10 mmol) and pyridine
(50 mL) was refluxed for 5 h. The reaction mixture
was poured into water (250 mL) and stirred at room
temperature overnight. The solid was filtered and
washed with water. The crude product was dissolved
in ethanol at reflux temperature and 4.8 g sodium
perchlorate hydrate was added. The solution was
refluxed for 0.5 h and then cooled down overnight.
The precipitated solid was recrystallized again from
ethanol to give 3.2 g (67%) solid.

1H-NMR (DMSO-d6, 500 MHz): δ 1.33 (t ,
6H, CH2CH3), 1.70 (s, 12H, C(CH3)2), 4.17
(m, 4H, CH2CH3), 6.53 (d, 2H, J = 13.45 Hz,

CH CH CH ), 7.31 (m, 2H, Ar H), 7.44–7.48

(m, 4H, Ar H), 7.65 (d , 2H, J = 7.44 Hz, Ar H),
8.36 (t , 1H, CH CH CH ). Anal. Calcd. for
C27H33ClN2O4: C 66.86, H 6.86, Cl, 7.31, N 5.78%.
Found: C 66.93, H 6.74, N 5.83%.

Cyclic voltammetry measurements were recorded on
an EG&G Versastat II potentiostat using a glassy car-
bon working electrode, a platinum counter-electrode
and an Ag/AgCl reference electrode with a reference
potential of 0.21 V vs. NHE. Concentrated dye solu-
tions in dichloromethane (Fluka, puriss. over molecu-
lar sieve) containing 0.1 M tetrabutylammonium per-
chlorate were purged with nitrogen to avoid oxygen
contamination. Typically, three cycles were performed
before acquiring the data. The redox potentials Ered
and Eox related to the lowest unoccupied molecu-
lar orbital (LUMO) and highest occupied molecular
orbital (HOMO), respectively, were determined by tak-
ing the middle value between the peaks of the oxi-
dation and reduction wave. According to the calcu-
lation by Noyes [20], the NHE potential is taken to
be −4.5 eV vs. vacuum. This leads to a potential of
−4.71 eV vs. vacuum for the reference electrode used
here. The respective frontier orbital energy levels ob-
tained for cyanine dyes CY5 and CY10 are indicated in
Fig. 2a together with the energy diagram of the devices
used in this work. The frontier orbital energy levels of
C60 and PEDOT:PSS were inferred from the literature
[21, 22].

Multilayer photovoltaic devices (see Fig. 2b) were
fabricated both by spin coating and thermal evapora-
tion procedures on indium tin oxide (ITO, AFC) glass
substrates with a sheet resistance of 30 Ohm/square.
The ITO substrates were first cleaned in ethanol, ace-
tone and soap ultrasonic bathes. Then, a 80 nm thin
PEDOT:PSS layer was spin coated onto the conduct-
ing glass substrate. The coated substrates were subse-
quently transferred to a vacuum chamber where they

Figure 2 Energy level diagram (a) and corresponding device architec-
ture (b). The HOMO and LUMO levels of cyanines CY5 and CY10 and
the other materials are also indicated in the graph.
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were heated under vacuum at 90◦C for several hours.
After the heating process the substrates were cooled to
room temperature and spin coated with a thin cyanine
layer of either CY5 or CY10. The thicknesses of CY5
and CY10 were 40 and 45 nm, respectively and were
inferred from profilometry measurements on reference
substrates using a Tencor Alpha-Step 500 profilometer.
Then the substrate was conveyed to a vacuum chamber
(base pressure <10−6 Torr) where it was kept at 35◦C
for 12 h. A 40 nm thick C60 layer was then vapor de-
posited. Finally, an aluminum top electrode was vapor
deposited through a shadow mask.

Photocurrent spectra were measured using
monochromatic light from a JY HR 460 monochroma-
tor with a tungsten halogen lamp source. The intensity
of the monochromatic light beam was measured
using a Grasby Optronics 247 calibrated radiometric
photodiode.

Current-voltage (I-V) characteristics were measured
in nitrogen atmosphere using a Keithley 236 source-
measure unit. A tungsten halogen lamp was used for
white light irradiation from the ITO side. To vary the
unfiltered irradiation intensity of 310 mW/cm2, neutral
density filters (ND1, ND2) were used.

Absorption spectra of thin film devices were mea-
sured using a Varian (Cary 50) Spectrophotometer.

3. Results and discussion
3.1. Current-voltage characteristics

in the dark
Before measuring the photovoltaic characteristics of
the devices, current-voltage curves were recorded to
exclude short circuit problems. Fig. 3 shows typical
dark current-voltage curves of heterojunction devices
described in the previous section. Interestingly, there is
a significant difference between devices using a cya-
nine layer with covalently linked counterions (Fig. 3a)
and devices using a cyanine layer with free counteri-
ons (Fig. 3b). For the latter, the current density at re-
verse bias (negative bias applied to the ITO electrode)
is much more important than the forward current den-
sity. Furthermore, clear hysteretic behavior can be ob-
served, which is less important for devices using im-
mobile counterions.

The hysteretic behavior depends on the sweep speed
of the current-voltage scan and is a clear signature of
slowly moving charges. Since the effect is only seen
for cyanine layers having free counterions, we have at-
tributed this behavior to the perchlorate counterions of
CY5. Being displaced in the applied electric field, an-
ions move towards the C60 layer, leaving positively
charged cyanine molecules at the PEDOT interface.
Similarly to an electrochemical device [23], positive
charges facilitate electron injection from PEDOT giv-
ing rise to an important current density under reverse
bias. At forward bias (positive bias applied to the ITO
electrode) there is a considerable energy barrier to be
crossed at the cyanine/C60 interface (see energy dia-
gram in Fig. 2a). The current density is therefore not
only limited by charge injection from both electrodes,
but also by charge recombination at the organic het-
erointerface. Mobile ions can also modify the organic

Figure 3 Dark current-voltage characteristics of a device based on CY10
with covalently linked counterions (a) and an analogue device based on
CY5 with free counterions (b). The phase was connected to ITO.

heterojunction barrier, which might explain the hys-
teretic behavior under forward bias.

3.2. Current-voltage under irradiation
The photocurrent obtained under illumination using a
tungsten halogen lamp is shown is Fig. 4. The device
with covalently linked counterions (Fig. 4a) has rela-
tively small short-circuit photocurrents Jsc. The short
circuit current increases linearly with irradiation inten-
sity, indicating that there is no current saturation. The
open circuit voltage Voc increases with irradiation in-
tensity and reaches up to 0.7 V at a white light intensity
of 310 mW/cm2. The fill factor FF represents the degree
of ideality of the device and is defined as

FF = (J · V )max

Voc · Jsc
(1)

where (J V )max is the maximum electrical power out-
put of the device. FF decreases from 0.28 to 0.23 when
increasing the irradiation intensity form 0.31 to 310
mW/cm2. The power conversion efficiency η is calcu-
lated as:

η(%) = FF · Voc · Jsc

Pin
× 100% (2)

where Pin is the incident light intensity. The power ef-
ficiency for devices with linked counterions is rather
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Figure 4 Current-voltage characteristics of devices based on CY10 with
covalently linked counterions (a) and devices based on CY5 with free
counterions (b). The irradiation intensities 310 mW/cm2 (squares), 31
mW/cm2(circles), 3.1 mW/cm2(up triangles) and 0.31 mW/cm2 (down
triangles) are indicated in the graph.

modest and reaches approximately 0.01%. It has to be
noted that the power efficiencies measured in this work
are based on a white light spectrum from a tungsten
halogen lamp. Since the solar spectrum has much more
weight in the ultraviolet domain than the tungsten lamp
and since our devices are more sensitive in the ultra-
violet domain, the efficiency values presented here are
just a lower estimate.

Quite differently, devices owing mobile counteri-
ons have much higher short-circuit currents (Fig. 4b).
Clearly, a saturation behavior is observed when the pho-
tocurrent density exceeds 10−4 A/cm2. Also the fill fac-
tors measured under different light intensities are rather
small, and reach 0.16 at an irradiation density of 310
mW/cm2. Devices made with cyanine films with mo-
bile counterions have power efficiencies that decrease
with increasing irradiation intensity from almost 0.09%
at 0.31 mW/cm2 to 0.02% at an irradiation intensity of
310 mW/cm2.

The reasons for the differences observed between
CY10 devices (covalently linked counterions) and CY5
devices (mobile counterions) are not very clear yet. As
we will show below, the higher photocurrent in the case
of CY5 devices is partly due to the broader spectral pho-
tosensitivity of the devices. Furthermore, mobile ions
may diffuse from one layer into the other and mod-
ify the interfacial energy barriers. Mobile ions are also
likely to screen electronic charges and could therefore
reduce electron-hole pair recombination while enhanc-
ing photocurrent generation.

3.3. Photocurrent spectrum
One of the most striking effects of counterions is man-
ifested in the spectral photocurrent response. The in-
cident photon-to-current conversion efficiency (IPCE)
is defined as the number of electrons collected in the
external circuit, divided by the number of incident pho-
tons per second and is calculated according to

IPCE(%) = 1240Jsc (µA/cm2)

λ(nm) Pin (W/m2)
(3)

where Jsc is the short-circuit photocurrent density gen-
erated by the incident monochromatic light with wave-
length λ and Pin is the incident monochromatic light
intensity. Fig. 5a shows the photocurrent spectrum of
CY10 devices (with covalently linked counterions) to-
gether with the absorption spectrum of the device ex-
cluding the aluminum electrode. The fact that the pho-
tocurrent maximum at 550 nm corresponds to a min-
imum of the absorption spectrum (antibatic behavior)
indicates that photocurrent generation takes place at the
organic interfaces between cyanine and C60. However
no current generation is observed in the blue to ultra-
violet region of the spectrum, although C60 strongly
absorbs at these wavelengths.

Very differently, CY5 based devices exhibit a strong
photocurrent response in the blue to UV region.
(Fig. 5b). In analogy to other works on C60 based
heterojunction photovoltaic devices [14], we have

Figure 5 Incident photon to current conversion efficiency (IPCE) spec-
tra at short circuit conditions of devices based on CY10 with covalently
linked counterions (a) and devices based on CY5 with free counterions
(b). For comparison, the respective absorption spectrum is also indicated
in the graph.
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attributed this contribution to C60. Certainly the en-
hanced photo current generation in the blue is respon-
sible for the higher efficiencies measured for this de-
vice. This behavior is likely due to the mobile counter
ions in CY5. At this stage, it is difficult to precisely
elucidate the effect. We believe that the displacement
of negative perchlorate ions in the built in filed are
responsible. While the electric field in the cyanine
layer would be screened, the field across the C60
layer would be enhanced and could give rise to ex-
citon dissociation. Local field effects due to the per-
chlorate ions inside the C60 layer will also have to be
considered.

4. Conclusions
We have investigated counterion effects of cyanine dyes
in heterojunction photovoltaic devices. We found that
mobile ions are beneficial to device performance. In
particular a strong contribution of C60 is observed,
which we have attributed to electric field enhancement
in the C60 layer. Mobile ions are susceptible to screen
charges in the solid film and facilitate charge separa-
tion. Ionic dyes such as cyanines could lead the way
to ion assisted photoinduced charge separation in solid
organic materials.
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