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Abstract 
This paper investigates the nonlinear creep behaviour of concrete in compression and its relationship with cracking under 
uniaxial compression (cracks developing parallel to the loading direction). A physical model explaining the nature and the 
role of linear and nonlinear creep strains is presented, together with a failure criterion for concrete under sustained loads. 
The model assumes that all nonlinear creep strains are due to concrete micro-cracking. The soundness of this assumption 
is checked against the experimental results obtained by the authors and by other researchers. The proposed model is 
shown to fit quite well the experimental results, for various load patterns and concrete ages. 
The model also proves that the affinity hypothesis between linear and nonlinear creep strains (usually taken for granted in 
the design for stress levels below 70% of concrete strength in compression) is no longer valid when concrete fails under a 
sustained load, because of the unstable growth of cracking. Concrete response in these cases is analyzed in detail and a 
simplified but realistic approach for the evaluation of the failure envelope in compression is proposed. 
 

 
1. Introduction 

The effects of high stress levels on concrete long-term 
behaviour in compression are important with reference 
not only to the delayed strains, but also to the strength of 
the material. This topic was first studied by Rüsch (1960), 
who identified two regimes in concrete subjected to a 
sustained load, the first characterized by a “failure limit” 
(when the specimen fails by concrete crushing after a 
certain period after the application of the load) and by a 
“creep limit” (below which linear and nonlinear creep 
strains develop, but concrete does not fail, see Fig. 1). 

Research on the creep limit – including the develop-
ment of nonlinear delayed strains – has continued with 
several contributions covering a number of experimental 
and modelling issues. For design purposes, the attention 
has mainly focused on how to correct the linear creep 
coefficient (valid for σc/fc < 40 %), taking advantage of 
the “affinity hypothesis” (i.e. proportionality between the 
linear and nonlinear creep coefficients, see Fig. 2), as 
shown for instance by Avram et al. (1981), and 
Fernández Ruiz et al. (2004) with satisfactory results. 
Formulae quantifying the influence of nonlinear creep 
strains and based on this approach were also adopted by 
some codes of practice (see for instance CEB MC 90). 

Concerning the failure in compression under a sus-
tained load, its origin has been associated with the de-
velopment and growth of micro-cracking (Neville, 1970), 

but it has been shown (Mazzotti and Savoia, 2003) that 
only a fraction of the total delayed strains developing 
inside the concrete is due to cracking or, in other words, 
are related to material damage. A suitable approach for 
investigating the post-peak region has been presented in 
El-Kashif and Maekawa (2004) based on a coupled 
plasticity-damage model. Such approach can also include 
cyclic-loading effects (Maekawa and El-Kashif, 2004) 

Similar conclusions on concrete strength under sus-
tained loading or under increasing loading (with various 
loading rates) have been drawn for concrete subjected to 
bending and to tension (Bažant and Gettu, 1992; Bažant 
and Li, 1997a,b). In these cases, satisfactory results have 
been obtained using models that assume linear viscoe-
lasticity for the creep in the undamaged concrete, and a 
rate-dependent formulation for crack development (van 
Zijl et al., 2001; Barpi and Valente, 2002), even in the 
postpeak phase (Barpi and Valente, 2005). 

Here, a model for studying both the creep and the 
failure limits in concrete under sustained compression is 
presented, the aim being to investigate the effects of 
micro-cracking on concrete delayed strains and failure. 
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Fig.1 Sustained-load envelope for concrete in uniaxial 
compression: creep limit and failure limit according to 
Rüsch (1960). 
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The model is checked against the results of an experi-
mental campaign carried out on plain-concrete cylinders 
at the Structural Concrete Laboratory of EPFL (Ecole 
Polytechnique Fédérale de Lausanne, Switzerland). 
Specimens size Ø×h is 160×320 mm. Reference is made 
to two different concrete ages and to various loading 
patterns. 

This research is significant with reference to both the 
ultimate and the serviceability limit states where rein-
forced and prestressed concrete structures are locally 
subjected to very large stresses. For instance, the con-
crete in contact with the ribs of bonded bars or with the 
end-plates of the tendons in prestressed concrete struc-
tures can locally be subjected to very large stresses that 
cause sizable stress redistributions in the surrounding 
(less stressed) concrete. These stress redistributions are 
favoured by the short–term development of inelastic 
strains. Understanding the behaviour of the concrete in 
these zones requires the detailed assessment of 
short-term creep strains and of their interaction with 
cracking, damage and plasticity. The proposed model not 
only fits quite well the test results obtained by the authors 
and by other researchers, but it also provides a clear 
explanation of the nature of the different components of 
the strain. It has the further advantage of being rather 
simple. 

 
2. Theoretical model 

Concrete exhibits a rheological behaviour consisting of 
delayed strains caused by different processes, whose 
origin is to be found in the microstructure of concrete. 
Conventionally, these strains are separated into shrinkage 
and creep strains, the former – shrinkage – comprising 
the strains that appear when no external loads are applied, 
and the latter – creep – comprising the delayed strains 
associated with the application of external loads (creep 
strains are defined as the difference between the total 
delayed strains and those caused by shrinkage). In spite 
of certain inconsistencies, this definition enables to 
quantify the phenomena in a simple way. For instance, in 
a concrete loaded at the age t0 the strain at any given time 
t can be written as:  
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where the creep strain can be obtained through a differ-
ence:  
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As a rule, the creep strain is expressed in the following 
way:  
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which comprises the effect of both drying and basic 
creep. 

By definition, shrinkage strains are independent of the 
stress state in the material. On the other hand, creep is 
directly related to concrete stresses and to mi-
cro-cracking. For any stress level below 0.4⋅fc, creep 
strains can be described by means of a stress-independent 
formulation of the creep coefficient: ϕlin(t,t0). Conse-
quently, creep strains are linearly related to the stresses. 
However, at higher stress levels this linearity is lost and 
the creep coefficient is no longer stress-independent (Fig. 
2). 

Various relationships have been proposed to describe 
the nonlinear effects of stresses on the creep coefficient. 
Based on the tests performed at stress levels below 70% 
of concrete compressive strength, a satisfactory fitting 
can be obtained by using the so-called affinity hypothesis. 
This hypothesis assumes that the linear and nonlinear 
creep strains are related through the actual stress ratio 
σc/fc (see Fig. 2). This hypothesis can be written as fol-
lows:  
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Fig. 2 (a) Linear and nonlinear creep strains; (b) creep coefficient for various values of the stress/strength ratio; and (c) 
plot of the affinity coefficient η (Eq. 5) for nonlinear creep, together with the test results by different authors (Fernández 
Ruiz, 2003). 
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where the “affinity coefficient” η can be given a poly-
nomial formulation, as recently proposed by the first 
author (2003) with reference to the ascending branch of 
the stress-strain curve:  
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As shown in Fig. 2c, Eq. (5) fits rather well the values 
worked out from several tests. This expression has sat-
isfactorily been used for both creep and relaxation 
problems, using an extension of the aging-coefficient 
method (Fernández Ruiz, 2003). 

Going back to the strains in the concrete, instantane-
ous plastic strains develop as a result of the loading 
process, as shown in Fig. 3, where the uniaxial 
stress-strain response of a concrete specimen mono-
tonically loaded up to A exhibits the plastic strain εcp,0. 
Thereafter shrinkage strains develop, as well as creep 
strains if the load remains constant over time (strain ∆εc, 
from A to B in figure 3). Should the specimen be further 
loaded, the point C, which is assumed to be on a “shifted” 
monotonic curve, would be reached. In B, the total strain 
consists in a number of contributions:  
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where ∆εcv is the concrete viscous strain (time-related 
strain not associated with concrete micro-cracking = 
linear-creep strain + shrinkage strain) and ∆εcp the in-
crease over time of the concrete plastic strains. The total 
strain increase (εc,B – εc,A) is:  

0
11

c
AB

cpcvc EE
σεεε ⋅⎟⎟

⎠

⎞
⎜⎜
⎝

⎛
−+∆+∆=∆  (7) 

In the following, concrete micro-cracking will be as-

sumed to be the only source of the nonlinear part of the 
creep strain. Consequently, the total strain can be written 
as follows:  
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where the nonlinear creep strain (∆εcc,nl) – representing 
the time-related inelastic strain – consists of the 
time-related plastic strain (∆εcp) plus a term 
((1/EB–1/EA)σc0) which represents the strain corre-
sponding to the damage increase caused by mi-
cro-cracking (EB < EA). 

This behaviour can be represented by means of the 
mechanical model shown in Fig. 4a, that represents a 
coupled plasticity-damage model with viscous strains 
where the damage is represented by the failure of the 
spring elements (a similar approach was followed by 
El-Kashif and Maekawa, 2004). Fig. 4b shows the re-
sponse of the various elements of the model for the pre-
viously-studied load pattern (see Fig. 3).  
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Fig. 4 Mechanical analogy: (a) mechanical model; and (b) response of the mechanical model at various loading states.
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Fig. 3 Delayed strains caused by a sustained load. 
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Concerning the development of the nonlinear creep 
strain, it has to be noted that if the inelastic strain capac-
ity of the material (∆εc,in) is reached, the concrete fails by 
crushing under a constant load (B≡C), see Fig. 5. 

 
3. Applicability of the affinity hypothesis 

The development of the nonlinear creep strains can be 
evaluated in a simple way by means of Eq. (4), if the 
affinity hypothesis is introduced:  

( ) ),()1( 00, ttt lincnlcc ϕηεε ⋅−⋅=∆   (9) 

As previously stated, this hypothesis provides good 
results for stress levels σc/fc < 0.70. However, for larger 
stress levels (when concrete crushes under a sustained 
load), the actual development of nonlinear creep strains 
over time does not agree with the affinity hypothesis, see 
Fig. 6.  

As later shown by the tests presented in this paper, 
three different phases can be identified for the nonlinear 

creep strains: (1) crack formation, (2) crack growth in a 
stable way, and (3) uncontrolled crack propagation up to 
concrete failure. In the first and second phases, the af-
finity hypothesis gives reasonable results (due to the 
convex shape of the curve –decreasing strain rate over 
time–), whereas in the third phase –unstable crack 
growth– sizable deviations from the affinity law are 
observed (due to the concave shape of the curve 
–increasing strain rate over time–). 

In order to describe the development of the actual 
strain curve over time, that represents the concrete re-
sistance to micro-cracking, the results of the tests under 
cyclic loading are helpful (since small-amplitude cycles 
are a way to force microcracking, which in turn produces 
a pseudo-plastic behaviour and damage in concrete). 
Although there are some phenomenological differences 
between both phenomena (Shah and Chandra, 1970) both 
phenomena can be treated in a unified manner as shown 
by Maekawa and El-Kashif (2004). Fig. 7a shows the 
typical cyclic response of concrete. The plastic strain 
evolution with the number of cycles (n) exhibits three 
phases as in the case of sustained loads. With reference to 
cyclic loading, the following analytical law is proposed 
to be adopted to characterize crack growth from crack 
formation to crack unstable propagation:  
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Fig. 7 Concrete response under cyclic loading: (a) typical behaviour; (b) plot of the proposed law and comparison with the 
fractile limits introduced by Pfanner et al. (2001); and (c) plots of the total strain as a function of the cycle numbers and 
comparison with the tests by Qingbin et al. (2004). 
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Fig. 5 Failure under a sustained load. 
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Fig. 6: Actual and affinity-based nonlinear creep strains.
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where ∆εc,in is the maximum allowable inelastic strain for 
a given load level. Many test data by various authors 
(Pfanner et al., 2001; Qingbin et al. 2004) have been 
successfully fitted with this equation (Figs. 7b,c). 

Equation (10) can also be used to characterize the 
development of nonlinear creep strains over time pro-
vided that the time to failure tF (Fig. 6) is known. This 
parameter can be estimated by adopting the hypothesis 
that, at failure, 1/3 of the inelastic strain due to concrete 
micro-cracking provides from the unstable crack-growth 
phase (Fig. 6). Consequently, the maximum allowable 
inelastic strain can be obtained from the nonlinear creep 
strains based on the affinity hypothesis (Eq. (9)) as fol-
lows:  
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where the value of tF is the only unknown in Eq. (11) and 
can thus be evaluated. In spite of its simplicity, this 
formulation leads to a very good fitting of the test data. 
As a result, for the cases where concrete fails in com-
pression under a sustained load, the following expression 
for the development of nonlinear creep strains over time 
is proposed:  
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whereas in the cases when concrete does not fail under a 
sustained load, Eq. (9) based on the affinity hypothesis 
should be used to evaluate the nonlinear creep strains. 

 
4. Experimental campaign 

4.1. Objectives 
This section presents the results of an experimental 
campaign performed by the authors at the Structural 
Concrete Laboratory of EPFL (Ecole Polytechnique 
Fédérale de Lausanne, Switzerland). The campaign has 
been carried out on plain-concrete, cylindrical specimens 

(size Ø×h=160×320 mm). Specimens were cast in two 
batches with the same mix design, see Table 1. A first set 
of specimens was tested 7-49 days after concreting, 
while a second set was tested eight months after con-
creting. Of course, the second set exhibited much smaller 
rheological effects. The properties of the specimens are 
summarized in Table 2. 

The tests were performed using a Schenck Hydroplus 
2500 kN, as well as two pairs of ordinary shrinkage and 
linear creep frames (Fig. 8). All tests were performed 
under controlled environmental conditions (relative hu-
midity = 60 %, temperature = 22 °C). 
 

Table 1 Composition of 1 cubic meter and results of tests on fresh concrete. 

Sand (1-4 mm) 
[kg] 

Gravel (4-8 mm) 
[kg] 

Gravel (8-16 
mm) [kg] 

Cement 
[kg] 

Water 
[kg] 

Slump test 
[mm] 

Flow table test 
[mm] 

753 604 661 325 174 20 360 
 

Table 2 Specimens, concrete age and type of 
test/concrete grade. (*) Ordinary laboratory conditions: 
∆εc/∆t ≈10-5 sec-1  

Specimen t0 [days] Type of test/Concrete grade
 24 Failure under sustained load
 27 Failure under sustained load
 35 Failure under sustained load
 36 Failure under sustained load
 28/34 Nonlinear creep + reloading 

to failure 
 45 Nonlinear creep + reloading 

to failure 
 42 Nonlinear creep + reloading 

to failure 
 43 Nonlinear creep + reloading 

to failure 
 48 Relaxation steps 
 49 Relaxation steps 
 7 Virgin curves* (fc = 22.6 

MPa) 
 26 Virgin curves* (fc = 30.2 

MPa) 
 34 Virgin curves* (fc = 34.3 

MPa) 
 44 Virgin curves* (fc = 33.7 

MPa) 
 47 Prefixed loading rate 

( 310−=δ  mm/sec) 
 245 Prefixed loading rate 

( 210−=δ  mm/sec) 
 245 Prefixed loading rate 

( 310−=δ mm/sec) 
 245 Relaxation steps 
 245 Relaxation steps 
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4.2. Nonlinear creep 
Several specimens were subjected to a sustained load up 
to failure, with stresses ranging from 0.8·fc to 0.9·fc, as 
shown in Fig. 9. Specimens ,  and  (sustained 
stress σc = 0.9⋅fc) failed rapidly. Consequently, it may be 
assumed that almost all inelastic strains were due to 
concrete micro-cracking. These specimens exhibited a 
well-developed crack pattern at the end of the loading 
process all along the specimen. Furthermore, the width of 
the longitudinal cracks increased regularly during the test 
until failure. Regarding the strain rate (Fig. 9b), the 
above-mentioned three different phases can be easily 
identified: at first a rapid strain increase (and crack de-
velopment), followed by a stable phase where the strain 
rate is approximately constant; finally on the unstable 
phase, in which both the strains in the solid concrete and 
the cracks become uncontrolled. 

Specimen  exhibited the same failure pattern, but – 
since the stress level was lower and the load was applied 
for a much longer period – linear creep strains developed 
as well. These viscous strains (evaluated on the basis of 
the results obtained by the authors on concrete specimens 
exhibiting only linear-creep strains, σc < 0.4⋅fc), are 
plotted in Fig. 9c (dashed line), where one can note that 
the curves are not proportional especially in the phase of 
unstable crack growth. Since the linear-creep strains do 
not contribute to the cracking of the specimen, the de-
velopment of these strains seems to be the reason why, 
contrary to the other specimens, the failure of specimen 

 occured outside the monotonic curve (which in this 
case is represented by specimen  ). 

Fig. 10 shows the results obtained with specimen , 
which was loaded to failure after being loaded for six 
days at the stress level σc/fc ≈ 0.60. The specimen de-
veloped appreciable nonlinear creep strains at the be-
ginning of the loading process, with an increase in the 
number and width of the cracks. However, its response 
became stable at a later stage, and no additional cracks 

(a) (b)

(c)

Fig. 8 Experimental set-ups: (a) Schenck Hydroplus with a 
capacity of 2500 kN; (b) linear-creep frames; and (c) 
shrinkage frames. 
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Fig. 9 Concrete failure under a sustained load: (a) 
stress-strain diagrams for specimens   - ; and (b,c) 
plots of the strains as a function of the time: (b) σc/fc = 
0.90, and (c) σc/fc = 0.80. 
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stress-strain curves of specimens   -   reloaded 
after a period of sustained loading; and (e) detail of the 
previous plot. 
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appeared (neither did their width significantly increase).  
Comparing the total strains with the linear-creep 

strains (obtained from some linear-creep specimens 
loaded in the same day, see the dashed line in Fig. 10c) it 
can be seen that between 2 and 6 days (onset of reload-
ing) the delayed strains of the specimen were almost 
those corresponding to linear creep. The time-related 
evolution of the affinity coefficient η can also be ob-
served in Fig. 10b, where the values are very large at the 
beginning, and then quickly decrease and stabilise. The 
expected asymptote (for time ) would be close to η = 1.3, 
if the remaining part of the nonlinear strain is neglected 
compared to the linear-creep strain, as suggested by the 
trend shown over the last days. Such value is calculated 
assuming that the linear creep coefficient at time infinite 
is ϕ(∞,28) = 2.2 (obtained by adjusting the creep ex-
pression of the MC-90 to the test results) and by intro-
ducing εc(t0) = 1 ‰ and ∆εcc,nl = 0.77 ‰ (obtained from 
Fig. 10c) into eq. (9): 
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The value η = 1.3 is in good agreement with other 
theoretical predictions based on the affinity hypothesis 
(η = 1 + 2·(σc/fc)4 = 1.25, see Eq. (5)). 

Finally, several tests were carried out with the same 
loading history as specimen  (sustained load + re-
loading), but with higher initial stress levels, in order to 
shorten the time to failure under sustained loading. These 
specimens were left to develop nonlinear creep strains 
for less than five minutes. The results shown in Figs. 

10d,e refer to three specimens, where the load was in-
creased at different phases of the nonlinear creep process, 
so as to observe the typical behaviour of Phase 1 (crack 
development, specimen ), Phase 2 (stable crack growth, 
specimen ) and Phase 3 (unstable crack propagation, 
specimen ). The results show that after the develop-
ment of some nonlinear creep strains, the specimen re-
mains capable of carrying additional loads. However, the 
previous load history is remembered and the stress in-
crease depends on the amount of inelastic strains de-
veloped during the nonlinear creep phase. Furthermore, 
during the reloading process, the stiffness is similar to 
that in the elastic domain, with the concrete still un-
damaged or only slightly damaged. However, when 
concrete is considerably cracked, nonlinear-creep strains 
develop during the reloading process and the apparent 
stiffness is smaller.  

 
4.3. Influence of the loading rate 
An analogy may be established between the effects of a 
sustained load and of the loading rate on the failure of the 
material. Loading-rate effects were studied by Rüsch 
(1960) and are currently considered by some codes (for 
instance CEB MC 90). 
Some tests have been carried by the authors, by changing 
the rate of the imposed displacement (δ) on several 
specimens. These tests were performed on the same 
concrete, but at different ages (1.5 months and 8 months, 
set 1 and set 2 in the following) and at different dis-
placement rates ( 310−∝δ mm/sec and 210−∝δ  
mm/sec). The results are shown in Fig. 11. 

Both sets exhibited a similar behaviour characterized 
by a smaller peak stress (= strength) when the loading 
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Fig. 11 Test results of the influence of the loading-rate on concrete strength: (a) set 1; (b) set 2; and (c) plot of concrete 
non-dimensional compressive strength as a function of the loading time. 
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rate was lower. This seems reasonable, since lower rates 
imply that the load is applied over a greater period of 
time, thus giving the cracks the possibility to open and to 
propagate in the same way as in pure-creep tests, up to 
the failure of the material (this is also an explanation of 
the similar behaviours of the young concrete –set 1– and 
of the older concrete –set 2–). However, the development 
of micro-cracking (which was considered in the proposed 
model to depend on the ratio σc/fc) is not as fast under an 
increasing load as in a pure creep test in which the load is 
sustained (i.e. applied at its maximum value since the 
beginning of the test). This is logical since cracks 
propagate from the beginning of the test in pure creep 
tests but not in loading rate tests. 

The results obtained with different loading rates are 
compared in Fig. 11c, along with those concerning 
nonlinear creep tests and the MC-90 loading rate for-
mulation. One should note that in the nonlinear creep 
tests a lower strength is obtained than in the corre-
sponding loading-rate tests. This confirms previous 
considerations on the development of micro-cracking. 
 
4.4. Role of cracking 
To study the development of cracking in a nonlinear 
rheological process, four specimens were subjected to 
multiple relaxation steps (i.e. unloading at constant dis-
placement between the plates of the hydraulic jack). At 
each step, the number of cracks and their width were 
recorded by measuring the crack widths at the surface of 
the specimen using a manual crack comparator. The 
results (Fig. 12) show that cracking has a sizeable in-
fluence at stress levels above 60 % of the compressive 
strength. The relaxation due to nonlinear creep is re-
markable and pseudo-plastic strains develop as cracking 
progresses, as confirmed by the investigation on the 
concrete tested at different ages (48 days and eight 

months). As already observed, the influence of concrete 
age is minimal, because nonlinear creep strains devel-
oped during the relaxation process have mainly to do 
with concrete cracking. 

 
5. Fitting of test results 

In Fig. 13, the proposed model is shown to fit rather well 
the results of the tests  – . The monotonic envelope 
(comprising both the pre- and post-peak branches) is 
obtained using the expressions detailed in Appendix 1 of 
this paper. The points on the creep limit (comprising 
linear and nonlinear creep strains) are obtained assuming 
a linear creep coefficient equal to 2.2 (see section 4.2) for 
all specimens and using eq. (5) for estimating nonlinear 
creep strains.  

The points representing failure under sustained load 
(comprising also linear and nonlinear creep strains) are 
obtained considering the available inelastic strain of the 
monotonic envelope and, as previously stated, assuming 
that failure develops when the nonlinear creep strain 
equals two thirds of the available inelastic strain. Thus, 
since the value of coefficient η is known from eq. (5), in 
light of eq. (11) the linear creep strains developed at 
failure can be estimated and consequently the total (lin-
ear + nonlinear) creep strains. 

As shown in Fig. 13, the points representing concrete 
failure are very close to the envelope consisting of two 
curves, the upper with a softening branch (failure under 
sustained load) and the lower with a single increasing 
branch (creep limit). The development of the strain over 
time –as obtained with Eq. (12)– is further compared in 
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Fig. 14 with similar results. 
For the part of the envelope related to the creep limit, 

the results shown in Fig. 15, with the reloading of 
specimen , exhibit a very satisfactory agreement be-
tween the viscous delayed strains and the strain incre-
ment obtained by shifting the monotonic curve to the 
right. This result perfectly agrees with the proposed 
theoretical model (Fig. 3). 

Furthermore, for the reloading behaviour, the model is 
also in accordance with the results presented in Figs. 
10a,d,e and 12. The reloading modulus is similar to the 
elastic modulus whenever the inelastic strains (and sub-
sequently the micro-cracking and damage of the mate-
rial) are rather small, but it decreases at large inelastic 
strains. 

The proposed model was also used to describe ex-
perimental results by Rüsch (1960). To this end, the 
affinity coefficient was evaluated by means of Eq. (5) 
and the analytical law describing the monotonic curve is 
detailed in Appendix 1. The fitting of the test results (Fig. 
16) is very good indeed. 

 
6. Parametric study 

The influence of concrete short-term strength (fc) and 
linear-creep coefficient on concrete long-term strength 
(fc*, see Fig. 17a) is investigated in this section, taking 
advantage of the proposed model. 

Concrete short-term strength is introduced with values 
ranging from 20 to 100 MPa. The corresponding 

stress-strain diagrams (Fig. 17b) are obtained by using 
the analytical laws detailed in Appendix 1 (assuming the 
same loading rate as in ordinary laboratory conditions: 
∆εc/∆t ≈10-5 sec-1). Although developed for nor-
mal-strength concrete, the proposed model is applied 
here to high-strength concrete to study the effect of brit-
tleness on concrete long-term strength (in other words, 
the behaviour of high-strength concrete is assumed to be 
similar to that of normal-strength concrete concerning 
nonlinear creep and micro-cracking). 

Two cases are studied, with the same equivalent 
thickness (e = 2Ac/u = 80 mm, where Ac is the concrete 
cross-sectional area and u its perimeter) and loading time 
(t0 = 28 days). The relative humidities are assumed to be 
95% and 60% respectively; as a result, the linear creep 
coefficients are equal to 1.3 and 2.9 respectively for a 
concrete compressive strength of 30 MPa. 

The results are compared with those by Rüsch (1960) 
and Fouré (1985) in Fig. 17c, where one should note that 
the ratio fc*/ fc is rather stable. Furthermore, the sound-
ness of the value fc*/ fc = 0.85, taken for granted in prac-
tice and adopted from the experimental results of Rüsch 
(1960), is confirmed for fc up to 30-40 MPa. It should be 
noted that this limit corresponds to average value and 
that a statistical analysis should be performed for deter-
mining the characteristic value of this limit. 

Although the model has not been developed for 
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sults of Rüsch (1960) and Fouré (1985); equivalent 
thickness 80 mm, loading time 28 days, relative humidity 
95% (curve A) and 60% (curve B). 



10 M. F. Ruiz, A. Muttoni and P. G. Gambarova / Journal of Advanced Concrete Technology Vol. 5, No. 3, 1-11, 2007 

high-strengh concrete, a good agreement was also ob-
tained with the test by Fouré for strengths up to 80 MPa. 
The fc*/ fc ratio clearly decreases in such cases, and lim-
iting its value to 0.65 or 0.70 seems very reasonable. A 
reason for the decrease of the fc*/ fc ratio with fc is found 
in the more brittle post-peak behaviour of high-strength 
concrete, which reduces the value of the inelastic strains 
(∆εc,in) that can be developed for a given stress/strength 
ratio. To limit this effect, the inelastic strain capacity of 
concrete should be increased (for instance by adding 
fibres or by introducing a confining pressure, see Fig. 18). 
In this way, the ratio fc*/ fc is increased as well.  

In any case, more investigation on high strength con-
crete behaviour at high stress levels is required to check 
the applicability of the assumed hypotheses to other 
mixes since the crack initiation and nonlinear creep strain 
development may be different to those assumed in this 
paper for other matrices. 

 
7. Conclusions 

The relationship between nonlinear-creep strains and 
cracking in concrete is investigated in this paper to de-
scribe the possible failure of the concrete under sustained 
loading. 

A physical model is proposed to describe the nonlinear 
creep strains that are assumed to have an inelastic nature 
and to be related to micro-cracking. A failure criterion is 
also proposed. According to this criterion, concrete 
crushes under a sustained load when no additional ine-
lastic strains can be developed within the material for a 
given level of the stress. 

An experimental campaign was carried out to validate 
the previous assumption on the nature of nonlinear-creep 
strains, and to check the reliability and accuracy of the 
proposed model. The relationship between nonlinear 
creep and micro-cracking was confirmed by the meas-
urements performed on the specimens subjected to a 
sustained load and to multiple-relaxation steps. 

Furthermore, the proposed failure criterion leads to a 
quite satisfactory theoretical-experimental agreement for 
various concrete ages, loading paths and load-
ing-reloading processes. 

The soundness of the affinity hypothesis between the 

linear and nonlinear creep strains (commonly adopted in 
structural design) is also the subject of this study, that 
confirms the validity of the affinity hypothesis in the 
crack-development phase and in the stabilized-crack 
phase, where the shape of the strain-time curve is convex. 
However, this hypothesis cannot be introduced in the 
phase of unstable crack-growth, where the strain-time 
curve has a concave shape. In this case, an analytical law 
based on the resistance of the material to crack propaga-
tion is proposed in order to describe the development of 
the inelastic strains over time. 

Finally, a parametric study based on the proposed 
model has shown that the long-term strength of concrete 
(currently assumed as 85% of the short-term strength) is 
likely to be unsafe for high-strength concrete. In such a 
case, the long-term strength of concrete should be de-
creased to 65-70% of the corresponding short-term 
strength, unless the inelastic strain capacity of the mate-
rial is increased by adding fibres or by introducing a 
confining pressure. 

 
Appendix 1  
The analytical stress-strain diagrams used in this paper 
have been obtained by using the following equation 
proposed by the authors:  
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Notation 
The following symbols are used in this paper: 
Ec = modulus of elasticity of concrete 
EA,B = modulus of elasticity of concrete (at A,B) 
NF = number of cycles at failure 
fc = concrete cylindrical strength in compression 
n = number of cycles 
t = time 
t0 = time at loading 
∆εc,in = maximum allowable inelastic strain for any 
 given load level 
δ = imposed displacement 
δ  = displacement rate 
εc = concrete strain 
εc,el = concrete elastic strain 
εcs = concrete shrinkage strain 

 

Plain concrete

σc

εc

Confined or fibre–reinforced concrete

Fig. 18 Increase of the inelastic strain capacity of concrete
by adding fibres or by introducing a confining pressure. 
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εcp = concrete plastic strain 
εcc = total creep strain in concrete (= linear + 
 nonlinear creep strains) 
εcc,lin = concrete linear-creep strain 
εcc,nl = concrete nonlinear creep strain 
 (time-dependent strain associated with concrete 
 micro-cracking = plastic strain + damage strain) 
εcv = concrete viscous strains (time-dependent 
 strain not associated with concrete mi
 cro-cracking = linear creep strains + shrinkage 
 strains) 
η = affinity coefficient 
ϕ = creep coefficient 
ϕlin = linear-creep coefficient 
σc = concrete stress 
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