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a b s t r a c t

At FOM Rijnhuizen, linear plasma generators are used to investigate plasma-material interactions under
high-density (61021 m!3), low-temperature (65 eV) plasma bombardment. Research into carbon-based
materials has been focused on chemical erosion by hydrogen plasmas. Results from plasma exposure
to high-flux (>1023 H+/m2 s) and low-temperature hydrogen plasma indicate silicon carbide has a lower
relative rate of gross erosion than other carbon-based materials (e.g. graphite, diamond, carbon-fiber
composites) by a factor of 7–10. Hydrogenic retention is the focus of research on tungsten and molybde-
num. For target temperatures of 700–1600 K, the temperature dependence of hydrogenic retention is the
dominant factor. Damage to the surface by heavy ion irradiation has shown to enhance retention by a
factor of 2.5–4.1. Thermal stressing of W via. e-beam thermal cycling also enhances hydrogenic retention
by a factor of 2.1 ± 0.2, likely due to the introduction of thermal defects, which act as trapping sites for
implanted hydrogenic isotopes.

! 2011 Elsevier B.V. All rights reserved.

1. Introduction

For next generation fusion devices such as ITER, plasma-surface
interactions (PSI) is still an area of great uncertainty. One of themain
obstacles is the difficulty in recreating the plasma conditions ex-
pected in the divertor region of a next generation fusion device.
Current tokamaks cannot re-create the high plasma fluxes expected
at thedivertor strikepoints of future fusiondevices including ITER. In
addition, diagnostic and physical access to the plasma-facing mate-
rials in tokamakdivertors is limited,makingcontrolled studiesof the
evolution of materials difficult.

The goal of the PSI group at FOM Rijnhuizen is to re-create these
plasma conditions in a laboratory setting with improved physical
and diagnostic access to the plasma and the material being tested.
Dedicated PSI experiments examine the effects of high-flux
(P1023 m!2 s!1), low electron temperature (Te < 10 eV) plasmas on

fusion relevant materials such as carbon-basedmaterials and refrac-
torymetals. A new linear plasmadevice,MAGNUM-PSI [1], will begin
regular plasmaoperationsby the endof 2009. This device can operate
in steady-statewith the use of a 3 T super-conductingmagnet, with a
plasma column diameter of 100 mm. Current research is performed
on a smaller forerunner experiment, Pilot-PSI, which is limited to
pulsed operation, a maximum magnetic field of 1.6 T and a narrow
("20mm) column width. Nevertheless, both experiments are able
to achieve high-density (ne P 1020 m!3) low temperature (Te < 5 eV)
plasma from a cascaded arc plasma source [2].

The work with the carbon-based materials mainly focuses on
determining chemical erosion yields in this high-flux plasma re-
gime. The chemical erosion of carbon-based materials has never
been measured at the high fluxes, and low electron temperatures
expected at the ITER divertor strikepoints. This represents a serious
gap in our knowledge since the divertor strikepoints are region
where carbon-based materials, specifically carbon-fiber compos-
ites (CFC), will be used in ITER. There are also a wide-range of
proposed carbon-based materials for use in ITER and future fusion
reactors and a relative comparison of gross carbon erosion for
these different materials is presented in this work.
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For refractory metals, the focus of research has been on the
hydrogenic retention of the material. Laboratory results have
established that hydrogenic retention of the refractory metals
tungsten (W) and molybdenum (Mo) is very low. However, these
laboratory experiments do not take into consideration many fac-
tors that will play a role in future fusion devices such as high
(>1023 m!2 s!1) ion fluxes, neutron irradiation and thermal stress-
ing resulting in surface cracking. For example, there are concerns
that high plasma fluxes to a material with low hydrogen solubility,
such as tungsten or molybdenum, could lead to a build up of lateral
stresses in the implantation zone, resulting in the formation of
vacancies, dislocations or even voids and surface blistering [3–5].
The linear plasma generators at FOM Rijnhuizen allow us to exam-
ine the impact of high plasma fluxes on the hydrogenic retention of
these low hydrogen solubility metals. Collaborations have also
allowed us to examine retention in a high-flux plasma with ther-
mally stressed tungsten (via. thermal cycling with an electron
gun) and heavy ion-irradiated (a proxy for neutron irradiation)
tungsten.

2. Experimental

2.1. Material

For the work with carbon, a wide range of carbon-based mate-
rials were used; fine- grain graphite (FGG), ITER-grade CFC (NB31,
NB41 and Dunlop 3-D), silicon carbide (SiC), and nanocrystalline
(NCD) and microcrystalline (MCD) diamond coatings. Targets were
typically disks with 30 mm diameter and 4 mm thickness. The
refractory metals, tungsten and molybdenum, have a minimum
purity of 99.95% by weight and were polycrystalline. These were
disks with 20 mm diameter and 1 mm thickness and were typically
exposed in the ‘‘as received’’ condition (i.e. unpolished and unan-
nealed). The reasoning behind exposing these targets in the ‘‘as re-
ceived’’ condition was to best approximate the condition of the
tungsten surfaces in a tokamak divertor during typical operations.
It is already well-established that pre-annealing and polishing tar-
gets can affect retention properties, namely that pre-annealing of
targets can reduce retention [6,7], while polishing can increase
retention [8].

2.2. Experimental methods

All experiments were performed in the linear plasma device
Pilot-PSI. For more details on Pilot-PSI we refer to [2]. The plasma
electron density (ne) and temperatures (Te) are measured with
Thomson scattering [9]. In Pilot-PSI, ne and Te follow a peaked distri-
butionacross theplasmacolumnwidth leading to apeakeddistribu-
tion in plasma flux density (see Fig. 1). Heat fluxes, and thus surface
temperatures, are determined entirely by the plasma and thus also
followapeakedprofile. Target temperatures aremeasured by amul-
ti-wavelength spectropyrometer and/or a thermocouple inserted
into the bulk of the material in combination with cooling water cal-
orimetry to determine the total power to the target. Some investiga-
tions have also used a 2-D IR camera to determine temperature
spatial profiles (see Fig. 1). Targets are mechanically attached to a
water cooled heatsink and can either be electrically grounded, float-
ing or actively biased. Due to limited magnet cooling, Pilot-PSI is a
pulsed device. However, it should be noted that the plasma source
is run in steady-state and exposures are initiated with the presence
of themagneticfield. Thus theplasma source iswell-conditionedbe-
fore any targets are exposed to plasma. It should also be noted that
time-resolved surface temperature measurements show that the
target reaches approximate thermal equilibrium within the first

1–2 s of the plasma exposure. Pulse lengths are determined bymag-
netic field strength, ranging from 120 s (B = 0.4 T) to 4 s (B = 1.6 T).

For carbon erosion studies, chemical erosion is measured with
optical emission spectroscopy with a high-resolution ("0.1 nm
FWHM) spectrometer. The erosion is directly related to the total
photon flux from the excitation band of the CH molecule (430.0–
431.5 nm), meaning a comparison of CH photon fluxes is a valid
method for comparing erosion yields of different carbon-based
materials. A consequence of this method is that it only measures
gross erosion rather than net erosion. The advantages are that it
is an in situ and non-invasive diagnostic, it can be spatially re-
solved with the proper optics system, and is performed during
the plasma exposure rather than depending on post-mortem
analysis.

For tungsten and molybdenum studies, hydrogenic retention is
measured by nuclear reaction analysis (NRA) and thermal desorp-
tion spectroscopy (TDS). The NRA exploits the d(3He,p)a reaction
to determine concentrations and depth profiles of the deuterium
content in the near-surface (<5 lm) region. NRA also allows for
analysis of local concentrations giving a 2-D mapping of the reten-
tion across the surface of the target. For TDS, the target is linearly
ramped to a temperature of 1273 K at a rate of "1 K/s while a
quadrupole mass spectrometer (QMS) monitors the mass 4 (D2)
and mass 3 (HD) signals in the residual gas. These QMS signals
are quantified into desorption rates using calibrated leaks of D2

and H2.

3. Results and discussion

3.1. Chemical erosion of carbon-based materials

One of the key open questions of chemical erosion is the yield
dependence on Te. It is not clear how quickly carbon will chemi-
cally erode in the high-density, low-temperature plasma that is

Fig. 1. (a) Typical radial distribution of incident plasma flux density in Pilot-PSI as
determined from Bohm criterion calculations using electron density (ne) and
temperature (Te) profiles from Thomson scattering data. (b) Surface temperature
profile for a W target as measured by 2-D IR camera and central temperature
confirmed with multi-wavelength pyrometer. Note that surface temperatures for
carbon targets can be quite different since this is largely determined by the thermal
contact of the re-deposited carbon on the surface.
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expected in a detached ITER divertor. With the Pilot-PSI experi-
ment, the gross erosion yields under these conditions can be mea-
sured directly. Carbon-based targets are exposed to high-density
("1020 m!3), low temperatures (0.1–2.5 eV) plasmas for short dis-
charges [10]. Hydrogen ion (H+) flux densities were on the order of
1024 m!2 s!1.

Gross erosion is known to be related to the detected photon flux
from the CH excitation band through inverse photon efficiencies
(D/XB) [11]. Measured CH photon fluxes appear constant over
the temperature range of 1.0–2.5 eV, but decrease rapidly when
Te is lower than 1.0 eV (see Fig. 2). It is not clear if this dependence
on Te is an effect of carbon recycling (i.e. erosion of re-deposited
layers), changing plasma flux densities (i.e. plasma detachment)
or is an erosion property for carbon. This is a topic for future work,
but all materials tested follow this general Te dependence. It is
important to note that all different materials, whether it be graph-
ite (FGG), carbon-fiber composites (NB31, NB41, Dunlop 3-D) or
diamond films (NCD, MCD), exposed to these conditions have very
similar erosion rates with the exception of the SiC. SiC has roughly
an order of magnitude lower CH photon flux than other carbon-
based materials, indicating a lower gross chemical erosion yield
in comparison. The FGG has approximately twice the gross erosion
rate at Te < 1 eV as compared to other species (e.g. NB31, NB41,
Dunlop 3-D, NCD, MCD). For Te > 1 eV, the erosion rate for all pure
carbon materials (i.e. all materials excluding SiC), are identical
within the error bars of the measurement.

The significantly lower CH photon flux, and thus gross erosion
rate, from the SiC is of particular interest. It is expected that the
CH photon flux will be lower from SiC since it has 50% less carbon
content than the graphite, CFC, or diamond targets. However, this
should only account for a factor of 2 difference if all else is equal.
The results in Fig. 2 show that SiC has a CH photon flux a factor
of 7–10 less than the other, pure carbon materials investigated.
A surface temperature dependence may be playing a role here
since chemical erosion at low ion energies is known to depend
on surface temperature [12,13] showing chemical erosion yields
to decrease at high temperatures. It has also been demonstrated
that the thermal conductivity of SiC can be substantially degraded
under high thermal loading [14], which could lead to a higher sur-
face temperature for the SiC targets. However, multi-wavelength
pyrometry measurements of the surface temperature of the SiC
during exposure (1100–1250 K) are in-line with pyrometry mea-
surements of the graphite targets (1200–1300 K). In addition, CFC
and diamond also have much different thermal conductivity than
graphite and yet their CH photon fluxes are quite similar. Literature
shows that total (Si and C) gross erosion of SiC is a factor of 4–5

lower than for pure carbon at low ion energies (20 eV) for temper-
atures up to 1100 K [15], which, when taking into account the fac-
tor of 2 lowering of CH photon flux from Si content in the SiC, is in
good agreement with our spectroscopic measurements. So it would
appear that the reduced gross erosion rate seen for SiC can be
attributed to a physical property of the material rather than chang-
ing experimental conditions for these exposures. This reduced
gross erosion yield strengthens the case for using SiC as divertor
plasma-facing components in future fusion devices.

The erosion and deposition of carbon also significantly changes
the surface structure and roughness of the target. In Fig. 3, scan-
ning electron microscopy (SEM) images are taken from unexposed,
eroded and deposited surfaces of a graphite target. From the
images it is clear that both erosion and deposition increase the sur-
face roughness of the target. The nature of the surface roughness is
different for erosion and deposition regions. The erosion region
have more peaked structures. These can also be seen in profilome-
try measurements of erosion ‘‘craters’’. The deposition regions
seem to have more clustered growth, with rounded structures on
the surface. This could indicate seed regions for deposition and
the structures grow out from these points or that the deposition
is mostly frommacroscopic particles or clusters of carbon that then
adhere to the target surface rather than a purely atomic deposition
process.

3.2. Hydrogenic retention in tungsten and molybdenum

To investigate the hydrogenic retention behaviour of refractory
metals under high-flux plasma bombardment, W and Mo targets
are exposed to high-density (ne,center > 1020 m!3), low-temperature
(Te,center < 3 eV) deuterium plasmas in the ‘‘as received’’ condition
(i.e. unpolished and unannealed). Targets are exposed to sequential
and identical 20 s pulses (B = 0.8 T) to the desired fluence. Approx-
imately 10–15 min between shots is required for magnet cooling.
Due to strong cooling, the targets are quenched when the plasma
is removed, ensuring all implanted species are ‘‘frozen’’ in place
(i.e. diffusion is reduced by many orders of magnitude) until the
next pulse is initiated. The concern is that the high ion flux from
these plasmas will supersaturate the low hydrogen solubility
refractory metals and create stresses in the material that are
relieved through the formation of lattice defects (i.e. vacancies, dis-
locations, etc.). The defect sites represent trap sites for implanted
hydrogen so any plasma-induced production of trap sites must
be well understood to predict hydrogenic retention behaviour in
future fusion devices.

Fig. 2. CH photon flux as a function of plasma electron temperature in the range
0.1–2.5 eV for a range of carbon-based materials.

Fig. 3. SEM images of graphite surface for unexposed surface and regions of erosion
and deposition. All images are on the same scale.
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Using 3He NRA, local concentrations of implanted deuterium
can be determined at various locations on the target surface. This
spatial resolution is a great advantage since the exposed area of
the targets (16 mm diameter) is of similar size as the confined plas-
ma column ("15 mm diameter). Since the plasma column has a
peaked distribution of plasma flux and surface temperature (see
Fig. 1) by measuring D contents at various radial locations, we
examine retention properties under different plasma flux and sur-
face temperature conditions. Using this method, Fig. 4 plots re-
tained fraction (Dretained/D

#
incident) as a function of target surface

temperature for W and Mo over a range of incident plasma flux
densities. Plotting retained fractions normalizes the data to plasma
fluence but it should be noted that previous work [8] has shown
there to be no discernable fluence dependence of retention for
these plasma conditions. TDS results presented in [8] for the W tar-
gets show a total retention a factor of "2 higher than integrated
NRA results, likely indicating that the retention extends beyond
the 3 lm probing depth of the 3He ion beam. This is not surprising
given the high temperatures of the exposure leading to high diffu-
sion rates of hydrogen in W.

Fig. 4 shows a strong temperature dependence on retention lead-
ing to exponential decay of retained fractionswith increasing target
surface temperature for Tsurf > 1000 K. For the temperature range
600–1000 K, the retained fraction appears to be fairly constant in
the order of 10!6. The different ranges of incident plasma flux den-
sity do not appear to have a strong effect on hydrogenic retention
andbothWandMo targets display very similar retentionproperties.
Since the measured retention levels in the ‘‘as received’’ tungsten
targets is very low and in agreement with literature values [16–
18], these results indicate that extrapolating low-flux laboratory
results to high flux devices is acceptable for unmodified tungsten.

However, in future fusion reactors there will be other factors
that may affect hydrogenic retention and may also be modified
by high plasma fluxes. Primarily, this is the presence of 14.1 MeV
neutrons from the deuterium–tritium fusion reaction. These ener-
getic neutrons can displace lattice atoms as they pass through the
material and this damage leads to creation of trap sites. In this
work, heavy ions are used to create these displacements due to
time and safety constraints working with neutron-irradiated mate-
rials. W targets at 300 K were irradiated with 12.3 MeVW4+ ions.
Using W ions prevents any side effects from implantation of impu-
rity species into the lattice, however, the damage is confined to the
penetration depth of the W ion ("1.5 lm for 12.3 MeVW4+ [19],
see Fig. 5a) as opposed to evenly distributed throughout the mate-
rial as one would expect with neutron irradiation. This damage

distribution can be smoothed by using multiple irradiation ener-
gies but we were also interested in tracking if the irradiation fol-
lowed the damage profile obtained from the single irradiating
energy used in this study. Peak damage levels ranging from 0.5
to 10 displacements per atom (dpa) were investigated and com-
pared to unirradiated tungsten. The targets were then exposed to
high flux deuterium plasmas in Pilot-PSI with one set of irradiated
targets exposed at low surface temperatures (Tsurf < 600 K) and one
set exposed at high surface temperatures (650 K < Tsurf < 1000 K,
see Fig. 1 for example of high surface temperature profile).

The irradiation of the targets clearly leads to an enhancement of
the hydrogenic retention. Both 3He NRA and TDS analysis show an
enhancement in retention of a factor of 2.5–4.1 compared to equiv-
alent conditions on unirradiated W targets. However, there was no
difference in retention for the different damage levels investigated
in this work. This implies the enhancement of retention due to irra-
diation saturates at damage levels of >0.5 dpa. This is very benefi-
cial for future fusion reactors where damage levels are expected to
be very high ("20 dpa/year). The irradiation introduces a high tem-
perature peak in the TDS spectra which dominates the total D
retention (Fig. 5). High temperature desorption peaks correspond
to high-energy trap sites such as voids and vacancy clusters. So it
can be inferred that irradiation of the targets leads and subsequent
plasma exposure leads to the formation of voids in the lattice. At
lower surface temperatures, the low temperature desorption peak
(corresponding to lower energy traps such as single vacancies or
dislocations) is enhanced by the retention and the high tempera-
ture desorption peak is present but a factor of 2 lower than for high
surface temperature plasma exposures. This may be due to the

Fig. 4. Retained fractions (Dretained/Dincident) as a function of surface temperature for
W and Mo targets (unirradiated) exposed in Pilot-PSI. Note these data points are
based on 3He NRA data from different spatial locations on targets exposed for 80 s.
These different spatial locations correspond to different surface temperatures and
different plasma flux densities (see Fig. 1).

Fig. 5. (a) Damage profile from irradiation with 12.3 MeVW4+ ions for 2 dpa case as
determined with TRIM [17] simulations. (b) TDS spectra for W targets irradiated
with 12.3 MeVW4+ ions to a peak damage of 2 dpa at high (Tsurf > 600 K) and low
(Tsurf < 600 K) surface temperatures during plasma exposure in Pilot-PSI. Unirradi-
ated targets are also plotted for comparison.
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implanted deuterium not having full access to these irradiation
traps due to restricted diffusivity at low target temperatures. Pre-
vious studies also indicate that diffusion can play an important role
in retention in irradiated targets [20]. Another possible explanation
is that at lower temperatures during plasma exposure, less of the
damage is transformed into high-energy traps (voids) and remains
in the single vacancy or dislocation state. This also would explain
the enhancement of the lower temperature desorption peaks. In
some high-temperature cases, desorption peaks can be seen at
temperatures below the plasma exposure surface temperature.
This seems contradictory, but is likely due to the thermal evolution
of the target after the final plasma shot. At high exposure temper-
atures, some of the low-energy trap sites will remain unfilled
despite a significant amount of solute D in the target. Once the
plasma is removed, the target is quenched by the strong cooling,
and the diffusion rate of the solute D drops many orders of magni-
tude. This makes it muchmore probable for the implanted D to set-
tle into one of the unoccupied low-energy trap sites, which are
accessible now that the target temperature has been reduced,
rather than diffuse to a surface and recombine.

Plasma-facing materials in future fusion reactors will also expe-
rience high thermal stresses both from steady-state heatloads
(630 MW/m2) and transient events such as ELMs (61 GW/m2)
[21]. These thermal stresses can lead toextensivecrackingof the sur-
face. It is unclear the impact this cracking has on hydrogenic reten-
tion properties. In this investigation, W targets were exposed to
high thermal heat loads in the JUDITH e-beam facility [22], which
resulted in cracking of the surface. Two conditions were used that
resulted in moderate cracking (Itarget = 70 mA,Dt = 5 ms, 100 shots)
and extensive cracking (Itarget = 120 mA, Dt = 5 ms, 100 shots); see
Fig. 6a. During the e-beam exposure the tungsten surface tempera-
tures reach "1000 K for the Itarget = 70 mA case and "1700 K for
the Itarget = 120 mA case. It should be noted that the these tungsten
targets had polished surfaces as opposed to other targets presented
here which were exposed in the ‘‘as received’’ condition (i.e. rough
surface). The targets with surface cracking were then exposed to
high flux deuterium plasma in Pilot-PSI as well as a reference target
with no prior thermal stressing in JUDITH.

TDS analysis is used to determine the retention properties of
these different surface conditions. From the TDS profiles it is clear
that the lower temperature desorption peaks seen on the irradiated
W targets (Fig. 5) are not present meaning the lower energy traps
have been removed from these targets (see Fig. 6b). This could be a
result of the polishingof the surface leading to the removal of a dam-
aged layer from the fabrication and machining processes.

Comparison of the TDS results reveals that the thermally-
stressed W has a total retention a factor of 2.1 ± 0.2 higher than
the unstressed W. Some or perhaps all of this difference could be
attributed to the slightly higher surface temperature during plas-
ma exposure for the unstressed W (Tsurf " 1150 K) than for the
thermally-stressed W (Tsurf " 1100 K). Although a 50 K difference
in surface temperature may not seem like a large difference, from
Fig. 4 we see this is in a region with strong temperature depen-
dence on surface temperature. It is important to note that the dif-
ference in hydrogenic retention between the moderate cracking
and extensive cracking scenarios is negligible. This indicates that
any enhancement of retention is not related to the physical mani-
festation of the thermal stressing (i.e. cracking, surface roughen-
ing) but rather through the introduction of thermal defects in the
lattice that enhance the retention.

4. Summary

The Pilot-PSI experiment has been used to successfully investi-
gate plasma-surface interactions in a new high plasma flux regime
with low electron temperatures. The two main focuses of this

research program has been the chemical erosion of carbon-based
materials and hydrogenic retention in tungsten and molybdenum.

Investigating fine grain graphite, carbon-fiber composites
(NB31, NB41, Dunlop 3D), SiC, and diamond films (nanocrystalline
and microcrystalline), the only material that had a significant dif-
ference in gross chemical erosion rate was the SiC, which had a
CH photon flux an order of magnitude smaller than all other car-
bon-based materials for Te > 0.8 eV. Pyrometry and literature indi-
cates this lower gross erosion rate of SiC is not a surface
temperature effect. The indications from this study are that the
best choice from an erosion and lifetime perspective, for a car-
bon-based material as a divertor plasma-facing component in fu-
ture fusion devices, would be SiC.

The high-flux plasmas achievable in Pilot-PSI appear to have no
significant effect on hydrogenic retention in tungsten or molybde-
num. Exposing both materials over a range of fluxes, fluences, and
surface temperatures, the dominant factor in determining the
retention properties of the material is surface temperature. Dam-
age induced by irradiation of W targets with 12.3 MeVW4+ ions
has been found to enhance hydrogenic retention by a factor of
2.5–4.1. When exposed to plasma with high surface temperature
conditions (Tsurf > 650 K), this enhancement is due to the introduc-
tion of a high-energy trap site. However at lower surface tempera-
tures (Tsurf < 600 K) during plasma exposure, this enhancement is
due to the addition of both high and low-energy trap sites, perhaps
indicating that the defects in the material caused by the irradiation
undergo further evolution during the plasma exposure, depending
on the exposure conditions. Across the damage levels examined in
this study (0.5–10 dpa) there was no change in retention, indicat-
ing a saturation of the enhancement of retention at levels

Fig. 6. (a) SEM images of W targets with ‘‘moderate’’ and ‘‘extensive’’ surface
cracking due to thermal cycling via. e-beam irradiation. (b) TDS spectra for
thermally-stressedWwith various degrees of surface cracking and exposed in Pilot-
PSI. Target with no cracking was not thermally-stressed.
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>0.5 dpa. Thermally-stressing W through rapid thermal cycling has
also demonstrated an enhancement of hydrogenic retention by a
factor of 2.1 ± 0.2. although a "50 K difference in surface tempera-
ture during plasma exposure may also be contributing to this
enhancement. However, hydrogenic retention had no apparent
dependence on the extent of cracking or surface roughening on
the tungsten. It is likely the higher retention seen in thermally-
stressed W is due to the introduction of thermal defects which
act as trap sites. This work has shown that both displacement dam-
age and thermal cycling can enhance retention in refractory metals
and that these effects must be well understood in combination
with high plasma flux, in order to accurately predict hydrogenic
retention behaviour in future fusion devices.

The materials research conducted on the Pilot-PSI linear plasma
generator in the high plasma flux regime has yielded many new
and interesting results in a new operational regime. This is encour-
aging for the development and impact of MAGNUM-PSI that will
not only enter a new regime in plasma flux, but also in plasma flu-
ence due to its steady-state operating capabilities. With the com-
missioning of MAGNUM-PSI and the continued operation of
Pilot-PSI, the materials research program at FOM Rijnhuizen will
be expanded in the future.
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