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Abstract—

Ambipolar transistors with on-line configurability to n-type 

and p-type polarity are desirable for future integrated circuits. 

Regular logic tiles have been recognized as an efficient layout 

fabric for ambipolar devices. In this work, we present a 

process/design co-optimization approach for designing logic tiles 

for double-gate silicon nanowire field effect transistors (DG-

SiNWFET) technology. A compact Verilog-A model of the 

device is extracted from TCAD simulations. Cell libraries with 

different tile configurations are mapped to study the performance 

of DG-SiNWFET technology at various technology nodes. With 

an optimal tile size comprising of 6 vertically-stacked nanowires, 

we observe 1.6x improvement in area, 2x decrease in the leakage 

power and 1.8x improvement in delay when compared to Si-

CMOS.

I. INTRODUCTION

As we advance into the era of nanotechnology, the 

semiconductor devices are scaled down to their physical and 

economic limits. In this nanometer regime, most of the devices 

exhibit ambipolar behavior. While technologists target to suppress 

the ambipolar behavior of the devices, new design methodologies 

are proposed by designers for exploiting the phenomenon of 

controllable ambipolarity [11].

An ambipolar device exhibits simultaneously n- and p-type 

characteristics. By engineering the source and drain contacts and 

by constructing independent double-gate structures, the device 

polarity can be electrostatically forced to either n- or p-type by 

polarizing one of the two gates. The in-field polarizability of a 

device enables the development of new logic architectures, which 

are intrinsically not implementable in CMOS in a compact form 

[5][11].

While such devices were demonstrated using carbon 

electronics [6], they suffer from the lack of maturity of the 

bottom-up fabrication processes. In this work, we propose the use 

of vertically-stacked silicon nanowire field effect transistors

(SiNWFETs) as they are a promising extension to the tri-gate 

FinFETs. The ambipolar behavior of the SiNWFET can be 

controlled by realizing an independent second gate, forming a 

double-gate SiNWFET (DG-SiNWFET). The presence of an 

extra gate, called the polarity Gate (PG), for each and every 

transistor, adds to the routing complexity of the basic standard 

gates. Hence, specific device organization is required to enable 

the design of novel nano-architectures based on ambipolar logic 

gates.

Regularity is one of the key features required to increase the 

yield of integrated circuits at advanced technology nodes [21], 

while keeping the routing complexity under control. Hence, 

design styles based on regular layout fabrics have the advantage 

of higher yield as they maximize the layout manufacturability. 

Various regular fabrics have been proposed throughout the 

evolution of semiconductor industry, where some recent 

approaches are discussed in [7][17][20]. On the other hand, strict 

design rules, at 22nm technology node and beyond, have led to 

cell layouts with arrays of gates with a constant gate pitch, which 

resemble a sea-of-gates layout style. 

A regular logic tile, that has an array of prefabricated transistor-

pairs grouped together, was presented as an optimal layout fabric 

for ambipolar SiNWFET [1]. A desired logic function can be 

mapped onto an array of logic tiles, called Sea-of-Tiles (SoT). 

Bobba et al. proposed SoT design methodology for finding 

efficient logic tiles for DG-SiNWFET technology. Ambipolar 

circuits designed with regular logic tiles improves the overall 

yield, and forms a fundamental building block for novel 

architectures based on ambipolar logic [22][5]. However, since a 

unique tile is replicated in the SoT approach, correct tile sizing is 

crucial for the overall circuit performances.

As a main contribution of this work, we present a 

process/design co-optimization approach for sizing the tiles with 

respect to the number of vertically-stacked Silicon Nanowires 

(SiNWs) and study the performance at the architectural level. 

Prospective performance of the SiNWFET with varying SiNW 

stacks is extracted by TCAD model of the devices and used to 

characterize various cell libraries. Benchmark circuits are mapped 

onto SoT to compare the performance (timing, leakage power and

area) of logic tiles with varying SiNWs (vertically stacked) to 

traditional CMOS at various technology nodes. When compared 

to Si-CMOS, averaged across various benchmark circuits, we 

observe 1.6x improvement in area, 2x decrease in the leakage 

power and 1.8x improvement in delay.

The remainder of this paper is organized as follows. In Section 

2, we present our DG-SiNWFET technology for realizing 

ambipolar logic gates. We characterize its expected performances 

by TCAD simulations and build a basic compact model. In 

Section 3, we introduce regular logic tiles for SiNWFETs and 

present the optimal tile for our architectural study. Section 4 

explains our design flow and the experimental setup. 

Architectural study is explained in Section 5 followed by 

conclusion in Section 6.
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II. COMPACT MODEL OF AN AMBIPOLAR DG-SINWFET

In this section, we showcase the viability of ambipolar logic 
circuits realized with DG-SiNWFETs. In order to obtain an 
efficient DG-SiNWFET, device optimization is done using 
technological computed aided design (TCAD) simulation. A 
compact Verilog-A model of the device is derived for studying the 
circuit level implications of ambipolar circuits. 

A. Technology Background

FinFET transistors are successfully replacing planar CMOS 

transistors beyond 22nm technology node [4]. Following the trend 

to one-dimensional (1-D) structures, SiNWFETs are a promising 

extension to the tri-gate FinFETs [19]. The superior performance 

of these 1-D channel devices comes from a high Ion/Ioff ratio, due 

to the gate-all-around structure, which improves the electrostatic 

control of the channel, thereby reducing the leakage current of the 

device. The advantage of SiNWFETs over other one-dimensional 

devices such as carbon nanotube transistors is that SiNWs can be 

fabricated with a top-down silicon process [10]. Moreover, 

SiNWs can be built in vertical stacks, thereby giving highly dense 

array of nanowire transistors [18]. Figure 1(a, b) illustrates a 

possible extension of a FinFET to SiNWFET device structure 

with SiNWs suspended between source and drain pillars.

In addition, SiNWFET exhibit enhanced electrostatics 

properties, such as polarity control, which are electrically 

impossible for planar- and FinFETs. Figure 1c illustrates a double 

gate (DG) SiNWFET device structure with control gate (CG) and 

polarity gate (PG). DG-SiNWFET can be built to be ambipolar, 

thereby exhibiting both n- and p- type characteristics. This SiNW 

is divided into three sections, which are in turn polarized by two 

gate-all-around gate regions. The center gate region works as in a 

conventional MOSFET, switching conduction in the device 

channel by means of a potential barrier. The side regions are 

instead polarized by a polarity gate, which controls Schottky 

barrier thicknesses at the S/D junctions and selects the majority 

carrier type, thus forcing the device to be either n- or p-type.  The 

circuit symbol of the device along with the dumbbell-stick 

diagram is shown in Fig. 1(d, e).  

B. TCAD model of the Device 

A single silicon nanowire with 45nm gate length is simulated 

using Synopsys Sentaurus. Metal gates with mid-gap work 

function are used on the HfO2 high-k dielectric layer as shown in 

Fig 2. The Schottky barrier height for electron is set to around 

0.36eV (i.e. 0.74eV for holes) in the simulation, which is 

achievable in actual process by using barrier height modulation 

technology, such as selective phase modulation of NiSi [8] or 

interfacial dielectric dipole [2]. The symmetric characteristics 

obtained from TCAD simulation are demonstrated in Fig 3. The 

device is simulated based on hydrodynamic transport and density 

gradient quantization models. Both barrier-tunneling and barrier-

lowering models are activated at source and drain terminals. VCG

and VPG are swept from 0 to +2V with fixed VDS at +2V. The 

voltage level can be further reduced by band gap engineering.

For symmetric NMOS and PMOS characteristics, Schottky 

barrier height for holes is higher than the height for electrons due 

to the barrier narrowing for holes induced by drain voltage. 

Meanwhile, the lower barrier for electrons and the narrower 

barrier for holes can also provide larger on-state current. In order 

to further improve the performance, the silicide contacts should 

locate close enough to the gate-controlled region, and spaces 

between central gate and polarity gates are helpful for reducing 

the off-state leakage. 

Figure 1. (a) FinFET providing increase in controllable channel area between 
the source and drain regions (b) Vertically-stacked SiNWFET with multiple 
parallel nanowire channels, each with Gate-All-Around (GAA) control (c)

Double-Gate SiNWFET with control and polarity gates (d) Circuit symbol of 
DG-SiNWFET (e) Dumbell-stick representation of the device.

Figure 2. The schematic of the ambipolar silicon nanowire used in TCAD 
simulation.

Figure 3. TCAD simulation: Symmetric characteristics of ambipolar SiNWFET.
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C. Verilog-A Compact Model

To enable a first-order evaluation at the circuit level, a simple 

compact model has been written in Verilog-A. The equivalent

circuit of a single wire nanowire FET (NWFET) is described in 

Fig. 4. The core of the model is based on a table model describing 

the channel resistance as a function of the polarity gate and the 

control gate. The table model has been extracted from TCAD 

simulations for VCG and VPG sweeping between 0V and +2V with 

a step of 0.1V and 0.25V respectively. Parasitic capacitances and 

resistances have been extracted from the device geometry 

presented in Fig. 4. The access resistance corresponds to the pillar 

at drain and source contacts. Capacitances extraction has been 

done assuming ideal cylindrical capacitors between the respective 

gates and the channel. Polarity gate impact is equally split to 

source and drain regions. 

This model is able to capture the basic behavior of a single 

wire transistor. In a first order, a stack of several wires might be 

seen as the parallel interconnection of several NWFETs. Then, a 

stack of wires is modeled by the parallel arrangement of single 

transistor model.

III. REGULAR LAYOUT FABRIC FOR AMBIPOLAR CIRCUITS:

SEA-OF-TILES 

Regular layout fabrics maximize the layout manufacturability 
thereby improving the overall yield of the chip. Logic tiles have 
been proposed as a basic building block for future ambipolar 
circuits [1]. The layout of each tile is engineered to minimize the 
routing overhead caused by the extra polarity gate for ambipolar-
FETs. Moreover, each tile can be configured to various basic logic 
gates. With Sea-of-Tiles (SoT) design methodology [1], a complex 
Boolean logic function can be mapped onto an array of logic tiles, 
which are uniformly spread across the chip. 

A. Logic Tiles

A logic tile is defined as an array of transistor pairs, which are 
grouped together. Figure 5a illustrates the concept of transistor 
pairing and grouping. Transistor pairing helps in aligning the 
control gates of the complementary transistors in the pull-up and 
pull-down networks, whereas with transistor grouping polarity 
gates of adjacent transistors are connected together. By grouping 
the polarity gates of the adjacent transistors we can reduce the 
number of input pins to the connected fabric, tile. A TileGn (shown 
in Fig. 5b) is an array of n transistor-pairs grouped together. All 
the polarity gates of the top/bottom transistor array are connected 
together. This is the first step towards minimizing the intra-cell 
routing congestion. 

B. Mapping of Logic gates onto Sea-of-Tiles (SoT)

Figure 6a shows an un-mapped (not configured) TileG2.
Various logic functions can be realized by connecting the nodes 
(n1-n6) and gates (g1, g2, G1 and G2) to appropriate inputs. By 
connecting the nodes and gates to appropriate signals (A, B are 
input signals; V is Vdd; G is Gnd; O is the final output signal) 
various basic logic gates can be realized. Figure 6(b,c) illustrates 
TileG2 configured to a 2-input NAND and XOR gates. Moreover, 
complex logic functions can be obtained by considering a SoT of 

TileG2.

C. Optimal Tiles

Performance of various logic tiles, TileG1, TileG2, TileG3 and
TileG1h2, have been studied for DG-SiNWFET technology [1]. 
TileG1 is the simplest tile with only one pair of transistors. Any 
Boolean function can be mapped on to an array of TileG1. The 
flexibility of building generic logic gates comes at a cost of area. 
Moreover, providing access to each and every polarity gate adds to 

Figure 6. (a) Unconfigured TileG2 (b) NAND2 gate realized with TileG2 (c) XOR2 
gate realized with TileG2.

Figure 4. Single NWFET equivalent circuit

Figure 5. (a) Transistor pairing and transistor grouping (b) TileGn.

Figure 7. Schematic and dumbell-stick representation of a 2-input XOR gate 
mapped onto two adjacent  tiles (TileG2).

Figure 8. Schematic and dumbell-stick representation of a 2-input AND gate 
mapped onto a TileG1h2.
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the intra-cell routing (Metal1 and Metal2 routing) complexity. 
TileG2 and TileG3 include two and three transistor pairs, 
respectively, grouped together. A hybrid tile TileG1h2 is a 
combination of TileG1 and TileG2, which are not connected (see Fig. 
8). This gives the flexibility of utilizing a part of a tile, when 
remained un-mapped, by functions with low utilization factor.

Figure 7 demonstrates a 2-input XOR gate mapped onto two 
adjacent tiles of TileG2. An extra tile is needed to generate the 
inverted input signals for the XOR operation. Similar 
demonstration of a 2-input AND gate mapped onto a TileG1h2 is 
shown in the Fig. 8. From the layouts of XOR2 and AND2 (Fig.7 
and Fig. 8), we can observe that the power and ground signals are 
spread all over the tiles. In order to achieve regularity in the power 
and ground signals, as in the case of regular CMOS design with 
power and ground rails, we have optimized the power distribution 
network for tiles. Fig.9 illustrates the power distribution network 
for SoT of TileG2, with 2-input NAND and XOR gates mapped 
onto two adjacent tiles.

In the previous work, with the help of technology mapping 
onto various benchmarks, we find TileG2 and TileG1h2 as an efficient 
choice when optimized for area [1]. In this work, we find the 
optimal number of vertical silicon nanowire stacks for the tiles 
TileG2 and TileG1h2.

IV. DESIGN FLOW AND EXPERIMENTAL SETUP

Our design flow for finding the optimal tile size for TileG2 and 

TileG1h2 is shown in the Fig. 10. Various cell libraries for TileG2 

and TileG1h2 were generated with a varying set of vertically 

stacked silicon nanowires (from 1 to 16). With the help of the 

TCAD model of the NWFET, we characterized the electrical 

performances of the DG-SiNWFET transistors. Based on the 

TCAD evaluation, a basic compact Verilog-A model is derived 

(see Section 2c), which is employed to characterize various cell 

libraries. Different flavors of the library were generated based on 

the number of vertically stacked nanowires to form the channel 

(from one to 6 nanowires). A set of logic cells consists of 16 

combinational logic cells such as NAND2, NAND3, NOR2, 

AOI21, … and one D flip-flop with asynchronous reset and 

preset. Characterization was performed with Encounter Library 

Characterizer tool [16].

With the generated lib file, we synthesize various benchmark 

circuits [13] using Synopsys Design Compiler [15]. We consider 

timing, leakage power and area reports to compare the 

performance of logic tiles (TileG2 and TileG1h2 with varying 

stacked SiNWs) to traditional CMOS at various technology 

nodes. CMOS counterpart libraries have been generated using 

PTM models [14]. The nominal voltages for the different 

technologies have been used, such as 1.0V for CMOS at 45nm 

node and 2.0V for NWFETs. The nominal voltage for NWFET 

can be scaled down to 1.0V by band-gap engineering of the 

device. The gate sizing respects the Nangate library [9] sizing and 

ideal scaling have been applied between the different technology 

nodes. In addition to the gate characterization, a simple ideally 

scaled model for the wire load is added to the libraries.

V. SIMULATION RESULTS

In this section, we first study the sizing of the tile for DG-

SiNWFET technology. Once the optimal size of the tile is 

determined, we look at the architectural evaluation of ambipolar 

DG-SiNWFET technology when compared to Si-CMOS.

A. Optimal Tile Sizing

We determine the optimal size of the tile by studying the 

performance of various benchmark circuits when mapped to DG-

SiNWFET and Si-CMOS technologies. Optimal tile size 

corresponds to best tradeoff with respect to area and delay when 

compared to Si-CMOS implementation. Various cell libraries are 

designed by varying the number of stacked silicon nanowires, 

which form the channel region of the SiNWFET. Figure 11 shows 

the normalized delay and area of a memory controller (mc) circuit 

mapped onto SoT with TileG2 with varying number of nanowires. 

Ni (forming the x-axis) corresponds to a tile with i silicon 

nanowires forming the channel region. We limit the maximum 

number of vertically stacked nanowires to 6, in order to maintain 

an acceptable form factor of the pillars (Source/Drain contacts in 

Fig. 1). Hence, for tiles with N1 to N6, we consider only one stack 

of nanowires. Tiles with N8, N12 and N16 are implemented with 

multiple stacks. For example, N12 corresponds to an array of (4 x

Figure 9. Layout of the power distribution network for SoT with TileG2.

Figure 9. Design flow
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3) nanowires, which refers to 3 stacks of 4 vertically stacked 

nanowires. Figure 11 uses this convention, array of nanowires, for 

different sizes of the tile. For tiles with only one nanowire (N1), 

we observe that the circuits mapped onto TileG2 has 1.4x more 

delay when compared to Si-CMOS implementation. The drive 

current increases with the increase in the number of nanowires, 

thereby reducing the delay of the circuit. However, the 

improvement in delay starts to saturate from N5. An improvement 

of only 6% is observed from N5 to N16. With N16, we achieve 

35% improvement in delay compared to Si-CMOS.

For a single stack of nanowires, the area of the design 

decreases with the increase in the number of stacked nanowires. 

From Figure 10, we can observe 15% improvement in area from 

N1 to N3. High drive strength of the tile with size N3, results in 

utilizing fewer gates (especially buffers and inverters), thereby 

decreasing the area of the circuit. However, beyond N3, for tiles 

with 1 stack, the area of the design remains constant. We observe 

increase in area when mapped onto tiles with multiple stacks, i.e. 

N8, N12 and N16. This can be accounted to the increase in the 

transistor size (doubled for N8 when compared to the transistor 

size in N4), which increases the size of the basic tile thereby 

increasing the overall area of the design.

Considering both the delay and area of the benchmark mapped 

onto a SoT of TileG2, we obtain the best performance with a tile 

size of N6 followed by N5. Similar trend has been observed for 

TileG1h2.

B. Comparision with CMOS

We study area, leakage power and delay of various 

benchmarks circuits when mapped with DG-SiNWFET and 

CMOS technologies. We choose optimal tile (TileG2 and TileG1h2)

with 6-stacked nanowires (N6 size) for DG-SiNWFET 

technology. Table I reports all the performance metrics after 

mapping with CMOS, TileG2 and TileG1h2 libraries. Though we 

observe similar delay characteristics for both the tiles, with an 

exception of wb_conmax benchmark, TileG1h2 outperforms TileG2

in leakage power and area. Figure 13 illustrates the performance 

improvement of various benchmarks when mapped onto an array 

of tile TileG1h2. Averaged across all the benchmarks we observe 

1.6x improvement in area, 2x decrease in the leakage power and 

1.8x improvement in delay. 

VI. OPPORTUNITIES

In this section we highlight the future opportunities for 

technology, design, and CAD community. 

Technology:

Fabrication of vertically-stacked SiNWFET has many 

challenges. Technologists have to take into account the variations 

in the diameter of nanowires placed on top of each other. 

Increasing the number of stacked nanowires increases variations, 

hence there is an interest to keep the number of stacked nanowires 

to a minimal number. On the other hand, increasing the number of 

Figure 13. Performance improvement of ambipolar DG-SiNWFETs with respect to 
CMOS.

TABLE I. AREA, LEAKAGE POWER, AND DELAY OF VARIOUS BENCHMARK CIRCUITS WHEN REALIZED WITH CMOS, AND OPTIMIZED TILEG2 AND TILEG1H2
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Figure 11. Optimal tile sizing for an memory controller benchmark mapped onto 
SOT with TileG2
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nanowires, improves the drive current of the SiNWFET. In this 

study, the device is optimized for performance (delay and area) 

by varying the number of stacked silicon nanowires as well as the 

transistor width. Benchmarking at the design level we show best 

performance for a vertical stack of 5 to 6 nanowires. Beyond 

which we observe minimal improvement in performance. The 

optimal tile size of 5 to 6 nanowires for the DG-SiNWFET 

provides a good starting point for technologists to realize the 

SiNWFET and also in studying the diameter variations. 

CAD tools:

In this study, we employed commercial logic synthesis tools 

during the technology-mapping phase with DG-SiNWFET 

technology. It has to be noted that ambipolar logic gates are 

efficient in implementing XOR dominated circuits. State-of-the-

art logic synthesis tools are effective for unate logic functions, as 

the Boolean function is decomposed into and-inverter-graphs

(AIG). Hence, we envisage better performance with novel logic 

synthesis tools specifically designed for XOR dominated circuits. 

This opens up new promising venue for logic synthesis tools 

targeted for ambipolar logic gates. 

Architecture:

In this paper, logic tiles have been employed to realize semi-

custom circuits over a sea-of-tiles approach. However, it is 

noteworthy that the logic tiles are inherently reconfigurable. The 

in-field configurability opens novel opportunities to build 

reconfigurable logic operators with a very limited amount of 

transistors [12]. Hence, we can envisage using the SoT fabric to 

efficiently build reconfigurable circuits such as Field 

Programmable Gate Arrays (FPGAs). However, specific 

architectural organization should be used in order to keep the 

wiring complexity minimal, such as in [3] where a matrix 

arrangement with fixed interconnection pattern was proposed. 

Such organization can also be extended to semi-custom circuits, 

with matrices of logic tiles with a reduced wiring complexity 

between the building gates.

VII. CONCLUSIONS

The SoT design approach, with regular layout fabric, is 

promising for efficient implementation of ambipolar circuits [1]. 

In this work, we evaluate the performance of regular logic tiles 

for DG-SiNWFETs. Starting from a TCAD model of DG-

SiNWFET, which exhibits p-type and n-type characteristics by 

controlling the polarity of the second gate, we perform 

process/design co-optimization to enhance the device 

performance for achieving a balanced p- and n-type behavior. We 

show that tiles TileG1h2 and TileG2, with 6 vertically stacked 

nanowires are optimal for achieving the best performance for a 

minimal area. SoT with optimal TileG1h2, outperform Si-CMOS, 

averaged across various benchmark circuits, with 1.6x 

improvement in area, 2x decrease in the leakage power and 1.8x 

improvement in delay.

ACKNOWLEDGMENTS

This research was supported by ERC-2009-AdG-246810. The 

authors would like to thank Bastien Giraud and Stefano Frache 

for their fruitful collaborations. 

REFERENCES

 [1] Bobba, S., et al., "Physical Synthesis onto Sea-of-Tiles with Double-Gate 

Silicon Nanowire Transistors," ACM/IEEE Proc. DAC, Jun. 2012.
 [1] Coss, B.E., et al., “CMOS band-edge schottky barrier heights using 

dielectric-dipole mitigated (DDM) metal/Si for source/drain contact 
resistance reduction,” Symposium on VLSI Technology 2009, pp. 104-105.

 [3] P.-E. Gaillardon, et al., "Ultra-Fine Grain FPGAs: A Granularity Study," 

IEEE/ACM Int. Symp. on Nanoscale Architectures (NanoArch), Jun. 2011.

[4] Hisamoto, D., et al., "FinFET-a self-aligned double-gate MOSFET 

scalable to 20 nm,"  IEEE Trans. Electron Devices, pp. 2320- 2325, Dec 

2000.

[5] Jamaa, M.H.B., et al., “Programmable logic circuits based on ambipolar 

cnfet,” ACM/IEEE Proc. DAC, 2008. 

[6] Lin, Y.-M., et al., “High-performance carbon nanotube field-effect 

transistor with tunable polarities,” IEEE Trans, pp. 481–489, September 

2005.

[7] Yi-Wei Lin, Malgorzata Marek-Sadowska, and Wojciech Maly. 

“Transistor-level layout of high-density regular circuits”, Proc. ISPD, 2009. 
[8] Loh, W. –Y., et al., “Selective phase modulation of NiSi using N-ion 

implantation for high performance dopant-segregated source/drain n-channel 
MOSFETs,” Symposium on VLSI Technology 2009, pp. 100-101.

[9] Open Cell Library, 45nm PDK.

[10] Ng, R., Wang, T., and Chan, M., “A new approach to fabricate vertically 

stacked single-crystalline silicon nanowires,” IEEE Proc. EDSSC, 2007. 

[11] O’Connor, I., et al., “Ultra-fine grain reconfigurability using cntfets,” 

Proc. ICECS, dec 2007.

[12] I. O'Connor, et al., "CNTFET Modeling and Reconfigurable Logic-

Circuit Design," IEEE Tran. on Circuits and Systems, vol.54, no.11, Nov. 

2007.

[13] www.opencores.org

[14] http://ptm.asu.edu

[15] “Synopsys design compiler”, 2010. 

[16] “Cadence Encounter Library Characterizer”, 2010.

 [17] Ran, Y., and Marek-Sadowska, M., “Designing via-configurable logic 

blocks for regular fabric,” IEEE Trans. VLSI, vol. 14, no. 1, pp. 1 –14, jan. 

2006.

[18] Sacchetto, D., et al., “Fabrication and Characterization of Vertically 

Stacked Gate-All-Around Si Nanowire FET Arrays,” Proc. ESSDERC, 2009. 

[19] Suk, S. D., et al., “High performance 5nm radius twin silicon nanowire 

mosfet (tsnwfet): fabrication on bulk si wafer, characteristics, and 

reliability,” IEEE Proc., IEDM, dec. 2005, pp. 717 –720.

[20] Taylor, B., and Pileggi, L., “Exact combinatorial optimization methods 

for physical design of regular logic bricks,” Proc. DAC, 2007, pp. 344–349. 

[21] Tejas, J., et al., “Maximization of layout printability/manufacturability by 

extreme layout regularity,” J. Micro/Nanolith. MEMS, 2007.

 [22] De Marchi, M., Bobba, Ben Jamaa, H., and De Micheli, G., “Synthesis 

of regular computational fabrics with ambipolar CNTFET technology”, 17th 

IEEE International Conference on Electronics, Circuits, and Systems (ICECS 

2010), Athens, Greece, 2010.

60 2012 IEEE/ACM International Symposium on Nanoscale Architectures (NANOARCH)



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Gray Gamma 2.2)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.6
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize false
  /OPM 0
  /ParseDSCComments false
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo false
  /PreserveFlatness true
  /PreserveHalftoneInfo true
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts false
  /TransferFunctionInfo /Remove
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
    /Algerian
    /Arial-Black
    /Arial-BlackItalic
    /Arial-BoldItalicMT
    /Arial-BoldMT
    /Arial-ItalicMT
    /ArialMT
    /ArialNarrow
    /ArialNarrow-Bold
    /ArialNarrow-BoldItalic
    /ArialNarrow-Italic
    /ArialUnicodeMS
    /BaskOldFace
    /Batang
    /Bauhaus93
    /BellMT
    /BellMTBold
    /BellMTItalic
    /BerlinSansFB-Bold
    /BerlinSansFBDemi-Bold
    /BerlinSansFB-Reg
    /BernardMT-Condensed
    /BodoniMTPosterCompressed
    /BookAntiqua
    /BookAntiqua-Bold
    /BookAntiqua-BoldItalic
    /BookAntiqua-Italic
    /BookmanOldStyle
    /BookmanOldStyle-Bold
    /BookmanOldStyle-BoldItalic
    /BookmanOldStyle-Italic
    /BookshelfSymbolSeven
    /BritannicBold
    /Broadway
    /BrushScriptMT
    /CalifornianFB-Bold
    /CalifornianFB-Italic
    /CalifornianFB-Reg
    /Centaur
    /Century
    /CenturyGothic
    /CenturyGothic-Bold
    /CenturyGothic-BoldItalic
    /CenturyGothic-Italic
    /CenturySchoolbook
    /CenturySchoolbook-Bold
    /CenturySchoolbook-BoldItalic
    /CenturySchoolbook-Italic
    /Chiller-Regular
    /ColonnaMT
    /ComicSansMS
    /ComicSansMS-Bold
    /CooperBlack
    /CourierNewPS-BoldItalicMT
    /CourierNewPS-BoldMT
    /CourierNewPS-ItalicMT
    /CourierNewPSMT
    /EstrangeloEdessa
    /FootlightMTLight
    /FreestyleScript-Regular
    /Garamond
    /Garamond-Bold
    /Garamond-Italic
    /Georgia
    /Georgia-Bold
    /Georgia-BoldItalic
    /Georgia-Italic
    /Haettenschweiler
    /HarlowSolid
    /Harrington
    /HighTowerText-Italic
    /HighTowerText-Reg
    /Impact
    /InformalRoman-Regular
    /Jokerman-Regular
    /JuiceITC-Regular
    /KristenITC-Regular
    /KuenstlerScript-Black
    /KuenstlerScript-Medium
    /KuenstlerScript-TwoBold
    /KunstlerScript
    /LatinWide
    /LetterGothicMT
    /LetterGothicMT-Bold
    /LetterGothicMT-BoldOblique
    /LetterGothicMT-Oblique
    /LucidaBright
    /LucidaBright-Demi
    /LucidaBright-DemiItalic
    /LucidaBright-Italic
    /LucidaCalligraphy-Italic
    /LucidaConsole
    /LucidaFax
    /LucidaFax-Demi
    /LucidaFax-DemiItalic
    /LucidaFax-Italic
    /LucidaHandwriting-Italic
    /LucidaSansUnicode
    /Magneto-Bold
    /MaturaMTScriptCapitals
    /MediciScriptLTStd
    /MicrosoftSansSerif
    /Mistral
    /Modern-Regular
    /MonotypeCorsiva
    /MS-Mincho
    /MSReferenceSansSerif
    /MSReferenceSpecialty
    /NiagaraEngraved-Reg
    /NiagaraSolid-Reg
    /NuptialScript
    /OldEnglishTextMT
    /Onyx
    /PalatinoLinotype-Bold
    /PalatinoLinotype-BoldItalic
    /PalatinoLinotype-Italic
    /PalatinoLinotype-Roman
    /Parchment-Regular
    /Playbill
    /PMingLiU
    /PoorRichard-Regular
    /Ravie
    /ShowcardGothic-Reg
    /SimSun
    /SnapITC-Regular
    /Stencil
    /SymbolMT
    /Tahoma
    /Tahoma-Bold
    /TempusSansITC
    /TimesNewRomanMT-ExtraBold
    /TimesNewRomanMTStd
    /TimesNewRomanMTStd-Bold
    /TimesNewRomanMTStd-BoldCond
    /TimesNewRomanMTStd-BoldIt
    /TimesNewRomanMTStd-Cond
    /TimesNewRomanMTStd-CondIt
    /TimesNewRomanMTStd-Italic
    /TimesNewRomanPS-BoldItalicMT
    /TimesNewRomanPS-BoldMT
    /TimesNewRomanPS-ItalicMT
    /TimesNewRomanPSMT
    /Times-Roman
    /Trebuchet-BoldItalic
    /TrebuchetMS
    /TrebuchetMS-Bold
    /TrebuchetMS-Italic
    /Verdana
    /Verdana-Bold
    /Verdana-BoldItalic
    /Verdana-Italic
    /VinerHandITC
    /Vivaldii
    /VladimirScript
    /Webdings
    /Wingdings2
    /Wingdings3
    /Wingdings-Regular
    /ZapfChanceryStd-Demi
    /ZWAdobeF
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages false
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages false
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create PDFs that match the "Recommended"  settings for PDF Specification 4.0)
  >>
>> setdistillerparams
<<
  /HWResolution [600 600]
  /PageSize [612.000 792.000]
>> setpagedevice


