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A nonlinear coefficient of 3.6–4.1 W−1 km−1 and group
velocity dispersion of −20 ps2∕km of a commercial core-
pumped thulium-doped fiber have been evaluated using
degenerate four-wave mixing at 2 μm. The anomalous
dispersion behavior of the fiber has been confirmed by
linear measurements with an all-fiber Mach–Zehnder
interferometer (MZI). Additionally, no pump-induced
dispersion changes due to excitation of Tm3� cations have
been detected. These characteristics make these fibers
attractive for pulsed fiber laser applications. A nonlinear-
polarization rotation mode-locked laser involving nonlin-
ear polarization evolution directly in the doped fiber is
demonstrated. © 2016 Optical Society of America
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Thulium-doped fiber (TDF) lasers operating in the 2 μm spec-
tral range have recently attracted significant interest for various
applications, covering spectroscopy and atmospheric CO2

monitoring, material and biological tissues processing, and tele-
communications [1–5]. TDFs and a whole range of fiber optics
components designed to operate around 2 μm have emerged
during the past years and are now widely available, simplifying
the implementation of lasers and amplifiers.

Thulium-doped fibers can be purchased off the shelf, but
some of their characteristics, namely, dispersion and nonline-
arity, are rarely studied despite their impact on many applica-
tions. 2 μm pulsed lasers have undergone tremendous advances
over the past few years, with continuous performance improve-
ments in terms of pulse duration and peak and average powers
[4]. Dispersion management of the fiber cavity enables the
generation of soliton or similariton (parabolic) pulses [6] when
a saturable absorber is included. Solid-state saturable absorbers
(SESAMs [6], graphene [7]), or Kerr-nonlinear switching
elements (nonlinear optical/amplifying loop mirrors [8]), or
combinations of both of them [9], were used to modulate cavity
losses. Particularly, nonlinear polarization rotation (NPR) is a
straightforward and easy-to-implement effect to lock the
cavity [10]. In any case, the dispersion and nonlinearity of

the various fibers used in the cavity have a direct impact on
the performance of the laser. Even though the realization of
powerful lasers (over a few watts) requires the use of double-
clad fibers for pump coupling matters, the 2 μm mode
propagates mostly in the core, the diameter of which can be
compared to that of an SMF-28 (e.g., 10 μm for Nufern
SM-TDF-10P/130-HE). It can therefore experience significant
nonlinear effects due to the high field intensity in the doped
fiber over a cavity round trip. TDF amplifiers have also become
an active topic of research in the telecommunication field since
the demonstration of long haul transmission at 2 μm in hollow-
core fibers [5]. Due to the impressive bandwidth of such am-
plifiers (roughly from 1.8 to 2.1 μm [11]), this spectral band is
seen as a potential solution to overcome the capacity limit of
fiber networks. It is therefore crucial to study the nonlinear and
dispersive properties of single core TDF, such as the standard
TmDF200 by OFS (OFS Fitel Denmark ApS).

As TmDF200 fiber features a small core diameter (evaluated
at 3.8 μm) and a high index contrast between the core and the
cladding (numerical apertureNA � 0.26), interesting behavior
in terms of dispersion and nonlinearity can be expected, and an
experimental investigation of their chromatic dispersion and
Kerr coefficient at 2 μm was performed. The experimental
study described throughout this Letter is composed of two
parts. First, degenerate four-wave mixing (FWM) among a rel-
atively powerful subwatt level continuous-wave (CW) paramet-
ric pump, a signal, and an idler, the three of them located
around 2000 nm, is investigated to quantify the nonlinear co-
efficient, the linear attenuation, and the dispersion of the TDF
at the pump wavelength. Second, a linear measurement of TDF
dispersion is performed using an all-fiber Mach–Zehnder inter-
ferometer (MZI) setup seeded with a wideband supercontin-
uum in order to confirm the sign and magnitude of the
retrieved 2 μm dispersion. Moreover, a preliminary study of
the impact of population inversion on the dispersion is also
done using the MZI. The experiments suggest that the
TDF exhibits nonlinearities 5 times larger than single-mode
fiber (SMF) and a strong anomalous dispersion. The former
is verified through a proof-of-concept demonstration of mode
locking based on nonlinear polarization rotation solely in TDF.

The setup for FWM characterization is shown in Fig. 1(a).
Two custom-made polarized CW fiber lasers are used to
generate the pump and the signal (degree of polarization better
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than 18 dB). Both consist of a unidirectional ring cavity
[12,13], in which the wavelength-selective element is either
a fiber Bragg grating (FBG) in conjunction with a circulator
(for the pump) or a tunable bandpass filter (BPF) (for the
signal). The pump laser is first amplified in a commercial
2 μm booster before being combined with the signal laser
via a 50/50 coupler. Both waves are then directed toward
the 25 m long fiber under test (FUT), where FWM along
the propagation gives rise to an idler wave. The conversion
efficiency (CE) is defined as the idler power at the fiber output
divided by signal power at the input. The BPF in the signal laser
cavity allows for its wavelength to be tuned away from the
pump, and to reconstruct the CE spectrum as a function of
pump-signal frequency detuning. Typical FWM spectra, re-
corded with an optical spectrum analyzer (OSA) after the
FUT, are displayed in Figs. 1(b) and 1(c) for parametric pump-
ing wavelengths of 1980 and 2000 nm, respectively. On the
long wavelength side of the pump, we observed strong sponta-
neous emission from the booster as well as from the FUT. The
later is due to absorption around 2 μm originating from the
3F4 →

3H6 transition. The signal was therefore deliberately
positioned on the Stokes side of the pump such that idlers
are created on the anti-Stokes side, where the reduced amplified
spontaneous emission (ASE) enables the detection of low
magnitude idlers.

Before the FWM experiments, the signal power was re-
corded at the FUT input over the whole wavelength range
for the CE reconstruction. In the presence of propagation
losses, the signal-to-idler parametric conversion in the degen-
erate FWM case can be described by [14]:

G �
����
e−αLπγP
α sin πγ

����
2

jJν�Z �0��J−ν�Z � − J−ν�Z �0��Jν�Z �j2; (1)

where L is the fiber length, γ is the nonlinear coefficient, α is
the fiber attenuation, Jν�Z � is the Bessel function of the
first kind and complex order ν � 1� iΔβL∕α, Z �L� �
2α−1�ΔβLγP exp�−αL��1∕2,ΔβL � β2�Δω�2 is the linear phase
mismatch, and Δω is the angular frequency pump-signal de-
tuning. This model assumes that the attenuation coefficients
experienced by the three waves are equal. In an active medium
with spectrally sharp absorption or emission cross sections, such

an assumption can be incorrect. However, it yields an accurate
fitting in our configuration when some precautions are taken,
as will be discussed below. The difference between the exper-
imental CE data points and its theoretical spectrum [Eq. (1)] is
then minimized using the MATLAB optimization toolbox.
The fitting parameters are γ, β2, and α. During the experimen-
tal data acquisition, the pump power was varied from 0.7 to
1.1 W, and the fittings of the CE spectra are expected to yield
the same parameter set for all input powers. The acquisition
was performed for three pumping wavelengths: 1980, 2000,
and 2008 nm. The CE spectra, as functions of the pump-signal
frequency detuning, are shown in Fig. 2, with their respective
optimal fittings in all cases. Table 1 summarizes the parameters
retrieved from the curves.

Discrepancies between experimental and theoretical fits can
be observed for small (below 0.4 THz) detuning in Fig. 2. They
originate from the nonuniform absorption in the TDF, not
taken into account in the CE model. The absorption cross sec-
tion linked to the 3F4 →

3H6 transition smoothly decreases to-
ward zero in this band [15]. In our configuration, this results in
an idler undergoing stronger linear attenuation than both the
pump and the signal when the Tm3� population is not in-
verted. Consequently, the higher the detuning, the less accurate
the model is in describing the CE, and it is impossible to obtain
a perfect fitting both for small and large frequency detuning
with the same parameter set. The fitting procedure is therefore
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Fig. 1. (a) Experimental setup for the FWM characterization of the
FUT: TDFL, thulium-doped fiber lasers; TDFA, thulium-doped fiber
amplifier; PC, polarization controller; OSA, optical spectrum analyzer;
ATT, attenuator. Superimposed spectra at the FUT output for a range
of pump-signal detuning, and pumping wavelengths of (b) 1980.4 and
(c) 2000.2 nm. OSA resolution: 0.05 nm.
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Fig. 2. CE spectra for a pump wavelength of (a) 1980, (b) 2000,
and (c) 2008 nm, and for five pump powers. Circles, experimental
data; solid lines, corresponding optimal fits, calculated using Eq. (1).

Table 1. Summary of Retrieved Parameters (Mean and
Standard Deviation Values)

λp�nm� β2�ps2 · km−1� γ�W−1 · km−1� α�dB ·m−1�
1980 −18.41� 0.38 3.87� 0.29 0.12� 0.02
2000 −18.94� 0.11 3.39� 0.43 0.10� 0.04
2008 −19.91� 0.38 3.21� 0.49 0.07� 0.03
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refined by focusing on characteristic regions of the CE spec-
trum. First, for relatively high dispersion (tens of ps2∕km, as
is the case here), the spectral position of the dips and lobes
is defined almost exclusively by the β2 coefficient. Also, the
fiber absorption coefficient α broadens the spectral dips and
reduces their depth. By applying the fitting algorithm to CE
spectra around the first dip, one can estimate β2 and α. The
remaining parameter γ is then extracted by focusing on the
CE in the proximity of the pump (small detuning) that is
the most correctly described by the analytical formula. The re-
fined parameters extracted at each pump wavelength are
presented in Table 2.

These results show that the FUT features a relatively strong
nonlinear coefficient, in the range 3.6–4.1 W−1 km−1, that al-
lows FWM to be detected in spite of a strong chromatic
dispersion, the 1 THz pump-signal detuning, and pump
powers as low as 0.7 W. Keeping in mind that γ scales with
pump frequency, the TDF is 4–5 times more nonlinear than
a standard SMF-28 at 2 μm (0.9 W−1 km−1). The TmDF200
fiber characteristics (dispersion, mode effective area) were
calculated assuming cladding refractive index of pure
SiO2, nclad � nSiO2

, and core refractive index ncore �ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
n2SiO2

�NA2
q

. The NA value is taken from fiber specifica-

tions. The core diameter of 3.8 μm is optimized to match a
mode field diameter of 5 μm at 1700 nm, provided by the
manufacturer. From these values, a nonlinear refractive index
n2 of 3.25–3.55 10−20 m2 W−1 is evaluated. Nonetheless, it
should be noted that for such high dispersion, the CE spectrum
virtually does not change if the dispersion coefficient sign is
flipped. Therefore, linear interferometric measurements are
performed to verify the anomalous dispersion, and to cross
check the quality of CE fitting.

Linear dispersion measurements are performed with an all-
fiber MZI [Fig. 3(a)]. The FUT is placed in one arm, while the
second arm includes a tunable optical delay line (ODL) and a
section of balance fiber (e.g., SMF-28e). The interferometric
measurement technique relies on the tracking of a broad central
fringe position [16]. A custom pulsed supercontinuum source
covering entirely the 1.4–2.15 μm range is used as an input
source. The FUT arm of the MZI also includes a 1.6–2 μm
wavelength-division multiplexer to enable the independent ex-
citation of the 3F4 →

3H6 transition using a 1.6 μm pump. A
variable optical attenuator (VOA) is used to equalize the powers
in both arms once the Tm3� pump is applied. The ODL time
delay τ is swept to move the central fringe wavelength over the
bandwidth of the supercontinuum source (SC) [Fig. 3(b)].

Dispersion evaluation results are summarized in Fig. 3(c)
and compared with simulated data. The interferometric
measurements confirm the anomalous dispersion behavior of
the TDF fiber, while the FWM-extracted data is in good agree-
ment with theoretical calculations. A small shift between
MZI-measured and simulated curves can be caused by a

deviation of zero-dispersion wavelength of the SMF-28e fiber
from its mean value. Therefore, the FWM experiment offers
higher precision of β2 determination, as no referencing is
needed. The other remarkable point is that the MZI experi-
ment does not reveal any significant resonant changes of
TDF dispersion between the pumped and unpumped cases
[5 and 0 W of Tm3� pump at 1600 nm, respectively;
Fig. 3(a)]. The MZI-based dispersion measurement setup
was also tested with an erbium-doped fiber (EDF), and a char-
acteristic resonant dispersion flipping was observed under
980 nm pumping (similar to a previous report [17]). The latter
experiment proves the setup capability to detect pump-induced
dispersion changes.

These initial results not only provide a quantitative charac-
terization of the fiber but also represent interesting information
that can be further leveraged. In particular, such TDF with
relatively large γ at 2 μm can be exploited as a component
for Kerr-nonlinear switching element in mode-locked fiber la-
sers (MLL). NPR-based laser configurations reported so far in-
clude considerable lengths (up to 100 m) of additional fiber
(SMF-28, SM2000) to ensure proper nonlinear polarization
evolution within the cavity, which decreases the pulse repetition
rate. Within this Letter, we report NPR MLL, where nonlinear
polarization evolution occurs mainly directly within the TDF.
The experimental setup is shown in Fig. 4(a). The laser consists
of 11.5 m of previously characterized TDF, bidirectionally core
pumped with a 1600 nm pump obtained from an amplified
tunable laser source (TLS), a polarization controller (PC),
and a polarization beam splitter (PBS), which acts as saturable

(a)

(b)

(c)

Fig. 3. (a) MZI experimental setup: SC, supercontinuum source;
WDM, wavelength-division multiplexer; VOA, variable optical at-
tenuator; ODL, optical delay line; LPPC, large-paddle polarization
controller. (b) SC spectrum, superimposed with interferograms for
selected values of τ. (c) Dispersion characterization comparison
between FWM-extracted data, and MZI-measured data for the case
of nonexcited and excited 3F4 →

3H6 Tm3� transition (0 and
5 W 1.6 μm pump, respectively).

Table 2. Final Extracted Parameters (Mean and
Standard Deviation Values)

λp�nm� β2�ps2 · km−1� γ�W−1 · km−1� α�dB ·m−1�
1980 −18.74� 0.39 4.09� 0.41 0.12� 0.02
2000 −19.81� 0.14 3.80� 0.15 0.07� 0.03
2008 −20.49� 0.36 3.57� 0.33 0.06� 0.01
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absorber on the pulsed signal with power-dependent polariza-
tion. The isolator (ISO) ensures unidirectional lasing, and the
laser output is obtained at a 10% power coupler. The total
pump power is 3 W.

The laser output is analyzed using optical and electrical spec-
trum analyzers (ESAs), and a 500 MHz real-time oscilloscope.
The results are presented in Figs. 4(b)–4(d). Once the polari-
zation in the cavity is properly aligned using the PC, the laser
provides a very stable pulse train with a pulse repetition rate of
7.19 MHz (139 ns pulse period) [Fig. 4(b)], confirmed from
the ESA. Due to the limited bandwidth of the real-time oscillo-
scope and the unavailability of a 2 μm autocorrelator, the pulse
duration could not be evaluated at this time. However, the ab-
sence of Kelly sidebands on the optical spectrum [Fig. 4(d)]
could indicate that the laser does not provide transform-limited
pulses. The large spectral bandwidth (30 nm FWHM) of the
laser emission could indicate a noisy-pulse mode-locking re-
gime, caused by large negative value of net cavity dispersion [8].

In conclusion, we have experimentally determined the non-
linear coefficient γ and the anomalous group velocity dispersion
(GVD) β2 of a core-pumped TDF by degenerate FWM at
2 μm. Small core diameter and Al2O3 − La2O3 core doping
result in values in the range 3.6–4.1 W−1 · km−1 for γ.
Studies of SiO2 fibers with La2O3 doping have demonstrated
a significant rise of the nonlinear index n2 (5.8 10−20 m2 W−1

for 10.5 mol. % of lanthanum oxide) [18]. In case of
TmDF200 fiber, the manufacturer does not disclose the
material composition, therefore a theoretical evaluation of n2
is not possible. Independent linear dispersion measurements

using an all-fiber MZI confirm the GVD of about
−20 ps2∕km. Moreover, no resonant dispersion changes were
observed when a 1.6 μm pumping was applied to the TDF
(conversely to EDFs). Such characteristics make core-pumped
TDFs attractive for mode-locked fiber laser applications. As
demonstrated, a NPR-based MLL can be built involving
nonlinear polarization evolution directly in the doped fiber.
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Fig. 4. (a) Layout of NPR-based thulium-doped mode-locked fiber
laser. Laser characterization results: (b) temporal waveform; (c) electri-
cal spectrum [resolution bandwidth (RBW) of 1 MHz], inset shows
zoom of the first frequency line with electrical signal-to-noise ratio of
70 dB (RBW of 100 kHz); (d) optical spectrum, 1 nm resolution.
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