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Nanoindentation tests were carried out on the surface of polymer nanocomposites
exhibiting either graded or homogeneous distributions of Fe3O4@silica core-shell
nanoparticles in a photocurable polymeric matrix. The results reveal a complex interplay
between graded morphology, indentation depth, and calculated modulus and hardness
values, which was elucidated through numerical simulations. First, it was experimentally
shown how for small (1µm) indentations, large increases in modulus (up to +40%) and
hardness (up to+93%) were obtained for graded composites with respect to their homo-
geneous counterparts, whereas at a larger indentation depth (20µm), the modulus and
hardness of the graded and homogeneous composites did not substantially differ from
each other and from those of the pure polymer. Then, through a material point method
approach, experimental nanoindentation tests were successfully simulated, confirming
the importance of the indentation depth and of the associated plastic zone as key
factors for amore accurate design of graded polymer nanocomposites whosemechanical
properties are able to fulfill the requirements encountered during operational life.

Keywords: nanoindentation, functionally graded material, polymer nanocomposite, hardness, Young’s modulus,
simulation, material point method

Introduction

Nanoindentation is a well-established characterization technique widely applied to metallic (Nair
et al., 2011), ceramic (Woirgard et al., 1998), and polymeric materials (Chen and Diebels, 2014).
Although challenging, the extraction of material properties by this method has been successfully
carried out for macroscopically homogeneous samples, such as polycrystalline solids (Dao et al.,
2001), amorphous solids (Rodríguez et al., 2012), and even nanocomposite structures (Penumadu
et al., 2011; Díez-Pascual et al., 2015). On the contrary, less attention has been paid to the analysis
of graded structures. Available studies were devoted to graded metal–polymer films (Nunes and
Piedade, 2013) and graded bioactive ceramic coatings (Roop Kumar andWang, 2002a,b). However,
these works lack systematic studies of the effect of the gradient morphology on the obtained
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properties, when it was made clear that the properties directly
reflect the concentration gradients of the constitutive elements
(Nardi et al., 2014a). The attractiveness of such materials derives
from their intrinsic ability to combine different and apparently
incompatible features in a single body, making them appealing
candidates for applications, such as coatings for either oxidation
(Smeacetto et al., 2002), corrosion (Alegría-Ortega et al., 2012),
or abrasion protection (Qureshi et al., 2013). Although a general
increment of the mechanical properties (e.g., hardness) is desir-
able for many applications, a more precise design of the gradient
morphology could lead to materials that perform better under
loading conditions encountered during their operational life. In
other words, the performance of graded structures synthesized
via concentration of reinforcing elements in a soft matrix [e.g.,
nanoparticles (NPs) in a polymer] is strongly affected by the
loads to which these materials are subjected, both at their final
application stage and during testing (Reshetnyak and Kübarsepp,
1997; Mann and Arya, 2002; Jeong et al., 2003; Sevim and Barlas
Eryurek, 2006).

In this work, two graded structures synthesized through the
application of an external magnetic field gradient to a suspension
of Fe3O4@SiO2-MPS core-shell NPs in a photocurable polymeric
matrix (Nardi et al., 2014b) were analyzed by means of nanoin-
dentation, alongside with their two homogeneous counterparts
and the pure polymeric matrix. The employment of core-shell
NPs was motivated by the possibility to tune the properties of
the nanocomposite depending on the characteristics of the shell,
while maintaining the magnetic properties typical of the core. In
this particular study, silica was chosen as the constituent of the
shell for its remarkable hardness [2.8GPa (Nardi et al., 2014a)]
and stiffness [20GPa (Nardi et al., 2014a)] in order to generate
considerable gradients in mechanical properties within the final
graded nanocomposite. Silica is also transparent to light con-
trary to magnetite, enabling photopolymerization of the graded
nanocomposite (Nardi et al., 2013). Moreover, the surface of the
employed core-shell NPs was functionalized with an appropri-
ate acrylated ligand (3-methacryloyloxy propyltrimethoxysilane,
MPS) that had the specific role of reducing the viscosity of the
nanosuspension and speed-up the magnetophoretic process, as
explained in a previous publication (Nardi et al., 2014a). The key
question, which is sketched in Figure 1, is whether there exist an
optimal gradient, which maximizes the hardness of the graded
composite for a given average particle volume fraction and a given
indentation load. Indentations performed on the NP-enriched
surfaces revealed how the obtained elastic moduli and hardnesses
do not always reflect the local increment of reinforcing elements,
but are strongly affected by the indentation depth. Despite the
approximations given by the utilized approach (Oliver and Pharr,
1992), experimental results have been successfully reproduced
by material point method (MPM) simulations. Unlike previous
publications that mostly deal either with the nanoindentation
of homogeneous amorphous materials (Rodríguez et al., 2012)
or with the effect of the substrate during the tests (Nunes and
Piedade, 2013), the present work clarifies the relationship between
the mechanical properties obtained by indentation and the mor-
phology of graded polymer composites, constituting a useful
tool for a smarter design of functionally graded nanocomposites

FIGURE 1 | For a given average particle volume fraction ϕϕϕ and a given
indentation load (micro and nano), which composite (homogeneous
particle fraction, H, or graded particle fraction, G) is the hardest?

showing improved performances under the loading conditions of
interest.

Experimental

Materials
Iron (III) acetyacetonate (Fe(acac)3, 99+%) and benzyl ether
(99%) were purchased from Acros. Oleylamine (Tech.70%),
polyoxyethylene(5)non-ylphenyl ether (Igepal CO-520),
3-(Methacryloyloxy)propyltrimethoxysilane (MPS, 98%),
ethanol (≥99.5%), and the epoxy embedding medium kit
were purchased from Aldrich. Cyclohexane (p.A.) was
purchased from Applichem. Ammonia solution (25% min)
and tetraethylorthosilicate (TEOS, ≥99%) were purchased from
VWR and Merck, respectively. The hyperbranched polyester
acrylated oligomer (HBP, commercial name CN2302) was
purchased from Sartomer, whereas the photo-initiator (Lucirin
TPO) was purchased from BASF.

Synthesis of Fe3O4@SiO2-MPS Nanoparticles
The synthetic procedure for MPS-functionalized Fe3O4@SiO2
NPs has been reported in previous publications (Zhichuan et al.,
2009; Nardi et al., 2014b). Briefly, Fe3O4 NPs were synthesized
dissolving Fe(acac)3 in a mixture of benzyl ether and oleylamine
(Zhichuan et al., 2009). The solution was heated to 260°C and
aged at this temperature for 1 h. After that, ethanol was added
to precipitate the nanocrystals, which were then separated by
centrifugation and dispersed in cyclohexane. In a typical synthesis
of Fe3O4@SiO2-MPS NPs, the dispersion of oleylamine-coated
Fe3O4 NPs in cyclohexane was added to cyclohexane and mixed
with Igepal CO-520. The pH was adjusted to 10 through the addi-
tion of ammonium hydroxide and the formation of a transparent
brown microemulsion was ensured with the aid of a sonicator.
Then, TEOS was added and the reaction was stirred at room
temperature for 24 h, when the desired amount of MPS was also
added. Hence, the reaction was continued for 24 additional hours.

Preparation of Nanocomposites for Indentation
As described earlier (Nardi et al., 2013), the photo-initiator was
first dissolved in theHBP in a 6wt% fraction and subsequently the
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selected amount of MPS-functionalized Fe3O4@SiO2 core-shell
NPs was added. A certain amount of as-prepared nanocompos-
ites was placed between two UV-transparent polystyrene sheets
(16mm× 16mm× 0.3mm, made by hot pressing polystyrene
beads) kept at a distance of 150µm by two plastic spacers
(16mm× 3mm× 0.15mm), which ensured a constant thickness
of the final polymer composite films. Graded composites were
synthesized placing the 150µm thick nanoparticulate films con-
taining 1 or 8 vol% of homogeneously distributed Fe3O4@SiO2-
MPSNPs under the effect of themagnetic field gradient generated
by two magnets in repulsion configuration (i.e., with the mag-
netizations opposing each other) (Nardi et al., 2014a). The poly-
merization process was then performed on the homogeneous
and graded samples irradiating them from both sides using two
identical 200W high-pressure mercury UV lamps (OmniCure
2000, Exfo, Canada). Using a calibrated radiometer (Silver Line,
CON-TROL-CURE, Germany), the measured UV-A light inten-
sity on the sample surface ensured by each lamp was around
190mW·cm−2. The films were then detached from the two
polystyrene sheets with a razor blade and glued to a metallic
support that fit the sampling slots of the nanoindenter.

Methods
The morphology of the silica-coated magnetic NPs was charac-
terized using a Philips FEI CM12 microscope at an accelerating
voltage of 120 kV. Typically, few drops of a diluted suspension
of the NPs in ethanol were deposited on carbon filmed copper
grids (200mesh, Plano GmbH). The concentration gradient was
investigated analyzing the Si content (i.e., from the SiO2 shell of
the particles) on cross-sections of composite coatings by energy-
dispersive X-ray spectroscopy in a scanning electron microscope
(FEI XLF-30 FEG) at an accelerating voltage of 13 kV and constant
working distance of 11mm and spot size of 4. The elemental
composition of the samples throughout the 150µm thickness of
the coating was obtained by data averaging over a 120µm wide
window.

Quasi-static tensile tests were performed on the pure HBP
matrix and on the nanocomposites, after curing, using a Linkam
TST 350 tensile testing machine at a temperature of 24± 0.1°C
and at a constant tensile strain rate of 3.3 10−4 s−1. The yield stress
was determined from the intersect between the tangents to the
stress–strain curves at zero strain and at failure.

Nanoindentation measurements were performed on the
particle-enriched surfaces of the samples using a Nano Indenter
XP™(MTS Nano Instruments) with a three-sided diamond
Berkovich indenter. For all tests, the indenter tip approached the
surface from a distance of 1000 nm at a rate of 10 nm/s, and the
maximum penetration depth into the sample was set either to 1
or 20µm. The possible influence of the metallic substrate was
disregarded since the maximum indentation depth of 20µm was
only 13% of the coating thickness of 150µm. A minimum of five
indentations were performed on each type of material. Hardness
and Young’s modulus were determined from the unloading part
of the test using the Oliver and Pharr’s analysis method (Oliver
and Pharr, 1992).

The numerical modeling was done using the MPM. This
particle-based method has advantages dealing with large

deformations (Sulsky et al., 1994) that might occur under the
indenter top. Furthermore, MPM works well for problems with
contact that were needed here for modeling contact forces
between the tip and the films (Bardenhagen et al., 2001; Lemiale
et al., 2010; Nairn, 2013). Figure 2 shows the geometry for an
axisymmetric model of the nanoindentation experiment. Both
axisymmetric (with a conical indenter, Figure 2B) and 3D (with a
Berkovich, three-side pyramidal indenter, Figure 2C) simulations
were performed, revealing sufficiently close results. Being faster
and having the possibility to be run at higher resolution, focus
was hence laid on axisymmetric simulations. For the best analogy
between axisymmetric and 3D, an effective cone angle was
determined by equating contact area as a function of depth
between conical and Berkovich indenters. For a Berkovich
indenter with θb = 65.3° tip angle, the equivalent cone has a tip
half-angle of θc = 70.2°(Oliver and Pharr, 1992).

The indenter was modeled as a rigid material that moved at
constant velocity up to a specified displacement (or force) and
then retracted at the same speed. The material points in the tip
of the indenter were placed on the grid to match the surface of
the indenter (see Figure 2A). The bulk material was modeled as
a large-deformation neo-Hookean solid with elastic properties E
and ν, that plastically deforms by non-linear hardening imple-
mented by J2 plasticity with hardening law (Aimene and Nairn,
2015):

σy = σy0(1+ Kε)n (1)

where σy0 is initial yield stress, ε is the strain and K and n are
dimensionless hardening parameters. For modeling of gradient
films, all properties were adjusted as a function of depth to
represent homogenized properties for filled polymer given the
filler concentration as a function of depth. The determination of
material properties is discussed in the modeling results section.
The first tasks were to select size of the modeled region (r and h
in Figure 2A), determine required particle resolution, and choose
the indenter speed. The experimental film was 150µm thick, but

FIGURE 2 | (A) Schematic view of the axisymmetric MPM model. The bulk
object has background grid of regular cells with four particles per cell. (B) A
conical indenter. (C) Tip of a Berkovich indenter.
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to save analysis time, some modeling was restricted to a smaller
region around the indenter tip. We varied r and h until we found
dimensions such that the results were insensitive to model size
(r= h= 50µm for the 1µm indents and r= h= 150µm for the
20µm indents). InMPM, the particles are placed on a background
grid of regular cells using four particles per cell (see Figure 2A).
Because MPM contact calculations are done on the grid, the size
of the grid cells can affect those calculations. The loading portion
of the indentation curves in Figure 3 for a 900 nm indentation
shows results at two different resolutions. At low resolutions (1µm
cells), the curves showed periodic ridges corresponding to grid
dimension. These ridges were significantly reduced at higher res-
olutions (0.15µm cells). All 1µm indentation calculations used
this higher resolution, which corresponded to 75 nm diameter
material points. Because of the larger total displacement for 20µm
indentations, the cell size could be larger; for these simulations,
we used 2µm cells corresponding to 1µm material points. The
indenter speed was set to minimize inertial effects such that we
could run simulations without needing artificial damping. The
unloading curves in Figure 3 show results at two different speeds.
At high speed (10m/s), the reversal of load after reaching max-
imum displacement acted as an impact event causing an abrupt
jump in the results. At low loading rates (1m/s), the results showed
only very small inertial effects. Thus, all simulations were per-
formed at 1m/s. Although this speed is much higher than actual
experiments, thematerial model used had no time dependence. In
other words, elimination of inertial effects implies that the results
when using a rate-independent material model are equivalent to
quasi-static loading.

The output of the simulation was given as total force on the
indenter, calculated in the contact algorithm, as a function of
time (or depth). On each time step, the multimaterial MPM algo-
rithm separately updates position of the rigid particles and both
momentum and position of the bulk material (Bardenhagen et al.,
2001). Moreover, for any nodes containing information from both
types of materials, the contact methods change the momentum
of the bulk material to be consistent with position of the rigid
particles (Lemiale et al., 2010; Nairn, 2013). Although various
contact laws can be implanted, in this work all simulations used

FIGURE 3 | Simulated nanoindentation curves for force as a function
of indentation depth showing the effects of MPM resolution and of
indenter loading rate.

frictionless contact. Contact force was derived by the imposed
change in momentum (per unit time) and the total force of the
indenter on the object was obtained by summing these forces
over all nodes. Using the constant loading and unloading rates,
the original force vs. time output could be converted into a force
vs. displacement output. Modulus and hardness were then deter-
mined from the simulated force vs. displacement curves by the
same nanoindentation methods described in Oliver and Pharr
(1992) to treat experimental results.

Results and Discussion

Tensile Behavior of Homogeneous
Nanocomposites
Figure 4 shows the tensile behavior of the HBP and the homoge-
neous composites with 1 and 8 vol% of particles. The polymer was
rather ductile with a yield stress equal to 26MPa and a strain at
failure of 9%. The addition of 1 vol% of particles slightly increased
the yield stress to 28MPa and the composite failed at 6% strain.
The composite with 8%vol of particles was brittle with a stress
and strain at break of 22MPa and 1.5%, respectively. The increase
in stress after yielding could be fit well using the hardening law
in Eq. 1.

Graded Nanocomposite Morphology
TEM analysis on MPS-functionalized Fe3O4@SiO2 core-shell
NPs shown in Figure 5 evidenced a log-normal particle size
distribution with a mean diameter of 23.7 nm and SD 6.2 nm.
Experimental and numerical nanoindentation tests were per-
formed on the pure HBP, on the homogeneous composites con-
taining 1 and 8 vol% Fe3O4@SiO2-MPS NPs, and on the graded
structures synthesized through the application of an external
magnetic field gradient on the above-mentioned homogeneous
particulate suspensions (Nardi et al., 2014a). The NP distribution
of the four analyzed nanocomposite materials was determined
from the cross-sectional SEM–EDX analysis of the composite
coatings showing the Si content (from the SiO2 shell) of the
analyzed materials. The results shown in Figure 6 are compared
with the indentation depths, represented by the red (1µm) and

FIGURE 4 | Tensile behavior of the HBP and the homogeneous
composites with 1 and 8 vol% of particles.
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FIGURE 5 | TEM micrograph of Fe3O4@SiO2-MPS core-shell
nanoparticles with the corresponding particle size distribution.

FIGURE 6 | Nanoparticle volume fraction as a function of the position
z along the thickness of the film for nanocomposites with average
particle concentrations of 1 vol% (A1) and 8 vol% (B1). For both
nanocomposite systems, the homogeneous case (“0 h”) and the gradient
morphology after 24 h of magnetic field application are shown. The two

vertical lines represent the two nanoindentation depths (1 and 20µm)
examined in this study. The corresponding cross-sectional SEM–EDX
spectral images showing the Si content are also reported for the
nanocomposite containing 1 vol% of nanoparticles (A2,A3) and 8 vol% of
nanoparticles (B2,B3).

the blue (20µm) lines, and demonstrate the good dispersion of
the NPs in the polymeric matrix. Notice that the lines for the
average particle concentrations are not exactly at 1 and 8 vol%
and these slight variations correspond to the experimental average
distribution of a finite volume element of the samples, deduced
from the SEM–EDX analysis.

Numerical Modeling
This section describes numerical modeling results for the prop-
erties of gradient films. First, the parameters E, σy0, K, and n
(see Eq. 1) were determined from homogeneous control films
at constant NP fraction. Although the tensile behavior of the
films (Figure 4) was accurately fitted by Eq. 1, the derived
properties did not correspond well with those found from the
nanoindentation experiments. Our hypothesis was that the effec-
tive properties under the indenter tip are different than those
from thin-film tests. Hence, the following approach made use
of Eq. 1, but determined the parameters by fits to nanoin-
dentation experiments for three different particle volume frac-
tions – 0, 1, and 8%. The fitting process used a derivative-
free optimization algorithm provided by optim function in the
R software package in order to minimize the sum-squared
cost function between load curves of the experiments and
the simulations. Optimization was performed over elasticity E,
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strain hardening exponent n, plastic modulus K, and yield stress
σy0. Due to the high-colinearity between plasticity parameters,
the yield stress was fixed to σy0 = 20MPa and the optimization
process was performed over E, n, andK. The fitting results by par-
ticle volume fraction V f are given in Table 1. Because of possible
indenter effects on effective properties, Table 1 includes fitting
results derived separately from 1 to 20µmnanoindentation exper-
iments on homogeneous films. A sample comparison between
1 and 20µm depth experiments and nanoindentation modeling
for the homogeneous 8 vol% composite is given in Figure 7. It is
evident that the experiments were stable with smooth increase of
the force during loading, whereas the simulations appeared to be
noisy because they were reaction forces at contact points from an
explicit, dynamic code. The steps and “noise” at 1µmwere due to
use of contact physics to get force and relation between total depth
of penetration and the background grid. Both greatly reduce at
the deeper depth of penetration. Such “noise” in numerical results
can be removed by damping, be we preferred to avoid dealing
with damping terms. The jumps in simulation curves are tied to
resolution and particles crossing between elements (see Figure 3
for larger effects).

To model gradient composites, the vertical axis of the film was
divided into 40 layers, each 1.25µm thick. For each layer, the
volume percent of filler particles was determined from experi-
mental measurements shown in Figure 6. To determine material
properties as a function of filler content, the fitting parame-
ters in Table 1 were linearly extrapolated to local filler content

TABLE 1 | Homogenized properties of the film as determined by fitting
nanoindentation simulations to experimental results as a function of filler
content and depth of nanoindentation.

V f (%) 1µµµm nanoindentations 20µµµm nanoindentations

E (MPa) n K E (MPa) n K

0 2302 0.362 371 2031 0.342 412
1 2714 0.459 426 1899 0.346 369
8 3064 0.572 420 2371 0.400 419

The yield stress for all was fixed at σy0 =20MPa.

FIGURE 7 | Comparison of simulated nanoindentation to experimental results for 8 vol% homogeneous control films and indentation depth of 1µµµm
(A) and 20µµµm (B) using properties in Table 1.

(i.e., each property was set to aV f + b, where a and b were deter-
mined from properties in Table 1). In multimaterial MPM, each
material uses its own velocity field (Bardenhagen et al., 2001),
but for our purpose only contact between the indenter and all
othermaterials combinedwas needed.As a refinement to standard
MPM, all materials in the bulk film were set to share the same
velocity field. In this way, the film acts as a bulk continuum, albeit
with position-dependent properties, while the indenter interacts
with that bulk by contact mechanics.

Experimental and Numerical Properties
Figure 8 compares the experimental and numerical modulus
and hardness values for the HBP and the homogeneous and
graded composites. The fitting procedure described in the previ-
ous section for the properties of the pure HBP led to an excellent
match between experimental and modeled data, with modulus
comprised between 2.2 and 2.5GPa and hardness between 0.14
and 0.15GPa.

For the homogeneous composites (Figures 8A,C), themodulus
derived from the unloading part of the load–displacement curves
was substantially independent of the indentation depth, and equal
to ~2.7GPa (1 vol%) and around 3GPa (8 vol%). Comparable
increments in modulus with increasing NP content were indeed
measured at both indentations depths, for both experimental
and numerical tests. Experimental hardness values, successfully
reproduced by numerical simulations, were higher when the
indentation depth was kept at 1µm (0.24GPa) rather than 20µm
(0.16GPa). Similar increases were reported for aluminum and
titanium, which was attributed to surface hardening, whereas the
hardness of fragile materials, such as quartz and glass, were found
to be independent of indentation load (Oliver and Pharr, 1992).
The plastic energy fields for the 1 and 20µm indentations in
HBP graded composites with 8 vol% of particles were consider-
ably different, as shown in Figure 9. The present finding reflects
the intrinsic softening effect arising from correspondingly large
deformations (Figure 4) (Lam and Chong, 1999) and specific
strain gradients associated with the Berkovich geometry (Alisafaei
et al., 2014), rather than an indentation size effect, which usu-
ally manifests itself for shallow, sub-micron penetration depths
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FIGURE 8 |Modulus (A,B) and hardness (C,D) derived by the unloading part of the load-displacement curves for experimental (black) and numerical
(red) tests. The results for the homogeneous (A,C) and graded (B,D) materials are shown as a function of the nanoparticle content for 1µm (solid lines) and 20µm
(dotted lines) indentation depths.

FIGURE 9 | Plastic energy fields for 1 and 20µµµm indentations in HBP
with 8 vol% filler and graded composition. The plastic energy ranges from
0 (blue) to 3 kJ/m3 (red).

(Pharr et al., 2010). The observed hardness increases at small
indentation depth, however, were negligible compared to the
considerable variations in mechanical properties encountered for
graded composites, especially when indented at different depths.

Indeed, for the graded composite containing 1 vol% of NPs
and for 1µm indentations, the modulus and hardness increased
by as much as 14 and 27%, respectively, compared with its
homogeneous analog, whereas for 20µm indentations, these two

FIGURE 10 | Homogeneous and graded morphologies with average
nanoparticle volume fraction of 8%. “Grade 1” is the experimental
gradient already shown in Figure 5, whereas “Grade 2” and “Grade 3” were
created for numerical simulation purposes using the equation and parameters
shown in the figure. “Grade 2” goes from a minimum particle fraction of 0 at
depths z>100µm to a maximum particle fraction of 30% on the surface
(z= 0). “Grade 3” goes from a minimum particle fraction of 0 at depths
z>80µm to a maximum particle fraction of 60% on the surface (z= 0), close
to the random packing fraction for monodispersed spheres of ~64%
(Desmond and Weeks, 2009).

properties were equal to those of the pure HBPwithin experimen-
tal scatter (Figures 8A,B). Notice that, in this case, the indentation
depth was comparable with the size of the gradient (Figure 6).
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FIGURE 11 | Simulated nanoindentation experiments for modulus (A) and hardness (B) at both 1 and 20µµµm indentation depths. The “Homogeneous,”
“Grade 1,” “Grade 2,” and “Grade 3” refer to the black, red, green, and blue gradients in the inset, respectively.

A similar response was obtained for the graded composite with
8 vol% of NPs, with rather small increases for 20µm indentations,
but very large increases for 1µm indentations, as high as 40% for
the modulus and 93% for the hardness compared with the homo-
geneous composite. These latter results are interesting: for a 1µm
indentation on the graded composite, the plastic zone extended
to ~5µm below the indenter tip (Figure 9), which hence only
probed the material with about 15 vol% particles (Figure 6B1).
By contrast, for a 20µm indentation the plastic zone extended
more than 60µmbelow the surface, hence far beyond the gradient
area. Therefore, the properties at this level of indentation would
be some average of the homogeneous material properties over the
particle concentration range of 5–15 vol%.

Clearly, already at 1 vol% of NPs, smaller indentation depths
led to both stiffening, going from 2.52GPa at 20µm to 3.10GPa at
1µm, and hardening, going from 0.13GPa at 20µm to 0.24GPa at
1µm. At 8 vol% of NPs, this effect became even larger, producing
variations on the order of 83% (4.84 vs. 2.64GPa) and 81% (0.47
vs. 0.26GPa) in terms of modulus and hardness, respectively.
Simulations run on the same graded structures evidenced similar
trends at the two different indentation depths. Considerable incre-
ments in both modulus (3.67 vs. 2.64GPa) and hardness (0.41
vs. 0.16GPa) were indeed obtained when films filled with 8 vol%
NPs were indented at 1µm rather than 20µm (Figures 8B,D).
Moreover, one should point out the very high hardness values of
the graded nanocomposites under 1µm indentations, which were
close to 500MPa.

In light of the good agreement between experiments and sim-
ulations (Figure 8), virtual experiments on films with different
gradients but with a total NP content of 8 vol% were performed.
Figure 10 shows the four investigated morphologies together
with the Boltzmann sigmoidal function utilized to represent
them. For the graded structures, the parameters of the sig-
moidal function were adjusted to either fit experimentally devel-
oped gradients (“Grade 1”), or to generate hypothetical graded
morphologies (“Grade 2,” “Grade 3”) with higher superficial NP
volume fractions but with a constant global NP content. From
a qualitative standpoint, an indentation performed on the blue
gradient with a depth of 20µm would almost entirely penetrate
the part of the material with enhanced filler content, and the

associated plastic zone would affect a large amount of unfilled
polymer.

We ran nanoindentation simulations for all four gradients for
both 1 and 20µm indentation depths. When we extrapolated
the 1µm mechanical properties from Table 1 to 60 vol% on the
surface for the blue Grade 3, it gave plasticity properties that were
likely unrealistic (e.g., hardening power law n > 1). The properties
from 20µm experiments, however, gave more reasonable extrap-
olations. We therefore ran all these virtual experiments using
extrapolated 20µm properties from Table 1. The results are in
Figure 11. Note that the results at 1µm depth in Figure 11 differ
from corresponding results in Figure 8 because of the use of
different mechanical properties.

The simulations clarified the role of the gradient on the prop-
erties measured at different indentation depths. For 1µm inden-
tations, both modulus and hardness continued to increase as the
surface layerwas enrichedwithNPs, confirming that at this inden-
tation depth results are sensitive only to the properties near the
surface. On the contrary, the modulus derived from 20µm inden-
tations peaked for experimental “Grade 1” and then decreased.
Similarly, the hardness stopped increasing after “Grade 2.” These
results point out that the optimum gradient for enhanced mod-
ulus and toughness strongly depends on the indentation depth
experienced in a given application, and more specifically on the
size of the plastic zone below the indenter. The present analysis
suggests that there exists an optimal concentration gradient that
maximizes the stiffness and hardness of polymer nanocomposite
for a given indentation load, although additional work would be
useful to improve the design of such optimal gradients.

Conclusion

The modulus and hardness of graded polymer nanocomposites
were found to depend on enhanced concentrations of particles
near the surface and on the indentation depth. For small (1µm)
indentations, large increases in modulus (+40%) and hardness
(+93% to very high values close to 500MPa) were obtained
for graded composites with an average 8%vol of NPs, com-
pared with their homogeneous counterparts. At larger indenta-
tion depth (20µm, comparable with the size of the composition
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gradient), however, the modulus and hardness of the graded and
homogeneous composites were almost the same, and equal to
those of the pure polymer.

Through aMPM approach, a tool for the interpretation and the
prediction of the mechanical properties obtained from nanoin-
dentation tests was developed. With this tool, experimental
nanoindentation tests were successfully simulated, confirming
the importance of the indentation depth and associated plastic
zone as key factors toward the determination of the material
properties. It turned out that very high-surface concentrations
of hard NPs do not necessary lead to the hardest nanocom-
posites. On the contrary, the performance of a certain con-
centration gradient should also be defined in conjunction with

the indentation load to which it is subjected. The present
approach is thus particularly effective to design and prepare
hard polymer nanocomposites through the generation of a
controlled concentration gradient from a dilute suspension of
particles.
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