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Classically coherent dynamics analogous to those of quantum two-level systems are studied in the
setting of force sensing. We demonstrate quantitative control over the coupling between two orthogonal
mechanical modes of a nanowire cantilever through measurement of avoided crossings as we determin-
istically position the nanowire inside an electric field. Furthermore, we demonstrate Rabi oscillations
between the two mechanical modes in the strong-coupling regime. These results give prospects of
implementing coherent two-mode control techniques for force-sensing signal enhancement.
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I. INTRODUCTION

The coherent dynamics of two-level systems has been
studied mainly in the regime of quantum physics [1].
However, many concepts that are familiar in this context
have counterparts in classical systems [2]. Although some
classical analogues have already been studied [3,4] several
decades ago, interest has increased in recent years, par-
ticularly in the context of nanoscale mechanical resonators.
Researchers have demonstrated strong coupling of two
modes of mechanical oscillators [5–7], driven Rabi oscil-
lations [6–8], and Stückelberg interferometry [9,10], and
have measured coherence and dephasing times [6,11].
Recently, nanowire (NW) mechanical oscillators have

been used for force [12–14] and mass sensing [15,16].
NWs have favorable properties for sensing such as a
cantilever geometry, low mass, low mechanical dissipation,
and high oscillation frequencies. Moreover, several experi-
ments have shown that NWs typically possess two nearly
degenerate, orthogonal flexural modes [17–19], which have
been used to demonstrate two-dimensional lateral force
sensing [18,20,21]. Sensing based on such two-mode
nanomechanical oscillators can be enhanced through the
use of coherent two-mode dynamics. In particular, coherent
pulse sequences reminiscent from quantum control tech-
niques [22] give the potential to increase the frequency
stability of mechanical sensors, ultimately leading to higher
sensitivities. Finally, such pulsing techniques make it
possible to implement a range of noise spectroscopy
methods in classical force and mass sensing [22].
In this article, we take a step toward this goal by

investigating the coherent dynamics of the two orthogonal
fundamental flexural modes of a NW cantilever. First, we
spatially image the two-dimensional lateral force gradients
acting on the NW when it is placed inside an electric field
created by gate electrodes patterned on a nearby sample

surface. Next, we demonstrate strong coupling between the
two modes through the measurement of avoided crossings
of the mode frequencies. The spatial measurement of the
force gradients allows for careful tuning of the mode
coupling strength produced by the derivative of shear
forces. This coupling is then used to implement Rabi
oscillations between the populations of the two modes.

II. SETUP AND MEASUREMENT TECHNIQUES

We perform vectorial scanning force microscopy using a
single GaAs=ðAl;GaÞAs NW cantilever. NWs are grown on
a Si(111) substrate through molecular beam epitaxy using
the Ga-assisted method [23]. We remove excess NWs, such
that individual NWs can be used for the experiments. The
NWused to perform the measurements presented here has a
length of 25 μmand a diameter of 350 nm, as determined by
scanning electron microscopy [SEM; see Fig. 1(b)]. Such
NWs feature a hexagonal cross section, which regularly
exhibits a slight asymmetry. This asymmetry lifts the
degeneracy of orthogonal flexural modes. For the NWused
here, this results in a frequency splitting of 6.26 kHzbetween
the two fundamental flexural modes [see Fig. 1(d)]. To
implement force microscopy on a sample surface, the NW is
kept attached perpendicular to its growth substrate and is
used as a cantilever in the pendulum geometry [see
Fig. 1(a)], with the principal NWaxis aligned perpendicular
to the sample surface. Displacement of the NW is measured
through a fiber-based optical interferometer focused on the
NW [24]. While scanning a sample surface underneath the
NW (at a fixed distance of 70 nm to the NW tip), wemonitor
the power spectral density of the thermal motion of the
modes. The angle of the two modes with respect to
the optical axis of the interferometer can be determined
from the relative power in the two resonances to be
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θ0 ¼ arctan½ðf1=f2Þ
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiðP1=P2Þ

p �, with f1 and f2 the
frequencies of the twomodes, andP1 andP2 their integrated
power [20]. Hence the absolute displacement of the modes
as well as rotations of the modes can be tracked as the NWis
scanned over a sample surface. The sample studied here
is patterned with metallic surface gate electrodes [see
Figs. 1(a) and 1(c)], which are used to generate an electric
field of known spatial profile. The experiment takes place
inside a helium bath cryostat at a temperature of 4 K and
vacuum of< 10−6 mbar. A more detailed description of the
experimental setup and techniques can be found in Rossi
et al. [20].
The gate electrodes feature a variety of edges with

different orientations in the sample plane, which makes
it possible to confirm the direction of motion of the two
modes [20]. Here, we restrict ourselves to two opposing
gates [see Fig. 1(c)]. We apply a voltage bias over the two
gates, which results in an electric field with a simulated
spatial profile as shown in Fig. 1(c). There are two
dominant types of interactions between this electric field
and the NW. First, the presence of a small excess charge q
on the NW creates a tip-sample force Fq ¼ qE. Second, the
polarizability of the NW results in a tip-sample force
Fp ¼ −∇ðαjEj2Þ, with α the effective polarizability of
the NW [25]. We take both forces into account in the

following. The spatial derivatives of these vector force
fields modify the dynamics of the NW, as we detail further
in the next section.

III. VECTORIAL FORCE MICROSCOPY:
EQUATIONS OF MOTION

The dynamics of the two-mode system can be modeled as
that of two coupled, damped, and driven harmonic oscil-
lators [26]. Forces acting on the NW modify the corre-
sponding equations of motion. Specifically, spatial force
derivatives act on the mode frequencies in a way similar to
an increase or decrease of the two spring constants. For
small NW oscillation amplitudes, we can approximate the
force field acting on the NW modes i; j ∈ f1; 2g around
displacement r ¼ 0 as Fi≈Fið0Þþrj∂Fi=∂rjj0. The equa-
tion of motion can now be written in vectorial form as�
d2

dt2
þ Γ
m

d
dt

þΩ2
0

��
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r2

�
−

1

m

�
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��
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�
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FIG. 1. (a) Overview of the experimental setup. (b) SEM of the NWused in this work. (c) Simulated electric field of the gate electrodes
with the tip of the NW placed at a height of 70 nm above the sample surface. The arrows indicate the direction of the field, while the
magnitude is encoded in color scale. The red rectangle indicates the region of the sample measured in the remainder of this work.
(d) Interferometric measurement of the power spectral density of the two fundamental flexural modes of the NW taken with a tip-sample
distance of 70 nm.
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the effective mass (equal for the two modes), and ri are the
mode displacements. FTh;i and Fi represent Langevin and
other external forces acting on each of the two modes,
respectively. The matrix in the last term on the left-hand side
of Eq. (1) contains the four spatial force derivatives
Fij ≡ ½ð∂FiÞ=ð∂rjÞ�j0. Of these, the diagonal elements Fii

modify the frequency of mode i, while the off-diagonal, or
shear, components Fij additionally couple the two modes.

This coupling results in hybridization of the modes into two
neweigenmodes,which are rotatedwith respect to the original
eigenmodes. In the case of conservative forces such as those
generated by the electric field under investigation here,
F12 ¼ F21, and orthogonality between the modes is main-
tained. Explicitly including a dependence on the voltage V,
the eigenvalues of the hybridized modes obtained by diag-
onalizing the Fij matrix can be written as (for Γi=m ≪ Ω0;i)

Ωe1;e2 ¼
1ffiffiffi
2

p
"
Ω2

01 þ Ω2
02 −

F11ðVÞ
m

−
F22ðVÞ

m
�

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi�
−Ω2
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02 þ

F11ðVÞ
m

−
F22ðVÞ

m

�
2

þ 4F12ðVÞ2
m2

s #
1=2

: ð2Þ

IV. AVOIDED CROSSINGS

A signature of strong coupling is formed by mode
energies exhibiting avoided crossing under detuning, with
a splitting larger than the sum of the linewidths of the
individual resonances [27]. We search for such avoided
crossings by measuring the spatial profile of the Fij matrix.
We obtain spectra similar to those shown in Fig. 1(d) for a set
of points ðx; y; VÞ. From this, we determine the mode
frequencies Ωe;i=2π for each spatial point ðx; yÞ as a
function of V. In Fig. 2(a), Ωe;iðVÞ=2π are plotted for
two exemplary positions in the electric field generated by the
gate electrodes. It can be seen that themode frequencies shift
under the influence of V and can be made to move away or
toward each other. The frequency shifts plotted in Fig. 2(a)
indeed exhibit avoided crossings, indicating that the cou-
pling gradient F12 is nonzero. At the center of an avoided
crossing at voltage Vc, the eigenmodes can be written as
j−i ¼ ð1;−1Þ and jþi ¼ ð1; 1Þ in the basis of the original
modes. The size of the avoided crossing can be approxi-
mated as ΔΩðVcÞ ¼ Ωþ −Ω− ≈ F12ðVcÞ=mΩ0, where
Ω0 ≡

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
Ω2

01 − f½F11ðVcÞ�=mg
p

¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
Ω2

02 − f½F22ðVcÞ�=mg
p

.
We see, therefore, that the splitting is proportional to the
coupling force gradient. By moving along the edge of a gate
electrode, we observe that we can controllably set F12 and
observe avoided crossings with correspondingly different
gap sizes.
By fitting Eq. (2) to Ωe1ðx; y; VÞ and Ωe2ðx; y; VÞ, we

directly obtain values for F11, F22, and F12 as a function of
ðx; y; VÞ. Figure 2(b) shows two spatial maps of F12 for Vc
of the avoided crossings displayed in Fig. 2(a). Consistent
with expectations, the larger avoided crossing occurs at a
position where F12 is larger. Similarly, we obtain spatial
maps of F11, F22, and F12 for a range of voltages V. In
Fig. 3, we compare two of these spatial maps with predicted
values based on finite-element modeling of the electrostatic
field generated by the gate electrodes (COMSOL). In
Fig. 3(a), the measured values of F11ðx; yÞ (left),
F22ðx; yÞ (center), and F12ðx; yÞ (right) are shown for

V ¼ −10 V. Figure 3(b) displays the corresponding spatial
derivatives of the simulated electric field. Here, we plot
only the first-order derivatives of the electric field since
these are found to give the dominant contribution. The good
agreement between theory and experiment indicates that
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FIG. 2. (a) Mode frequencies as a function of voltage applied
over the two gates. Data points represented by light blue circles
are taken at the position indicated by the dashed circle drawn in
the left panel of (b), while the dark blue squares correspond to
data taken at the position of the solid circle drawn in the right
panel. The curves are fits of Eq. (2) to the data. Gray points are
data points not used in the fits. Both sets of data show avoided
crossings, with different splittings due to different coupling
strengths. (b) Spatial maps of the measured coupling term F12

for V ¼ −6.5 V (left) and V ¼ −5 V (right). The dashed black
line indicates the position of the nearest gate electrode.
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such a modeling can be used to qualitatively predict the
values of Fij and engineer the properties of the two-mode
system, including the coupling strength. Note that at
voltages close to zero, the force derivatives also contain
significant contributions from forces other than those
arising from the applied electric field, such as van der
Waals forces.

V. RABI OSCILLATIONS

In coupled two-level systems, energy can be coherently
exchanged between the two levels through driven Rabi
oscillations. Rabi oscillations in the coupled two-mode
system can be induced through periodic modulation of the
frequency detuning [26]. When the modulation frequency
ωd is close to the frequency difference ΔΩ, a coherent
oscillation between the populations of the two modes will
take place. Here, modulation of the detuning is generated
by applying a drive voltage VacðtÞ ¼ Vd cosðωdtÞ over the
two gates.
In a classical picture, Rabi oscillations between the

populations ja�j2 of the two modes, including decay,
can be described as [26]

ja−ðtÞj2 ¼ sin2
�
ΩRt
2

�
e−Γt;

jaþðtÞj2 ¼ cos2
�
ΩRt
2

�
e−Γt: ð3Þ

Here, initialization is assumed to give ja−ð0Þj2 ¼ 0,

jaþð0Þj2 ¼ 1. Furthermore, ΩR ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
A2 þ δ2d

q
is the gener-

alized Rabi oscillation frequency, with the amplitude A set
by Vd, and δd ¼ ωd − ΔΩ. We use a single decay constant
Γ for both modes, since for the two hybridized modes (at
the center of the avoided crossing), the population decay
rates should be equal. Γ corresponds to the time constant of
evolution toward ja−ð0Þj2 ¼ 0, jaþð0Þj2 ¼ 0. In a Bloch
sphere representation of the populations, this decay corre-
sponds to a shrinking of the state vector.
In order to excite and detect Rabi oscillations in our

system, we implement the following measurement protocol
[see Fig. 4(a)]. First, we excite mode jþi by applying a
drive pulse with frequency Ωþ=2π for 50 ms. Next, a pulse
of varying duration τRabi with frequency ωd=2π is applied
to drive the Rabi oscillations. During this pulse, a coherent
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exchange of energy takes place between the two modes,
resulting in a change of the two populations. Finally, the
populations of the two modes are read out by measuring the
power spectral density of each mode. We average over 50
such cycles.
Figure 4(c) shows Rabi oscillations for δd ¼ 0. Here, the

modes are aligned approximately parallel (mode j−i) and
perpendicular (mode jþi) to the optical axis of the
interferometer. Consequently, the signal-to-noise ratio of
the displacement measurement of mode jþi is very small,
and Rabi oscillations are hard to detect. Instead, for a small
but finite δd, the modes are rotated with respect to the
optical axis, and Rabi oscillations can be detected for both
modes [see Fig. 4(d)]. In this case, the Rabi oscillations
result in only a partial transfer of populations, as can be
understood from the schematic depiction of the Bloch
sphere in Fig. 4(b). For δd ¼ 0, the Rabi frequency depends
linearly on the drive amplitude A, where A is a quadratic
function of Vd. We observe Rabi frequencies in the kilo-
hertz regime, with a maximum of 4.5 kHz, as determined
from fitting Eq. (3) to the data. The same fits return values
for the relaxation time T1 between 0.6 and 1.5 ms, in
agreement with independent ringdown measurements.
Interestingly, our driven two-mode system is close to the

regime of strong driving, with the Rabi frequency ΩR
approaching the transition frequency ΔΩ. We observe a

maximum of roughly ΩR ¼ ΔΩ=3. When a two-level
system is strongly driven, its dynamics is not simply
sinusoidal anymore but can become anharmonic and non-
linear. In other systems, ripples on top of sinusoidal
oscillations have been observed [3], as well as oscillations
that are faster than expected from the Rabi model [28–30].
Such effects may explain irregularities in our measure-
ments. Furthermore, note that in our experiments we are
limited by our electronics allowing only a limited ampli-
tude A of the Rabi drive, and higher Rabi frequencies
should be feasible. Sufficiently high Rabi frequencies
should enable further studies of the strong driving regime
in the case of a classical two-mode system.

VI. CONCLUSIONS AND OUTLOOK

Quantum control techniques such as dynamical decou-
pling rely on coherent dynamics of two-level systems.
Coherent dynamics of classical two-mode mechanical
oscillators, such as those demonstrated here, open the
way to use similar control techniques for sensing applica-
tions. A recent review [31] of experimental work has shown
that frequency fluctuations of nanomechanical oscillators
are often much higher than the thermal limit. Dynamical
decoupling pulse sequences offer a way to reduce fre-
quency fluctuations, potentially down to the thermal limit.
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As an example, we estimate that using a Rabi frequency of
10 kHz and a T1 of 10 ms, it is feasible to implement a Carr-
Purcell-Meiboom-Gill [32] pulse sequence with 20 π-
pulses and a waiting time of 0.5 ms. Such a pulse sequence
would allow the reduction of the Allan deviation due to 1=f
frequency fluctuations by roughly an order of magnitude
[33]. This method is applicable in a wide range of
mechanical oscillators, requiring only the presence of
two strongly coupled modes and the ability to drive several
Rabi oscillations within the relaxation time.
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