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• Cr(III)-glycine complexation similar for
aqueous and mixed solvent electrolytes

• Hydrogen evolution (HER) inhibited
using mixed ethylene glycol (EG) elec-
trolyte.

• Impurities incorporation in films de-
creases when using mixed solvent elec-
trolyte.

• Electrodeposition of nanostructures is
achieved only with EG mixed solution.

• FeCrNi nanotubes and nanowires for-
mation depends on current density and
HER.
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Electrodeposition of stainless steel-like materials such as FeCrNi alloy into micro- and nanotemplates provides a
sustainable framework for creating biomedical-oriented micro- and nanocomponents with outstanding charac-
teristics.While Cr(III)-based electrodeposition represents a ‘green’ alternative to toxic Cr(VI), its use is limited by
Cr(III) aqueous chemistry which leads to the incorporation of impurities and the hydrogen evolution reaction
(HER). These factors are responsible for low deposition efficiencies, brittleness and porosity. The current work
sought to investigate the use of ‘green’ Cr(III)-glycine electrolyte to improve FeCrNi electrodeposition from Cr
(III) precursors. Mixed-solvent electrolyte containing ethylene glycol (EG) was employed to reduce HER afteref-
fects. FeCrNi mixed EG electrolytes were compared to their aqueous counterparts to observe differences in Cr
(III)-glycine complexation, coatings' composition and current efficiency. The feasibility of this method for creat-
ing nanostructures was verified by template-assisted electrodeposition using anodic aluminium oxide (AAO)
templates. This study established that mixed-solvent electrolytes are an effective strategy to improve Cr(III)-
based plating of alloys into miniaturised moulds. For the first time, electrodeposited FeCrNi nanowires (NWs)
and nanotubes (NTs) were achieved via the framework developed in this work. The possible mechanisms con-
trolling the morphological variations in FeCrNi nanostructures were discussed in relation to the kinetic and
growth models in single metal electroplating into nanotemplates.

© 2020 The Authors. Published by Elsevier Ltd. This is an open access article under the CC BY license (http://
creativecommons.org/licenses/by/4.0/).
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1. Introduction
The interest in stainless steel (SS) is dictated by its good combination
of properties as well as its relatively easy and low-cost fabrication pro-
cesses. Thismakes it oneof themost attractive and applied alloysworld-
wide. Additionally, stainless steel is a versatile material, as its final
properties are tuneable through chemical composition modifications
and applied treatments. This allows such alloys to find applications in
many branches, specifically, austenitic stainless steels (e.g. AISI 304
and 316L) are extremely important in the bio-medical sector, due to
their high corrosion and wear resistances, bio-compatibility, as well as
good mechanical properties [1–3]. Recently, miniaturisation trends in
the high-tech industry have pushed the development of advanced bio-
medical applications and therefore, the investigation for viable fabrica-
tion techniques and appropriate materials. Among the available tech-
niques (e.g. 3D printing, micro-powder injection), only electroplating
into micro- and nanotemplates seems promising in terms of cost, per-
formances, time and precision [4].

Electrodeposition has several advantages over other growth
methods, as this technique is cost-effective, scalable and versatile, en-
abling to deposit inside high aspect ratio (AR) micro- (e.g. LIGA) and
nano- (e.g. anodic aluminium oxide or polycarbonate) templates. Addi-
tionally, it allows a high degree of control over both crystallographic
structure and morphology. This fabrication method has been used to
successfully grow highly ordered NWs by plating inside anodic alumin-
ium oxide (AAO) templates [5–8], to create such structures as ZnONWs
[9] or other metals and alloys containing mainly Co, Ni and Fe [10–19].
Research on electrodepositing metals and/or alloys into AAO mem-
branes has been performed in the past, mainly for Ni, Fe, FeNi systems,
as highly ordered nanostructures from thesematerials are soughtwhen
enhanced anisotropic magnetisation is of interest [10–13]. NWs of sim-
ilar alloys have been achieved, typically by combining Cowith Ni and/or
Fe, e.g. CoNi [13], CoFe [16] and FeNiCo [10,17] nanostructures. The use
of chromium in such studies has not gathered great interest, probably
due to hexavalent chromium being extremely toxic and its trivalent
chromium ‘green’ alternative having rather complex electrochemistry.

Electrodeposition of FeCrNi stainless steel-like coatings from a ‘green’
Cr(III) electrolyte has been shown to have outstanding characteristics:
high corrosion resistance, low cytotoxicity and soft-magnetic properties
[20]. The combination of electrodeposition and AAO nanotemplates for
creating FeCrNi NWs can revolutionise the future progress in bio-
medicine and micro-robotics. However, the use of Cr(III) for obtaining
chromium-based nanostructures is limited [21–23]. Cr(III) chemistry
Fig. 1. Schematic of the electrodeposition protocol used for obtaining FeCrNi coatings (using a fl
Au).
requires high applied potentials (Cr(III) → Cr(0), E0 = −0.72 V vs.
SHE) for the reduction of chromium ions to metallic chromium. Conse-
quently, the HER is enhanced and leads to low deposition efficiencies
[24–26]. This is the limiting factor for growing thick FeCrNi filmswithout
stresses and porosity issues, making it challenging to deposit into high
AR moulds. Improving Cr(III)-based aqueous electrodeposition has
been possible by using a complexing agent [24,27–29], as well as study-
ing and understanding the various mechanisms involved in the electro-
chemical system, as reported in our previous study [30]. Another
method for decreasing or avoiding these problems is using ionic liquids.
The use of molten salts (with or without water) makes it possible to ob-
tain films with higher deposition efficiencies and avoid concurrent HER
[31–34]. However, these solutions are expensive, requiring the use of a
glove-box and they are not always compatible with standard photore-
sists and other polymers used for micro-templating.

The aim of this work is to investigate an alternative pathway to elec-
trodeposit FeCrNi NWs by employing a ‘green’ Cr(III)-based electrolyte.
For this reason, a mixed-solvent solution comprised of EG has been
found to be the most suitable and it has been used to decrease the im-
pact of HER during cathodic electroreduction processes. For the first
time, the electrodeposition of FeCrNi nanostructures from both a
mixed-solvent and an aqueous solution into AAO membranes is re-
ported. In case of the mixed 30 vol% EG electrolyte, either NWs or NTs
can be grown depending on the applied current density. The outcome
of this study is then compared to pre-existing kinetic models of metal
ions deposited into nanotemplates and a possible explanation
concerning the growth mechanisms occurring during FeCrNi ternary
alloy electrodeposition inside nanoporous AAO templates is given.

2. Material and methods

2.1. Fabrication of FeCrNi films and nanostructures

FeCrNi films, NWs, and NTs were deposited using a standard three
electrode electrochemical cell equipped with a water double jacket for
temperature control (see schematic of the electrodeposition framework
in Fig. 1).

The temperature of the electroplating bath was set to 22 °C± 0.5 °C
using a temperature controlled circulator (Julabo, F12-ED). The electro-
chemical cell was comprised of a saturated Ag/AgCl electrode as the ref-
erence electrode, a platinum mesh (80 meshes, 25 mm × 35 mm, ALS
Co., Ltd) as the counter electrode and depending on films or nanostruc-
tures theworking electrode was different. For films, a flat substrate was
at substrate) and nanostructures (using nanoporous AAO templates sputteredwith Cr and
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used (100 nmAu/5 nmCr/Si) as in theworks of Hasegawa et al. [35] and
Bertero et al. [20]. Commercial membranes (Smartmembranes GmbH,
Germany) with 50 μm thickness and 350 nm diameter pores were
sputtered with 5 nm Cr and 150 nm Au and were used as the substrate
to obtain NWs and/or NTs. After electrodeposition, the AAO templates
were dissolved via chemical etching in chromic oxide (1.8 wt%) and
phosphoric acid (7 wt%, 85%) aqueous solution mixture at room tem-
perature. The compositions of the various electrolytes used for FeCrNi
electrodeposition are shown in Table 1.

Each electrolyte shares the same compounds and molar concentra-
tion, with only a difference in the solvent used. For the Standard aqueous
electrolyte the solvent was only DI water as in our previous work
[20,35]. For the 30 vol% EG and the 50 vol% EG electrolytes, the solvent
was a mixture of DI water with addition of EG (≥99% purity) in propor-
tion of 30 vol% and 50 vol% of the final total volume, respectively. The
bath constituents were mixed similarly to the procedure described in
our previous works [20,35]. The Cr(III) and glycine solution was first
complexed in DI water at 80 °C for 30 min. After this, a second solution
containing all other components was added and the solution was
mixed. Finally, the volume was adjusted to reach 400 mL with either
DI water or EG to reach the final desired volume proportions as
shown in Table 1. All chemicals were of reagent grade (Sigma-Aldrich)
and were used as-received without any further purification. Electrode-
position was carried out galvanostatically using a potentiostat (PGSTAT
302N,MetrohmAutolabB.V.) controlled by theNOVA (version 2.1) soft-
ware. FeCrNi films were electrodeposited until a total charge of 400 C
was reached. Different current densities were applied depending on
the electrolyte to obtain similar compositions: −80 mA/cm2 (average
Edep −1.44 V vs. Ag/AgCl), −50 mA/cm2 (average Edep −1.52 V vs. Ag/
AgCl) and−30mA/cm2 (average Edep−1.65 V vs.Ag/AgCl) correspond-
ing to Standard aqueous solution, 30 vol% EG and 50 vol% EG mixed-
solvent electrolytes, respectively.

2.2. Chemical, morphology and composition characterisations

Linear sweep voltammetry was performed for flat substrates using
the previously mentioned set-up (standard three-electrode electro-
chemical cell and a potentiostat) with a scan rate (SR) equal to
10 mV/s and varying the potential from −0.25 to−1.75 V vs. Ag/AgCl,
with a measured open circuit potential (OCP) of 0.40 V vs. Ag/AgCl.

UV–Vis absorbance spectra of freshly prepared FeCrNi electrolytes
(i.e. Standard aqueous, 30 vol% EG, 50 vol% EG)weremeasured after dilut-
ing 10 times the original solution into the corresponding solvent (i.e.
deionised water, 30 vol% EG, 50 vol% EG) using a UV–Vis spectropho-
tometer (UV–Vis PerkinElmer Lambda 900 UV, PerkinElmer) in the
wavelength range between 350 and 700 nm in a 10 mL quartz cell.
Prior eachmeasurement, for each electrolyte, the corresponding solvent
baseline has been taken into account by the software via background
subtraction.
Table 1
Composition of the various FeCrNi electrolytes.

Standard aqueous
electrolyte

30 vol% EG
electrolyte

50 vol% EG
electrolyte

Concentration (mol/L)

CrCl3·6H2O 0.4 0.4 0.4
Glycine (NH2CH2COOH) 0.4 0.4 0.4
FeCl2·4H2O 0.03 0.03 0.03
NiCl2·6H2O 0.2 0.2 0.2
NH4Cl 0.5 0.5 0.5
H3BO3 0.15 0.15 0.15
NaCl 0.5 0.5 0.5
Water volume (mL) 400 300 220
EG volume (mL) – 100 180
Total volume (mL) 400 400 400

pH: 1, Temperature: 22 °C.
The surface morphology of the FeCrNi coatings was observed via
field-emission scanning electron microscopy (FE-SEM, Hitachi S-4800,
Hitachi High-Technologies Corporation).

X-ray fluorescence (XRF, Fischerscope® X-RAY XDV®-SDD, Fischer
Technology) was used to estimate the Fe-Cr-Ni wt% and thicknesses
along the film's area. The measurements were performed at 25 uni-
formly distributed points on each specimen and the average of the 9-
matrix central points was chosen as the representative concentration.
Approximate current efficiencies (C.E., %) from XRF thickness measure-
mentswere calculated by knowing theweight percentage of eachmetal
element, assuming the density of stainless steel to be ρSS = 7.93 g/cm3

and using Faraday's law.
The elemental composition (in at%) of the metal species (Fe, Cr and

Ni) and impurities (O, C and N) was evaluated via X-ray photoelectron
spectroscopy (XPS) on the coatings' surface and profiling at different
depths from the surface down to approximately 500 nm. This was
achieved by sputtering the material with Ar+ ions (2 or 4 keV sputtering
energy). The representative concentrationswere the onesmeasured after
approximately 50min of sputtering time in-depth of the coating,with the
standard deviation calculated taking into account various depth concen-
trations around the representative one. XPS data was acquired using a
Physical Electronics (PHI) Quantum2000 Scanning ESCAMicroprobe Sys-
tem composed by a monochromatic Al Kα X-ray radiation source (hν=
1486.7 eV) of 29.7Wpowerwith a typical beamdiameter of 150 μmanda
hemispherical capacitor electron-energy analyser equipped with a chan-
nel plate and a position-sensitive detector. Electron take-off angle was of
45 ° and the analyser operated in the constant pass energy mode at
29.35 eV. Compensation of eventual surface charging was performed
with built-in electron and argon ion neutralizers. The base pressure of
the systemwas below 5× 10−7 Pa and the binding energywas calibrated
using Cu 2p3/2, Ag 3d5/2 andAu 4f7/2 at 932.62 eV, 368.21 eV and 83.96 eV,
respectively to within ± 0.1 eV. The spectra was analysed by means of
CasaXPS software [36] (version 2.3.19).

Additionally, the H ratio in at% with respect to all metal species (Fe,
Cr and Ni) was determined in-depth up to 200 nm by helium elastic re-
coil detection analysis (He-ERDA, ETH Zurich) using a 2 MeV He beam
and the absorber foil technique [37]. The representative concentration
of hydrogen was the one measured after approximately 20 min
sputtering time in-depth of the coating, with the standard deviation cal-
culated by taking into account various depth concentrations around the
representative one.

The morphology characterisation of the NWs/NTs from AAO tem-
plate cross-section images was performed using two SEM set-up:
Hitachi (FE-SEM, Hitachi S-4800, Hitachi High-Technologies Corpora-
tion) with a 1.5 kV accelerating voltage and Lyra (dual-beam FE-SEM/
Ga FIB, Tescan Lyra3, Tescan Orsay holding a.s.) with a 15 kV accelerat-
ing voltage. Compositional characterisation (Fe-Cr-Ni-O-C, at%) of the
dissolved NWs was carried out by energy dispersive X-ray (EDX) anal-
ysis on the Lyra system with a 30 kV accelerating voltage.

3. Results and discussion

3.1. UV–Vis absorption spectra of FeCrNi aqueous and mixed-solvent
electrolytes

The UV–Vis absorption measurements were performed for freshly
prepared FeCrNi electrolytes with different concentration of solvents
and their spectra were compared (Fig. 2). All electrolytes show peaks
at λ1 = 580 nm and λ2 = 410 nm, indicating Cr(III) is complexed
with glycine as shown previously [30,38,39].

Complexation of chromium to glycine is essential for promoting Cr
(III) electroreduction at the cathode, otherwise Cr(III)-aqua complexes
would be favoured and no deposition achieved. In this case, the use of
EG in the FeCrNi electrolyte does not influence Cr(III)-glycine complex-
ation (identical peaks position), showing that EG-based electrolytes are
also favourable for deposition. Increasing the amount of EG in the



Fig. 2. UV–Vis spectra of various freshly prepared FeCrNi electrolytes diluted 10 times in
the corresponding solvent.
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electrolyte from 0 vol% (Standard aqueous electrolyte) to 30 vol% (30 vol
% EG electrolyte) to 50 vol% (50 vol% EG electrolyte), the absorption in-
tensity is decreasing. This is because EG is affecting Cr(III)-glycine sur-
roundings, making it more difficult for such complexes to absorb light,
with a consequent decrease in the peaks intensity when EG volume in
the electrolyte is increased.
3.2. FeCrNi films electrodeposited from aqueous and mixed-solvent
electrolytes

3.2.1. Linear sweep voltammetry (LSV)
LSV have been used to retrieve the reduction potentials for the ele-

ments involved in the electrodeposition process (i.e. Fe, Cr, Ni) among
the different analysed electrolytes. From Fig. 3, it can be seen that both
Fig. 3. LSV potentioscans on flat Au substrates from FeCrNi electrolytes: Standard aqueous
and mixed-solvent 30 vol% EG.

Table 2
Elemental composition in-depth of Fe-Cr-Ni-O-C-N (XPS, 50 min sputtering time) and of H (He
aqueous [30], 30 vol% EG and 50 vol% EGmixed-solvent electrolytes.

Electrolyte Fe (at%) Cr (at%) Ni (at%)

Standard aqueous 37.8 ± 0.2 15.8 ± 0.1 11.7 ± 0.1
30 vol% EG 44.1 ± 0.2 15.4 ± 0.4 15.8 ± 0.1
50 vol% EG 41.4 ± 0.3 16.0 ± 0.1 16.5 ± 0.2
FeCrNi Standard aqueous and 30 vol% EG mixed-solvent solutions have
similar reduction peak positions: at−0.67 V vs. Ag/AgCl corresponding
to Ni(II) to Ni(0) (E0 =−0.25 V vs. SHE), at−0.89 V vs. Ag/AgCl corre-
sponding to Fe(II) to Fe(0) (E0 = −0.44 V vs. SHE) and at −1.14 V vs.
Ag/AgCl corresponding most likely to the first reduction step of com-
plexed chromium (Cr(III)-glycine) from Cr(III) to Cr(II) (E0 = −0.42 V
vs. SHE). The second reduction potential of chromium is probably hid-
den by the higher current consuming concurrent HER.

From these LSV results, it is noticeable that for the same applied po-
tential (i.e. FeCrNi Edep ≈ −1.5 V vs. Ag/AgCl), the corresponding cur-
rent is lower for the mixed-solvent case with respect to the aqueous
FeCrNi electrolyte counterpart. This already provides evidence that for
the mixed-solvent solution, the HER is less active.

3.2.2. Elemental composition and deposition efficiency
The composition in wt% and the current efficiencies (C.E.) of the

electrodeposited FeCrNifilms has been estimated bymeans of XRF tech-
nique. For the Standard aqueous solution the coating is Fe57.0 ± 1.6 -
Cr28.3 ± 1.7 - Ni14.7 ± 0.8 wt% (C.E. 6.2%), whereas for the 30 vol%
EG and 50 vol% EG electrolytes are Fe54.0 ± 2.9 - Cr29.1 ± 3.2 -
Ni16.8 ± 0.5 wt% (C.E. 9.1%) and Fe56.4 ± 1.4 - Cr26.6 ± 1.8 -
Ni17.0 ± 1.0wt% (C.E. 9.6%), respectively. The elemental contents mea-
sured in-depth in at% of Fe-Cr-Ni-O-C-N (XPS, 50 min sputtering time)
and H/metals ratio (He ERDA, 20 min sputtering time) were evaluated
for the coatings obtained by using two different EGmixed-solvent elec-
trolytes (i.e. 30 vol% EG and 50 vol% EG) and compared with the results
for a film deposited using a Standard aqueous solution [30] (Table 2).

Based on these results, it seems that the decrease in water content
(due to EG) inside the electrolyte is positively affecting the current effi-
ciency, which increases in both EG cases by approx. 1.5 times with re-
spect to the aqueous counterpart. Regarding the incorporation of
impurities (i.e. O, C, N and H), the hydrogen content is similar among
all produced coatings, regardless of the used electrolyte. The only no-
ticeable difference among aqueous and mixed-solvent electrolytes is
the carbon content, which is half the all-aqueous value when using
the EG solutions. These outcomes can be explained by looking at the
FeCrNi electroreduction mechanisms proposed in our previous work
for aqueous electrolyte [30]. The lower fraction of water in solution re-
duces the influence of HER at the cathode and, thus, most probably, de-
creases the incorporation of unwanted carboxyl groups from Cr(III)-
glycine hydroxides/hydrides adsorbed molecules, mainly reducing the
concentration of carbon within the coating. This fact should also have
a positive effect on the mechanical properties of the material, e.g. by
lowering the electrodeposit's brittleness. The ductility of stainless steel
alloys is typically linked to the amount of incorporated carbon [40].

3.3. FeCrNi nanostructures electrodeposited from aqueous and mixed-
solvent electrolytes

3.3.1. Morphology and elemental composition
Electrodeposition into AAO templates from Standard aqueous solu-

tion at different current densities led to either completely empty chan-
nels or hardly any deposited material. SEM cross-section images of a
sample obtained by electrodepositing at −20 mA/cm2 (Fig. 4) show
that this is the only case where sporadic compact material was ob-
served, with the rest of the template remaining unfilled.
-ERDA, 20 min sputtering time) of electrodeposited FeCrNi films produced from Standard

O (at%) C (at%) N (at%) H (at%)/metals

16.8 ± 0.0 16.4 ± 0.0 1.5 ± 0.1 16.0 ± 1.7
15.8 ± 0.1 7.6 ± 0.0 1.3 ± 0.0 15.0 ± 1.3
17.5 ± 0.3 7.4 ± 0.2 1.1 ± 0.0 17.5 ± 1.7



Fig. 4. SEM cross-section images of electrodeposited FeCrNi into AAO template from
Standard aqueous electrolyte.
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In contrast, the electrodeposition of FeCrNi from the mixed-solvent
30 vol% EG electrolyte shows all samples exhibiting a higher filling
ratio than the aqueous solution cases, i.e. from b10 μm applying a rela-
tively low current density (−5 mA/cm2), up to 30 μm when doubling
Fig. 5. SEM cross-section images of electrodeposited FeCrNi inside AAO templates from mixed
growth, (b1, b2, b3) at a lower current density (−5 mA/cm2) nanowire growth. (b4, b5) SEM
the current density (−10 mA/cm2). At a high current density the pore
filling followed a cylindrical growth with the formation of NTs, as
shown in the SEM cross-section images (Fig. 5a1, a2, a3, a4). At a low
current density the material is more compact, resulting in NWs
(Fig. 5b1, b2, b3).

When dissolving the AAO template for the various studied electro-
deposited samples, it was possible to recover only a few NWs from
the low current density case (Fig. 5b4, b5). The atomic compositions
of suchNWshave beenmeasured by using the EDX technique. The pres-
ence of carbon in the spectra is caused by the carbon matrix back-
ground, and other impurities (i.e. oxygen and nitrogen) are not
considered in this discussion due to the measurement uncertainty for
these elements. TheNWs aremainly formed by Fe, Cr andNi. The atomic
contents of these three elements along a single NW are rather homoge-
nous (Table 3). However, for different NWs of the same analysed sam-
ple, Fe-Cr-Ni contents vary. This could be due to an uneven primary
current distribution (PCD) present in different parts of the samples
(i.e. center and edges) during electrodeposition.

3.3.2. Kinetic and growth model correlation
The possible mechanisms explaining the behaviour of this ternary

FeCrNi electrochemical system are schematically drawn in Fig. 6.
When a relative high current density is applied, the HER forms H2
-solvent 30 vol% EG: (a1, a2, a3, a4) at a higher current density (−10 mA/cm2) nanotube
top-view images of dissolved single FeCrNi NWs.



Table 3
Elemental composition of Fe-Cr-Ni (EDX) in at% at different points of single electrodepos-
ited FeCrNi NWs (from Fig. 5).

Fe (at%) Cr (at%) Ni (at%)

Triangle 64.3 4.9 30.8
Square 66.9 3.1 30.0
Ring 53.6 26.1 20.3
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bubbles that escape from the pores. The combination of more intense
PCD at the edges of the pores and a favourable pathway for H2 bubbles
at the center of each AAO pore force thematerial to mainly grow on the
side-walls, leading to the formation of nanotubes, which are longer and
less compact. However, when a relatively low current density is used,
HER is less pronounced, aswell as PCD. Consequently, the growth inside
thepores ismore homogenous, producing shorter, but denserNWs. This
work's experimental results and the proposed mechanisms can be cor-
relatedwith the kineticmodel explained by Philippe et al. [18,19] for the
electrodeposition of Co into high aspect ratio nanoelectrodes. In that
study, the growth inside nanoporous templates was linked to two
main factors. First, metal ions follow a spherical diffusion-controlled re-
gime when steady state is reached (i.e. Nernst diffusion layer becomes
larger than the template thickness) and, second, the occurrence of pH
variation inside the pores due to the HER. We propose that this model
is also valid for more complex electrochemical systems such as the
FeCrNi ternary system.

4. Conclusions

The electrodeposition of a stainless steel-like FeCrNi ternary alloy
was investigated both in aqueous and mixed-solvent EG electrolytes
Fig. 6. Schematic of the possible growthmechanisms proceeding inside AAO templates during t
created at a lower current density.
on flat substrates and inside nanoporous anodic alumina templates.
EG-based baths required lower current densities at the same deposition
potentials, when compared to their aqueous counterpart, showing that
the parasitic HER consumed less current during electrodeposition. The
comparison of metal contents and impurities in-depth of the studied
coatings revealed identical compositions, except for carbon at%, which
was reduced by half in the case of themixed-solvent electrolyte. The de-
crease in both HER and carbon content can be beneficial factors for im-
proving electrodeposition into miniaturised moulds by increasing
current efficiency and thus mechanical properties of the material.

Electrodepositing into AAO templates from an aqueous FeCrNi elec-
trolyte resulted in almost no filling of the pores. By using a 30 vol% EG
mixed-solvent it was possible to grow up to 30 μm thickmaterial inside
the templates. The main parameter affecting the deposition inside the
nanoscale pores was the current density. Depending on current density,
NWs or NTs could be grown inside the moulds. EDX measurements of
Fe-Cr-Ni contents of the dispersed NWs showed that the composition
was homogenous along the nanowire length, but dissimilar when
analysing different NWs for the same sample.

For the first time, it is revealed that FeCrNi nanostructures can be
achieved via electroplating into AAO templates from a Cr(III)-based
mixed-solvent electrolyte. Moreover, the shape of such nanostructures
can be controlled by varying the current density, fabricating either
NTs or NWs using higher or lower currents, respectively. Such a phe-
nomenon can be explained by the kinetic and growth models present
in the literature for single metals electrodeposited into nano-moulds.
These preliminary results are promising in terms of the feasibility of
producing FeCrNi micro- and nanocomponents by means of the pre-
sented deposition method. Furthermore, FeCrNi NWs and NTs can
pave the way for future applications in the fields of micro-robotics and
bio-medicine.
he electrodeposition of FeCrNi: (a, b) NTs produced at a higher current density, (c, d) NWs
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